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Figure 6-2. Schematic of the Specimen Based on NASM

Figure 6-3. Schematic of the Assembled Joint
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Figure 6-4. Final Assembled and Riveted Specimens
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Figure 6-5. Comparison of Baseline (Left) and Underdriven (Right) Specimens
(The difference in tail diameters is evident.)

6.3 TEST SETUP.

Twenty-one specimens were tested employing a 97.8 kN servohydraulic MTS test frame. The
tests were conducted in a laboratory atmosphere (figure 6-6) with a constant-amplitude stress
level of 124 MPa with an R ratio of 0.1 and a frequency of 10 Hz. The stress level was based on
testing of four dummy specimens at 96, 103, 117, and 124 MPa. The 124 MPa stress level was
observed to be appropriate in terms of obtaining failure within a reasonable number of cycles.
For each test, the rivet head diameters and tail heights were recorded to ensure they were within
specifications. The remaining six specimens were tested implementing a thermal imaging
technique. The setup and results obtained from the thermographic test are discussed in
appendix A.



Figure 6-6. Fatigue Test Setup

6.4 FATIGUE TEST RESULTS.

Each specimen was inspected carefully upon failure to characterize the damage at and around the
rivets. The process relied on optical microscopy and photographic cataloguing of the faying
surface damage and interior of the rivet holes. Failure in each specimen occurred, without
exception, at the driven rivet head side either on the top or bottom rivet, consistent with 50%
load transfer (figure 6-7). Correlation was noted between fatigue lifetimes and the controlled
experimental parameters. A comparison of these fatigue lifetimes for the three different
parameters is shown in figures 6-8, 6-9, and 6-10. The summary of the fatigue lifetimes reveals
some trends:

. Fatigue life increased with increasing rivet interference.

. No significant difference in fatigue life was observed at medium to high rivet
interferences.

. No significant difference was observed in the fatigue life of the joints in comparison of

the two sealants. For both the sealants, a reduction in the adhesive quality was observed
at the end of the test. Since sealants are used more as a corrosion inhibitor (in the
absence of corrosion), the less observed difference in the fatigue lives is not surprising.

. In comparing fatigue lives based on hole quality, again, underdriven rivets show the
maximum difference in life. Rivet deformation, which might lead to negation of hole-
quality issues (such as stress concentrations due to drilling procedures), might be less in
this case.
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After testing, the hole surfaces of both the single-step and piloted specimens were
examined. There seemed to be no obvious differences between them in terms of surface
quality. That is, the circumferential grooves observed in the holes were not limited to
just single-step or piloted specimens. The majority of both type of specimens showed
circumferential grooves. Detailed viewgraphs are presented in appendix D. A
measurement of surface roughness of the holes was beyond the scope of this work and
hence is not presented in this report.

The TSA was unable to detect the cycles to initiation of cracks in all the tested
specimens. Cracks were identifiable only after 70,000-80,000 cycles. The detailed
results of the TSA testing are discussed in appendix A.

h

0268 after 115k cycles Observed separation (sealant gone)

Figure 6-7. Observed Failure Location for Specimens (Left) and Sealant Separation (Right)
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Figure 6-8. Comparison of Fatigue Lifetimes for Rivet Installation
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Figure 6-9. Comparison of Fatigue Lifetimes for Sealant Type
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Figure 6-10. Comparison of Fatigue Lifetimes for Hole Quality




Concurrently, a characteristic state of damage was observed at and around the rivet holes based
on the rivet interference. Figures 6-11 and 6-12 show photographs of the state of damage for
around and near the rivet holes. The first specimen was baseline (B26S), which failed after
125,000 cycles. The second specimen was underdriven (U26S) and failed after 80,000 cycles,
which is a 1.5 times shorter fatigue life. Table 6.2 shows the summary results of mean cycles to
failure of the specimens. A part of this difference can be attributed to the compressive residual
stress generated from increased rivet expansion in the baseline specimen. The faying surface of
the baseline specimen showed signs of fretting debris at the rivet hole. Evidence of fretting
debris was noted by black oxide deposited on the faying surface around the rivet hole.

Table 6-2. Summary of Mean Cycles to Failure

Cycles to Failure

Specimen Type ID (Mean Test Life)
Baseline, sealant 26, single step B26S 116,039
Underdriven, sealant 26, single step | U26S 70,300
Overdriven, sealant, 26, single step | 026S 117,566
Baseline, sealant 95, single step B95S 142,983
Underdriven, sealant 95, single step | U95S 78,622
Overdriven, sealant 95, single step 0958 148,094
Baseline, sealant 95, pilot B95P 117,500
Underdriven, sealant 95, pilot U9sp 44,371
Overdriven, sealant 95, pilot 095P 130,815
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rivet hole

crack initiation

small groove

Figure 6-11. Optical Micrographs for Specimen S26s: View of the Faying Surface (Top)
View of the Crack Growth Away From the Hole (Middle) View of the Rivet Hole With
a Small Groove (Bottom)



multiple origins

circumferential
groove

Figure 6-12. Optical Micrographs for Specimen U26s: View of the Faying Surface (Top), View
of the Crack Growth (Middle), View of the Rivet Hole With a Small Groove (Bottom)

Similar debris was observed in the underdriven specimen, but the amount of debris present was
smaller than that of the baseline. This is consistent with Szolwinski’s [13] observed state of
damage for tested joints. Increased clamping provided by larger driven heads leads to a large
load transfer via friction at the faying surface. No direct correlation was observed for the state of



fatigue damage for the specimens, that is, fretting alone was not a cause of crack initation.
Effects of hole quality might have been dominant in crack initiation. The majority of the rivet
holes were observed to have circumferential grooves. These grooves were similar to the ones
observed in the teardown inspection for the right-hand side panel joint holes and are estimated to
originate from the drilling process. Effects of such drilling variations on open-hole specimens
are discussed in reference 71. These hole-quality issues, especially for the underdriven rivets,
might have been a cause for crack initiation.

Nuclei were observed on the fracture surface of many fatigue cracks, ridges, and several crack
initiations. It seemed as if one crack was composed of several initiated cracks that had grown on
different levels independently of each other. The role of fretting was not clear. It may be the
result, or the cause, of cracking, which increases the local stress and hence, the crack driving
force during early crack growth. The detailed damage characterization of the tested specimens
showed faying surface crack origin for the baseline and overdriven rivets. The majority of the
underdriven specimens showed hole surface crack origins. Recalling the results of the FE
simulations conducted previously, this was an excellent validation of the developed models. For
baseline and overdriven models, the tensile hoop stress was at the faying surface away from the
hole, consistent with the cracking pattern observed in the experiments. For underdriven models,
the tensile hoop stress was concentrated at the hole surface, which is also consistent with the
nucleation of cracks in the underdriven specimens.

Observations from the damage characterization of the specimens revealed the link between
riveting process parameters and the lap joint fatigue. It is noted that this test program, although
not exhaustive, such as efforts by Piascik and Willard [52], attempted to establish a conclusive
link between rivet installation, hole-quality issues, and the effect of these parameters on the
propensity for fatigue damage at the faying surface of the riveted lap joint.

6.5 SUMMARY OF FATIGUE TEST RESULTS.

Section 6 began with a brief review of the previous work presented and an outline of the goals
for experimental fatigue testing. This was followed by details of the tested specimens and a
summary of the parameters under consideration. It was noted that parameters such as debris
were difficult to produce consistently in the lap joint specimens, and hence, were not considered
in the test matrix.

Details of the fatigue lifetimes for the tested specimens were also presented. A 2.5 to 3 times
reduction in fatigue lives was noted for underdriven specimens in comparison to baseline and
overdriven specimens. For the effect of fretting on crack initiation, although not clear, it was
observed that hole-quality issues appeared to be a cause of initiation. The experimental fatigue
tests showed that underdriven lap joints have a significantly shorter fatigue life than overdriven
or baseline riveted joints. The effects of hole-quality were also observed to be dominant for
underdriven rivets. The damage characterization showed faying surface crack origins for
baseline and overdriven rivets, while hole surface origins for underdriven rivets, which are
consistent to the location of the tensile stresses, are predicted by the finite element simulations.

Finally, observations from the damage characterization of the specimens re-emphasized the link
between riveting process parameters and fatigue of the lap joint.
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7. SUMMARY.

The overall investigation of the FE simulation of the riveting process and fatigue lives was
conducted in four distinct phases, all of which were successful in achieving their stated goals. In
the first phase, the goals were to verify and validate the intended quasi-static FE modeling
approach by demonstrating it could accurately predict the residual-stress state that occurred in a
previous investigation. This portion of this study carefully measured the deformation, residual
strains, and force-displacement data for a force-controlled rivet configuration. Additionally, the
model results were also compared for both ABAQUS/Standard and ABAQUS/Explicit solvers.

The second phase of this investigation used the FE modeling approach from the first phase to
address the more practical problem of predicting the residual-stress state in the riveted joint
subjected to process variations. A 3D baseline model was developed for this purpose. The
specifications of the model were the same as that of the B727 joint. The goal of this
investigation was to predict the differences in residual-stress state for critical process variations.
In conducting this investigation, five main process variables were analyzed to observe their
qualitative and quantitative effect on the residual-stress state, namely: rivet interference,
presence of sealant, presence of debris, hole quality effects, and geometry effects.

The third phase of this investigation focused on development of a global three-rivet fuselage lap
joint, which takes into account the residual stresses resulting from rivet installation and in-
service fuselage loads. The model behavior was designed to approximate the loading experience
by the fuselage splices removed in the teardown inspection. Available results from the B727
teardown damage characterization provided validation to the analysis.

The pursuit of interpreting manufacturing process variations into improved joint performance
motivated the final phase of experimental fatigue testing of riveted lap joint specimens. The
investigation was conducted with the specific goal of forging a link between rivet installation and
hole quality effects on fatigue performance of the joint.
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8. CONCLUSIONS.

A number of finite element (FE) simulations were conducted for the riveting process using
different techniques, and the results were presented in previous sections. It can be concluded
that with the correct implementation of FE tools, the riveting process can be successfully
simulated to obtain an accurate representation of the residual stresses resulting from the riveting
process.

The rivet expansion in the baseline analysis led to both compressive and tensile residual stresses
in the skin. The tensile hoop stress observed away from the hole is critical for fatigue cracks that
may initiate at the faying surface.

An increase in the applied rivet displacement led to a larger rivet-hole expansion, consequently
causing an increase in both the compressive radial and hoop stresses around the hole periphery.
This indicated that the fatigue performance could be improved by retarding crack growth near
the hole edges. The tensile hoop stress was pushed away from the hole edge, but an increase in
magnitude was observed in both the outer (52%) and the inner (25%) skin. This meant an
increase in the potential for initiation and fatigue crack propagation at the faying surface.

Effects such as skin misalignment, hole defects, and hole geometry increased the unsymmetrical
deformation of the rivet. A significant quantitative increase in the tensile hoop stress was
observed because of rivet bulging.

A decrease in the applied rivet displacement led to a reduced rivet-hole expansion and,
consequently, a neat-fit rivet connection. The underdriven rivet analysis proved to be the biggest
potential threat for fatigue damage. The underdriven rivet caused not only an increase in the
tensile hoop stress but also a stress concentration of the hoop tension at the hole for both the
upper and lower skins. This residual hoop tension, especially with the effect of the sharp
countersunk hole, proved to be a critical site for fatigue damage.

The analyses with sealant showed an increase in residual hoop tension for both the upper (20%-
80%) and lower skins (20%-60%). For example:

o In cases where the rivet was driven as-specified (baseline), the upper skin showed a shift
in the tensile zone near the countersunk edge, which might be a probable location for
fatigue cracking. For the lower skin, the tensile zone remained concentrated at the faying
surface (away from the hole). For low interference or underdriven rivets with the sealant,
an increase in tensile hoop stress was observed with the tensile zone concentrated near
the rivet/skin interface for both the upper and lower skins.

J Rivet tilt also showed a similar tensile zone concentrated largely on one side of the hole
due to the unsymmetric rivet deformation. For this type of installed rivet, the stress
distribution seems to suggest that both the upper and lower skins would be susceptible to
fatigue damage at the rivet/skin interface. Also, for such cases, the presence of sealant
might not show any beneficial effects.
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. Presence of drill shavings in the sealant showed a large increase in the tensile hoop stress
for both the upper (40%-60%) and lower (50%-110%) skins. The tensile hoop stress
remained concentrated at the rivet/skin interface for low interferences. Rivets installed
with low interference (underdriven) with drill shavings might be a major cause of fatigue
crack initiation at the rivet/skin interface.

J The presence of sealant showed an increase in the residual tensile stress state compared to
without sealant. For rivets that are installed per specifications (baseline), the effect of
sealant on any fatigue damage might not be significant. For cases where rivets are
underdriven or tilted, the effects of sealant combined with any drill shavings might
increase the propensity for fatigue crack nucleation at the rivet/skin interface.

Damage parameters were implemented in conjunction with the FE models to predict the location
of fretting damage in the joint. For low rivet interferences, a peak was observed at 6=120° and
another at 0=150°. At larger rivet interferences, the first peak shifted to 6=90°. In most cases, it
was observed that the general location of fretting noted in the teardown damage characterization
was close to the peaks of the F; parameter. The low interference cases indicated a peak at 6=90°
for the damage parameter F,, which indicates the potential for crack initiation. This is the
possible location of crack initiation. At high interferences, the bulk stress was observed to be
compressive around the hole. This reduces the probability of crack initiation due to fretting at
the rivet/skin interface, but away from the hole at 6=90°, a presence of the bulk tensile zone
could be the primary cause of crack initiation.

The maximum principal stress at the end of the load application was located at the lower row
hole in the inner skin and upper row hole in the outer skin (row C in figure 1-3). The
observation of the maximum principal stress at the lower row hole of the inner skin was
consistent with the observed fatigue damage at the same location from the teardown inspection.

A major finding from the teardown inspection was that the right-hand and the left-hand side
panel lap joints had been installed with different rivet spacing. The right-hand side panel joint
had an average rivet spacing (22.479 mm). The left-hand side panel joint had a slightly larger
rivet spacing (27.94 mm) between the lower and the middle rows. It was speculated that the
difference in these spacings might reduce the bending stress at the lower rows leading to the
better fatigue lives observed for the left-hand side panel joint. To analyze this effect, a fuselage
splice model of the left-hand side panel joint was constructed in ABAQUS/CAE. The analysis,
however, showed no difference in the stress state at the critical rivet row in the inner skin,
indicating that the slightly increased rivet spacing did not significantly affect the stress state for
either of the skins.

The global splice model was then implemented to observe the effects of underdriven rivets,
sealant, and friction on the stress state at the critical hole. Results from the analyses were used in
subsequent crack growth analyses to obtain an approximation to grow a crack of 1.27 mm.
Comparison of the results indicated that underdriven rivets in combination with sealant and drill
shavings are the biggest threat to the propensity of fatigue damage at the critical rivet holes.
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The observed fatigue lifetimes for the tested specimens revealed (1) fatigue life increased with
increasing rivet interference, (2) no significant difference in fatigue life was observed at medium
to high rivet interferences, (3) no significant difference was observed in the fatigue life of the
joints when comparing the two sealants. Since sealants are applied as a corrosion inhibitor, in
the absence of corrosion, the less observed difference in the fatigue lives was not surprising, and
(4) in comparing of fatigue lives based on hole quality, again, underdriven rivets show the
maximum difference in life. Rivet deformation, which might lead to negation of hole-quality
issues (such as stress concentrations due to drilling procedures), might be less in this case.

Evidence of fretting debris was noted by black oxide deposits on the faying surface around the
rivet hole. No direct correlation was observed for the state of fatigue damage for the specimens,
that is, fretting alone was not a cause of crack initation. Effects of hole quality might have been
dominant in crack initiation.

The damage characterization showed faying surface crack origins for baseline and overdriven

rivets, while hole surface origins for underdriven rivets, which are consistent with the location of
the maximum tensile hoop stress, were predicted by the finite element simulations.
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9. RECOMMENDATIONS FOR RIVET INSTALLATION.

In light of the influence rivet installation has on the residual-stress state in the skin, it is strongly
recommended that rivets installed with less than 35%-40% (underdriven) interference (55%
being the baseline) should not be used in service. These rivets would tend to promote fatigue
damage much earlier than rivets installed with a much higher interference. It is also
recommended that the interference plots be used as a rough guideline in installing rivets to
ensure at least a small compressive zone around the holes especially for the sharp countersunk
skin. A rivet interference ranging from 50%-70% is recommended in service. At much higher
interferences, the rivet clamping might lead to a much higher load transfer, increasing the
probability of fretting crack initiation in the tensile hoop stress zone away from the holes at the
faying surface.
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10. FUTURE WORK.

The combined results of the computational and experimental investigations provided a great deal
of insight into how the residual-stress state affects the proclivity for fatigue damage in riveted lap
joints. To further improve preserving the structural integrity of aging aircraft, a sequence of
recommendations based on the results from this work follows, with the ABAQUS/Standard
assumption that some or all could, and eventually should, integrate numerical and experimental
tools.

Residual stress is complicated by hole-quality effects. A model is needed that relates the SIF to
the gouge mark geometry. The model would need to take into account size and shape of the

gouge. Implementing the already developed FE models into SIF determination would be an
excellent initial start.

The exact cause of gouging observed both in the teardown and the tested specimens is still a
mystery. Determining exactly which factors in the hole drilling technique cause this gouging
would be a worthy study.

This study focused on fatigue testing of a limited number of specimens. An exhaustive program
based primarily on fatigue testing of specimens with underdriven/baseline rivets and hole-quality
issues (such as gouging) should be established. This will ensure to eliminate any scatter
associated with the testing as well as provide a database of effect of hole-quality issues on
fatigue behavior of riveted lap joints.
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APPENDIX A—THERMOGRAPHIC STRESS ANALYSIS

To characterize the near-surface response driving fatigue damage, a thermal imaging system
capable of capturing sequences of temperature profiles was implemented in conjunction with a
fatigue testing setup. The thermographic testing was conducted in collaboration with the
research group of Dr. Rami Haj-Ali in the Georgia Institute of Technologies School of Civil
Engineering. The experimental procedure used was modeled closely from the work of El-Hajjar
[A-1]. The thermal measurements were acquired with a Delta Therm DT 1500 thermoelasticity
measurement system, which uses a liquid nitrogen-cooled infrared camera. The Thermographic
Stress Analysis (TSA) system operates by recording the temperature change of the specimen
under fatigue loading as shown in figure A-1. A focal plane array in the infrared (IR) camera is
employed to detect the incident radiant energy emitted from the specimen’s surface during
testing and convert it to an electrical signal [A-1]. The software in the system coordinates a
reference signal from the test frame load cell to ensure that only true temperature changes are
monitored. Hundreds of cycles are collected and averaged to improve the signal to noise ratio.
To properly track stress states in the material, strain gages or other means should be used to
correlate the received IR information to a known stress value.

reference signal

M

LOCK — IN ANALYZER

Load Signal ’ ®

Applied Load: T +¢
Mean + Cy(‘li Detector Signal

TEST J
SPECIMEN O

signal input

full —freld COMPUTER
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image
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Figure A-1. Schematic TSA System [A-2]

The goal of this investigation was to establish TSA capabilities for such riveted lap joints to
detect crack initiation and compare the in-plane strains predicted by the finite element (FE)
models to those predicted by the TSA. The test frame employed for these tests was a MTS 810
servohydraulic test system 22.5 kN with 76-mm SURFALLOY grips. The specimens had to be
tabbed prior to testing to conform to the larger grips. Also, a thin coat of Krylon Ultra Flat black
paint was applied to the surface of the HTCL specimen to cut down on environmental noise and
improve surface emissivity. The specimen was then centered in the grips to eliminate off-axis
loading and testing was initiated. The IR signal from the coat is measured while the specimen is
loaded, and a combined material factor (ke), comprised of mechanical and thermal properties, is
calibrated such that the measured IR signal can be related to the sum of the in-plane direct strains
(equation A-1). The theoretical derivation of this new method assumes adiabatic conditions and
applies a thermomechanical theory. Complete details of the derviation can be found in reference
A-2.
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Ataa=k,S a=172 (A-1)

Six specimens were tested at a frequency of 5 Hz. Since the fatigue testing machine employed
for the TSA technique was setup for thicker specimens, the amplitude had to be adjusted to
obtain the same stress levels (124 MPa) as those applied to the 21 specimens tested in the
Material Properties Research Laboratory.

Figure A-2 shows a thermographic image taken at the start of the test (10 cycles). Figure A-3
shows images after 90,000 and 120,000 cycles, respectively. The tips of the cracks are clearly
visible in the pictures. For all the tested specimens, the cracks were visible only after 70,000-
80,000 cycles. No clear indication of cycles to initiation was obtained. The setup of the
specimen dictated a load transfer ratio (LTR) of approximately 50%. This meant that the cracks
could initiate on either side, limiting the use of TSA. In one case, the specimen was coated on
both sides and thermal images were captured by flipping the specimen after a certain number of
cycles.

Figure A-3. Thermal Image of Specimen (B26S) After 90,000 Cycles (Left) and 120,000 Cycles
(Right) (Tips of the cracks are clearly visible.)
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A detailed view of the meshed, symmetric three-dimensional FE model and the applied boundary
conditions designed to simulate the specimen is shown in figure A-4. The model, which had
6457 nodes and 3947 elements, was generated using ABAQUS™/CAE 6.4-1 with C38DR,
reduced integration, 8-noded linear, solid-brick elements. The process was simulated in three
steps: (1) a loading step in which the rivet was deformed to achieve the appropriate driven head
size, (2) an unloading step in which the rivet was allowed to springback, and (3) followed by the
124 MPa tensile loads, assuming 50% load transfer. Figure A-5 shows the direction of
measurement of surface strains taken to validate with the TSA results.

Applied rivet displacement (baseline)
50% LTR

Figure A-4. Finite Element Model of Specimen

r' Y

Loading direction T Leading direction

(EEm I

Dustance along rivet and skin

Transverse Axial

Figure A-5. Direction of Mmeasurement of Strain Values Extracted From the FE Model to
Compareto the TSA Predictions

Figure A-6 shows a comparison of the strains from the FE to the TSA for both the transverse and
axial directions. The transverse measurement shows a good comparison. A discrepancy can be
observed for the axial measurement at the bottom of the rivet head. It is uncertain whether the
inaccuracies in the FE modeling or the TSA or both are responsible for the observed discrepancy.
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APPENDIX B—SOME MODELING CONSIDERATIONS

Different analyses techniques were attempted for the riveting models and their solutions were
compared. An analysis conducted with full integration assumed for the linear elements showed
no difference in the stress solution but consumed twice the run time required for the analysis
with reduced integration. An analysis conducted with fixed time incrementation failed to
converge even for time increments as low as 6.25e-03. Automatic time incrementation should
always be applied for such nonlinear problems. A three-dimensional, force-controlled riveting
model was simulated at the National Research Council, Canada using MSC.MARC near the end
of this work [B-1]. This model was an extension of the axisymmetric analysis [B-2] conducted
by the same researchers (figure B-1). The model had 5560 linear reduced integration elements
and 7431 nodes (figure B-2). Three steps were defined in the analysis: (1) a range of squeeze
forces from 35.59 kN to 53.39 kN was applied with a rigid pusher to the rivet head, (2) the force
was then reduced to zero (unload), and (3) 98.5 MPa of joint tensile loading was then applied at
the right end.

It is very interesting to note that the same analysis conducted in ABAQUS™ with 32,186
reduced integration linear elements and 43,468 nodes failed to converge in the third (tensile
loading) step (figure B-3). The analysis aborted at the same time increment for the range of
applied squeeze forces. It was ensured that the contact areas near the rivet hole had a much finer
mesh. Stabilization techniques were also attempted but did not show any success. Equivalent
displacement control loading was implemented to replace the force-control loading, but the
analysis still did not converge. The skin-skin bending during the tensile loading stage led to
excessive penetration of the skin surfaces near the rivet holes, causing ABAQUS to cut back and
abort.

The analysis can be attempted with a much more refined mesh for the upper skin, especially for
the sharp countersunk edge along with automatic tolerances to obtain convergence. This
analysis, however, would require more powerful computing facilities and, hence, was not
attempted in this study.
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Figure B-1. Geometric Configuration of Rivited Joint Analyzed by Li, et a. [B-1]
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APPENDIX C—ABAQUS CAPABILITIES

The ABAQUS™ [C-1] finite element code was chosen to perform all the simulations conducted
throughout these investigations. ABAQUS is a general-purpose code that has been successfully
implemented to solve a wide variety of problems in the areas of structural analysis and other
disciplines of mechanical engineering. Additionally, ABAQUS allows certain interactions
among multiple engineering disciplines, such as thermal-electrical and thermal-structural
coupled-field problems. This appendix provides highlights of the workings of the code [C-1],
including its element library, contact capabilities, material constitutive behaviors, and nonlinear
solution capabilities. Particular emphasis is placed on the specific qualities of the code with
regard to correctly accounting for the structural phenomena that comprise the simulations
conducted in this work.

C.1 ELEMENT LIBRARY.

A wide range of elements are available in ABAQUS. This extensive element library provides
the user with a powerful set of tools for solving many different problems. Each element in
ABAQUS is characterized by family, degrees of freedom, number of nodes, formulation, and
integration.

Family refers to the element in a particular type of analysis, such as continuum (solid), beam,
shell, thermal, and spring. Degrees of freedom are the fundamental variables calculated in the
analysis. These might be translations in the 1,2,3 directions for a structural analysis or
temperature for a heat transfer analysis. The number of nodes of an element determines the
order of interpolation. The variables in the analysis are computed at the nodes of the element.
At any other point in the element, the variables are interpolated. Elements that have nodes only
at the corners, such as an 8-noded brick, use linear interpolation in each direction. Such
elements are called linear or first-order elements. Elements that have midside nodes in addition
to the nodes at the corners, such as a 20-noded brick element, use quadratic interpolation in each
direction. Such elements are called quadratic or second-order elements. An element’s
formulation refers to the mathematical theory used to define the element’s behavior. All of the
stress/displacement elements in ABAQUS are based on the Lagrangian or material description of
behavior: the material associated with an element remains associated with the element
throughout the analysis, and material cannot flow across element boundaries. In the alternative,
Eulerian or spatial description, elements are fixed in space as the material flows through them.
ABAQUS uses numerical techniques to integrate various quantities over the volume of each
element. Using Gaussian quadrature for most elements, ABAQUS evaluates the material
response at each integration point in each element. When using continuum elements, the user
must choose between full or reduced integration, a choice that can have a significant effect on
the accuracy of the element for a given problem. An example of a continuum element in
ABAQUS is shown in figure C-1.



Figure C-1. C3D20 Continuum Element in ABAQUS [C-1]

C.2 CONTINUUM ELEMENTS.

Continuum or solid elements can be used to model a wide variety of components. Continuum
elements model small blocks of material in any component. This stress/displacement family of
elements is one of the most comprehensive element libraries available in ABAQUS. For three-
dimensional (3D) elements, the user has a choice of hexahedrons, tetrahedrons, and wedges; for
two-dimensional elements, the choice is between triangles and quadrilaterals. There are linear
and quadratic versions for each of these basic element shapes. The user has a choice between
full and reduced-integration elements for hexahedrons and quadrilaterals.

C.3 ELEMENT INTEGRATION.

The expression “full integration” refers to the number of Gauss points required to integrate the
polynomial terms in an element's stiffness matrix exactly when the element has a regular shape
as shown in figure C-2(a). A regularly shaped hexahedral or quadrilateral element is one in
which: the edges of the element are straight, the edges meet at right angles, and any edge nodes
are at midpoint of the edge. Fully integrated linear elements use two integration points in each
direction, while quadratic elements use three integration points in each direction. Reduced
integration can only be used with quadrilateral and hexahedral elements (figure C-2(b)).
Reduced integration linear elements have one integration point located at the centroid of the
element.

4 k] 4

Linear element Linear element
{e.g., CPS4) le.g., CPS4R)

{(a) Full Integration (h) Heduced Integration
Figure C-2. Integration Points in Two-Dimensional Linear Elements [C-1]



C.4 ELEMENT TYPES AND SELECTION.

Table C-1 gives an overview of the continuum elements available in ABAQUS for structural
analysis. Based on this overview, particular solid elements are chosen and discussed in light of
the specific needs of this investigation.

Table C-1. ABAQUS Solid Element Types

Element Description Active DOF
CPE3 3-node linear plane strain 1,2
CPE6 6-node quadratic plane strain 1,2
CPS3 3-node linear plane stress 1,2
CPS6 6-node quadratic plane stress 1,2
C3D4 4-node linear tetrahedron 1,2,3
C3D6 6-node linear triangular prism 1,2,3
C3D8 8-node linear brick 1,2,3
C3D10 10-node quadratic tetrahedron 1,2,3
C3D15 | 15-node quadratic triangular prism 1,2,3
C3D20 | 20-node quadratic brick 1,2,3
CAX3 3-node linear axisymmetric 1,2
CAX4 4-node bilinear axisymmetric 1,2
CAX6 6-node quadratic axisymmetric 1,2

DOF = Degree of Freedom

C.4.1 CHOOSING BETWEEN FIRST- AND SECOND-ORDER ELEMENTS.

The continuum elements in ABAQUS can be used for linear analysis and for complex nonlinear
analyses involving contact, plasticity, and large deformations. In first-order plane strain,
generalized plane strain, axisymmetric quadrilateral, hexahedral solid elements, and cylindrical
elements, the strain operator provides constant volumetric strain throughout the element. This
constant strain prevents mesh “locking” when the material response is approximately
incompressible. The fully integrated elements (such as C3D8) exhibit shear locking (excessive
stiffness in bending), and hence, should be avoided for bending dominated problems. The
reduced integration elements exhibit hourglassing (no stiffness in bending). A refined mesh of
the reduced integration elements should be used for bending dominated problems to obtain
accurate results.

Second-order elements in ABAQUS provide several features, including: (1) higher accuracy
than first-order elements for problems that do not involve complex contact conditions, impact, or
severe element distortions, (2) effective representation of stress concentrations, and (3) effective
modeling of curved surfaces with fewer elements. The fully integrated elements (such as
C3D20) do not exhibit shear locking, as their edges are able to curve, hence avoiding the
formation of spurious shear stresses. The reduced integrated elements also show hourglassing,
but using a sufficiently refined mesh produces accurate results.



First-order triangular and tetrahedral elements are overly stiff and exhibit slow convergence with
mesh refinement. A fine mesh may be needed to obtain results of sufficient accuracy. ABAQUS
provides a modified version of these triangular and tetrahedral elements (such as C3D10M).
They are recommended for contact problems because the contact forces are consistent with the
direction of contact. These elements also perform better in analyses involving impact, in
analyses involving nearly incompressible material response, and in analyses requiring large
element distortions.

C.4.2 CHOOSING BETWEEN FULL AND REDUCED INTEGRATION ELEMENTS.

Reduced integration uses a lower-order integration to form the element stiffness. Solution run
time can be drastically decreased with reduced-integration elements, especially for 3D problems.
For example, an analysis with C3D20 element, which has 27 integration points versus the
C3D20R element that has only 8; element assembly is approximately 3.5 times more costly for
the former. The user can choose between full and reduced-integration only for quadrilateral and
hexahedral elements. First-order, reduced-integration elements, such as C3D8R, can display
hourglassing. This means that the elements can distort in such a way that the computed strains at
the single integration point are zero. This leads to uncontrolled mesh distortion. These elements
do have the capability of hourglass control, but this is effective only with fine meshes.

Second-order, reduced-integration elements (excluding C3D27R and C3D27RH) do not have the
same difficulty and can be used in all cases when the solution is expected to be smooth. First-
order elements should be used when large strains or very high strain gradients are expected.

In ABAQUS, the fully integrated elements do not exhibit hourglassing. However, they might
display shear or volumetric locking. Shear locking is possible in first-order, fully integrated
elements subjected to bending. The internal formulation of these elements causes spurious shear
strains, making the elements too stiff in bending. For problems involving incompressibility in
the solution, second-order, fully integrated elements may exhibit volumetric locking when the
plastic strains are on the order of the elastic strains. The first-order, fully integrated
quadrilaterals and hexahedra use reduced integration on the volumetric terms and do not lock
with almost incompressible materials. Reduced-integration, second-order elements exhibit
volumetric locking for almost incompressible materials only after significant straining occurs.
Volumetric locking can be accompanied by hourglassing in such cases. A refined mesh in the
regions of high plastic strains may resolve the issue.

C.4.3 CHOOSING BETWEEN QUADRILATERAL., TRIANGULAR., AND TETRAHEDRAL
ELEMENTS.

Many automatic-meshing algorithms use triangular and tetrahedral elements because of their
versatility. These elements increase user convenience to mesh complex shapes. However, a
solution obtained from these elements is very costly compared to using hexahedra. Some other
advantages that quadrilaterals and hexahedra offer in comparisons to triangles and tetrahedra are
better convergence rate and less sensitivity to mesh orientation. However, triangles and
tetrahedra are less sensitive to initial element shape, whereas first-order quadrilaterals and
hexahedra perform better if their shape is approximately rectangular. The elements become
much less accurate when they are initially distorted. Fully integrated, first-order triangles and
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tetrahedra also exhibit volumetric locking. The recommended use of these elements is only as a
filler material.

The modified elements display much better performance in complex analyses. However, they
are more expensive computationally than lower-order quadrilaterals and hexahedra. They may
sometimes require a more refined mesh for the same level of accuracy. In ABAQUS/Explicit
they are provided as an attractive alternative to the lower-order triangles and tetrahedron to take
advantage of automatic triangular and tetrahedral mesh generators. One more disadvantage of
the modified triangular and tetrahedral elements is incompatibility with the regular second-order
solid elements in ABAQUS/Standard, and hence, these clements should not be connected
together in a mesh.

C.4.4 HYBRID ELEMENTS.

Hybrid elements are available only in ABAQUS/Standard. Their primary purpose is to model
incompressible and almost incompressible material behavior. When the material response is
incompressible, the solution to a problem cannot be obtained in terms of the displacement history
only, since a purely hydrostatic pressure can be added without changing the displacements.
Linear elastic materials, which have a bulk modulus much greater than the shear modulus,
exhibit nearly incompressible material behavior. Extremely large changes in pressure are
obtained with small variations in displacements. A pure displacement solution in this case is
numerically very sensitive to problems such as computer round-off errors. Hence, the stress
caused by the pressures is treated as an independently interpolated basic solution variable
coupled to the displacement solution through constitutive and compatibility conditions. This
internal formulation forms the groundwork for hybrid elements. Since these elements have more
internal variables, they are more computationally expensive.

C.4.5 CHOOSING ELEMENTS FOR PROBLEMS WITH PLASTICITY.

Incompressibilty imposed by plasticity in metals limits the type of elements that can be used for
elastic-plastic simulations. This limitation arises from the kinematic constraint imposed on
element behavior, namely, constrainment of constant volume at the element integration point. In
some cases, this actually makes the element overconstrained. Elements that cannot resolve this
contraint suffer from volumetric locking, that is, overly stiff response. Fully integrated, second-
order, solid elements are very susceptible to volumetric locking in elastic-plastic simulations.
The ABAQUS fully integrated, first-order, solid elements do not suffer from volumetric locking
because ABAQUS actually uses a constant volume strain in these elements. Reduced-
integration, solid elements have fewer integration points at which the incompressibility
constraints must be satisfied. Therefore, they are not overconstrained and can be used for most
elastic-plastic simulations. In simulations with plastic strains exceeding 20%-40% second-order,
reduced integration elements should be used cautiously and with fine meshes.

C.4.6 RIGID BODIES.

In ABAQUS, a rigid body is a collection of nodes and elements whose motion is governed by the
motion of a single node, known as the rigid body reference node. The shape of the rigid body is
defined as an analytical surface or discrete rigid body. The analytical surface is obtained by
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revolving or extruding a two-dimensional geometric profile. A discrete rigid body is obtained by
meshing the component with nodes and elements. The shape of the rigid body remains constant
during an analysis. The body can undergo large rigid body motions. Computation of mass and
inertia for a discrete rigid body can be based on contributions from its elements. It can also be
assigned specifically.

Boundary conditions governing the motion of a rigid body are applied to the rigid body reference
node. Contact and nodal connections are used for interaction of rigid bodies and deformable
elements. Rigid bodies are typically used to model very stiff components. These components
may be fixed or undergoing large rigid body motions. In forming analyses, rigid bodies are an
excellent choice for modeling components such as punches, dies, and rollers. The computational
efficiency provided by rigid bodies is the primary reason for choosing them above deformable
elements. FElement-level computations are avoided, and relatively small effort is required to
update the motion of the nodes and assemble concentrated/distributed loads.

C4.7 MATERIAL MODELS.

The material library in ABAQUS allows most engineering materials to be modeled, including
metals, plastics, rubbers, foams, composites, granular soils, rocks, and plain and reinforced
concrete. This section only discusses three of the most commonly used material models: linear
elasticity, metal plasticity, and rubber elasticity.

C.4.8 CLASSICAL METAL PLASTICITY.

The yield and inelastic flow of a metal at relatively low temperatures, where creep effects are not
important and loading is relatively monotonic, can typically be described with the classical metal
plasticity. Standard von Mises or Hill yield surfaces with associated plastic flow are
implemented in ABAQUS for this purpose. Perfect plasticity and isotropic hardening definitions
are both available in the classical metal plasticity models. The von Mises and Hill yield surfaces
assume that yielding of the metal is independent of the equivalent pressure stress. The von
Mises yield surface is used to define isotropic yielding. It is defined by giving the value of the
uniaxial yield stress as a function of uniaxial equivalent plastic strain, temperature, and field
variables on the data lines or by defining the yield stress in user subroutines.

The Hill yield surface allows anisotropic yielding to be modeled. A reference yield stress must
be given, and the user must define a set of yield ratios. ABAQUS provides two types of work
hardening: perfect plasticity and isotropic hardening. In perfect plasticity, the yield stress does
not change with plastic strain, while isotropic hardening means the yield surface changes size
uniformly in all directions such that the yield stress increases (or decreases) in all stress
directions as plastic straining occurs.

If isotropic hardening is defined, the yield stress can be defined in tabular form or described
through user subroutines. If the tabular form is used, the yield stress must be given as a tabular
function of plastic strain and, if required, of temperature or other predefined field variables. The
yield stress at a given state is simply interpolated from this table of data, and it remains constant
for plastic strains exceeding the last value given as tabular data. Associated plastic flow is used.
Therefore, as the material yields, the inelastic deformation rate is in the direction of the normal to
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the yield surface (the plastic deformation is volume invariant). ABAQUS optionally allows for
plastic dissipation to result in the heating of a material. The option is typically used in the
simulation of bulk metal forming or high-speed manufacturing processes involving large
amounts of inelastic strain where the heating of the material caused by its deformation is an
important effect. The option is applicable only to adiabatic thermal stress analysis or fully
coupled temperature-displacement analysis. Only a von Mises yield surface can be used in an
adiabatic analysis.

When defining plasticity data in ABAQUS, the user must provide true stress and true strain.
ABAQUS requires these values to interpret the data in the input file correctly. ABAQUS
approximates the smooth stress-strain behavior of the material with a series of straight lines
joining the given data points. Any number of points can be used to approximate the actual
material behavior; therefore, it is possible to use a very close approximation of the actual
material behavior. The material data defines the true yield stress of the material as a function of
true plastic strain. The first piece of data given defines the initial yield stress of the material and,
therefore, should have a plastic strain value of zero.

C.4.9 HYPERELASTICITY.

The hyperelastic material model is isotropic and nonlinear. The material model is valid for
materials that exhibit instantaneous elastic response up to large strains. Rubbers and elastomers
are typical examples of materials that are modeled with hyperelastic formulation. This model
requires the use of nonlinear geometry since it is intended for finite strain applications. The
shear flexibility of most elastomers is large compared to its compressibility. In applications
where the material is not highly confined, it is quite satisfactory to assume that the material is
fully incompressible. In cases where the material is highly confined, the compressibility must be
modeled correctly to obtain accurate results.

The hyperelastic material model can be used with continuum elements. For continuum elements,
hyperelasticity can be used with the pure displacement formulation elements or with the hybrid
(mixed formulation) elements. Because elastomeric materials are usually almost incompressible,
fully integrated pure displacement method elements are not recommended for use with this
material, except for plane stress cases. If fully or selectively reduced-integration displacement
method elements are used with the almost incompressible form of this material model, a penalty
method is used to impose the incompressibility constraint in anything except plane stress
analysis. The penalty method can sometimes lead to numerical difficulties; therefore, the fully or
selectively reduced-integrated hybrid formulation elements are recommended for use with
hyperelastic materials.

ABAQUS describes hyperelastic materials in terms of a “strain energy potential,” U(g), which
defines the strain energy stored in the material per unit of reference volume (volume in the initial
configuration) as a function of the strain at that point in the material. There are several forms of
strain energy potentials available in ABAQUS to model approximately incompressible isotropic
elastomers: the Arruda-Boyce form, the Mooney-Rivlin form, the neo-Hookean form, the Ogden
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form, the polynomial form, the reduced polynomial form, the Yeoh form, and the Van der Waals
form. The polynomial form of the strain energy potential is most commonly used. Its form is

U=i0ﬂﬂdﬂE<W+i-§ud4f (C-1)

i+j=1 i

where U is the strain energy potential; J is the elastic volume ratio; 1, and I, are measures of

the distortion in the material; and N, Cjj, and D; are material parameters, which may be functions
of temperature. The Cj; parameters describe the shear behavior of the material, and the D;
parameters introduce compressibility. All zero values for D; means that the material is fully
incompressible. If the number of terms, N, is one, the initial shear modulus, p , and bulk
modulus, K,, are given by

2
Hy =2(Cy; +Cyy) and K, = D (C-2)

1

If the material is also incompressible, the equation for the strain energy density is
U =C,(l, =3)+Cy (I, -3) (C-3)

This expression is commonly referred to as the Mooney-Rivlin material model. If Cy,; is also
zero, the material is called neo-Hookean.

The user must provide ABAQUS with the relevant material parameters to use a hyperelastic
material. For the polynomial form, these are N, Cj; , and Di. ABAQUS can also accept test data
directly and calculate the material parameters using a least squares fit. The experimental tests for
which ABAQUS can fit data are Uniaxial tension and compression, Equibiaxial tension and
compression, Planar tension and compression (pure shear), and Volumetric tension and
compression. Unlike plasticity data, the test data for hyperelastic materials must be given to
ABAQUS as nominal stress and nominal strain values. Volumetric compression data only need
to be given if the material’s compressibility is important.

The quality of the results from a simulation using hyperelastic materials strongly depends on the
material test data provided to ABAQUS. It is common for the material model determined from
the test data to be unstable at certain strain magnitudes. ABAQUS performs a stability check to
determine the strain magnitudes where there is unstable behavior. The user should check this
information carefully since the simulation may not converge if any part of the model experiences
strains beyond the stability limits. The stability checks are done for specific deformations, so it
is possible for the material to be unstable at the strain levels indicated if the deformation is more
complex. Likewise, it is possible for the material to become unstable at lower strain levels if the
deformation is more complex.



C.4.10 NONLINEAR ANALYSIS.

A nonlinear structural problem is one in which the structure’s stiffness changes as it deforms. In
a nonlinear analysis, the stiffness matrix of the structure has to be assembled and inverted many
times during the course of the analysis, making it much more expensive to solve than a linear
analysis. Since the response of a nonlinear system is not a linear function of the magnitude of
the applied load, superposition cannot be applied to obtain the solution. Each load case must be
defined and solved as a separate analysis.

There are three sources of nonlinearity in structural mechanics simulations:

o Material nonlinearity: Most metals have a fairly linear stress-strain relationship at low
strain values, but at higher strains, the material yields, at which point the response
becomes nonlinear and irreversible.

o Boundary nonlinearity: This occurs if the boundary conditions change during the
analysis. Boundary nonlinearities are extremely discontinuous when (1) contact occurs
during a simulation and (2) there is a large and instantaneous change in the response of
the structure.

o Geometric nonlinearitiy: Geometric nonlinearity occurs whenever the magnitude of the
displacements affects the response of the structure. This may be caused by large
deflections or rotations, snap through, and initial stresses or load stiffening. If the
deflection is small, the analysis can be considered as being approximately linear.
However, if the deflections are large, the shape of the structure and, hence, its stiffness
changes. In addition, if the load does not remain perpendicular to the structure, the action
of the load on the structure changes significantly. Both of these effects contribute to the
nonlinear response of the structure. Incorporating the effects of geometric nonlinearity in
an analysis requires only minor changes to the input file. The user just needs to add the
NLGEOM parameter to the *STEP option.

C.4.11 SOLUTION OF NONLINEAR ANALYSIS.

The nonlinear load-displacement curve for a structure is shown in figure C-3.

.

1 -
u Displacement

Figure C-3. Nonlinear Load-Displacement Curve [C-1]
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ABAQUS implements the Newton-Raphson method to obtain solutions for nonlinear problems.
In a nonlinear analysis, the solution cannot be calculated by solving a single system of equations,
as in a linear problem. Instead, the solution is found by applying the specified loads gradually
and incrementally working toward the final solution. Therefore, ABAQUS breaks the simulation
into a number of load increments and finds the approximate equilibrium configuration at the end
of each load increment. It often takes ABAQUS several iterations to determine an acceptable
solution to a given load increment. The sum of all the incremental responses is the approximate
solution for the nonlinear analysis.

Consider the external forces, P, and the internal (nodal) forces, I, acting on a body (figure C-4).
The internal loads acting on a node are caused by the stresses in the elements that contain the
node. For the body to be in equilibrium, the net force acting at every node must be zero.
Therefore, the basic statement of equilibrium is that the internal and external forces must balance

each other: P-1=0.
la
Iy @%@ Iy

le

(a) External loads in a simulation. (b) Internal forces acting at a nade.
Figure C-4. Internal and External Loads on a Body [C-1]

It is important for the user to understand the difference between an analysis step, a load
increment, and iteration. The load history for a simulation consists of one or more steps. The
user defines the steps, which generally consist of an analysis procedure and loading. Different
BCs and analysis procedure options can be specified in each step. An increment is part of a step.
In nonlinear analyses, the total load applied in a step is broken into smaller increments so that the
nonlinear solution path can be followed. The user suggests the size of the first increment, and
ABAQUS automatically chooses the size of the subsequent increments. At the end of each
increment, the structure is in (approximate) equilibrium. An iteration is an attempt at finding an
equilibrium solution in an increment. If the model is not in equilibrium at the end of the
iteration, ABAQUS tries another iteration. With every iteration, the solution ABAQUS obtains
should be closer to equilibrium; sometimes ABAQUS may need many iterations to obtain an
equilibrium solution. When an equilibrium solution has been obtained, the increment is
complete. The nonlinear response of a structure to a small load increment, AP,, is shown in

figure C-5. ABAQUS uses the structure’s initial stiffness, AK,, which is based on its
configuration at U, and AP to calculate a displacement correction, C,, for the structure. Using C,

the structure’s configuration is updated to U,.
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Figure C-5. First Iteration in an Increment [C-1]

ABAQUS forms a new stiffness, K,, for the structure, based on its updated configuration, U,.
ABAQUS also calculates the structure’s internal forces, la, in this updated configuration. The
difference between the total applied load, P, and I, can now be calculated as R,= P-l,, where R,
is the force residual for the iteration. At every degree of freedom in the model, if Ry becomes
zero, point @ in figure C-5 would lie on the load-deflection curve, and the structure would be in
equilibrium. In a nonlinear problem, it is almost impossible to have R, equal zero. Hence,
ABAQUS compares the computed value to an initial tolerance. If R; is less than this force
residual tolerance, ABAQUS accepts the structure’s updated configuration as the equilibrium
solution. This tolerance value is set to 0.5% of an average force in the structure, averaged over
time. The spatially and time averaged force are automatically computed during the analysis. If
R, is less than the current tolerance value, Ry and P, are in equilibrium, and R, is a valid
equilibrium configuration for the structure under the applied load. This, however, is not the only
check performed by ABAQUS. The code also checks that the displacement correction, Cj, is
small, relative to the total incremental displacement, Au =u, —u,. Both convergence checks

must be satisfied before a solution is said to have converged for that load increment. The
exception to this rule is a linear increment, which is defined as any increment in which the
largest force residual is less than 107 times the time-averaged force. Another (or several)
iterations may be performed by ABAQUS if the solution from the iteration does not converge.
This second iteration uses the stiffness, K;, calculated at the end of the previous iteration together
with R, to determine another displacement correction, Cp that brings the system closer to
equilibrium.

For each iteration in a nonlinear analysis, the model stiffness matrix needs to be assembled and a
system of equations needs to be solved. Each iteration is equivalent to conducting a complete
linear analysis. For ease and efficient solution of nonlinear problems, ABAQUS automatically
adjusts the size of the load increments. Only an initial increment is suggested by the user.
ABAQUS applies all the loads defined in the first increment if no initial increment size is
suggested by the user. For problems with dominant nonlinearity, ABAQUS will have to reduce
the increment size repeatedly, resulting in wasted computer processing time. Hence, the user
should provide a reasonable initial increment size.



The number of iterations needed to find a converged solution for a load increment will vary,
depending on the degree of nonlinearity in the system. If the solution has not converged within
16 iterations, or if the solution appears to diverge, ABAQUS abandons the increment and starts
again with the increment size set to 25% of its previous value. ABAQUS then attempts to find a
solution with this smaller increment. This increment size is reduced repeatedly, in case
ABAQUS fails to obtain convergence. A maximum of five reductions of increment size for each
increment is performed before the analysis aborts.

The user may also add the INC parameter to specify the maximum number of increments
allowed during the step. ABAQUS terminates the analysis if more than the set-limit number of
increments is needed to complete the step. The default number of increments for a step is 100,
but if significant nonlinearity is present in the simulation, the analysis may require more
increments.

In a nonlinear analysis, a step takes place over a finite period of time. This time has no physical
meaning in a purely static solution (without inertial effects or rate-dependent behavior). The
data line on the procedure option used in the step specifies the initial time increment and the total
time for the step. For example

*STATIC
0.1, 1.0

L Total step tima (T

Iritial time increment (AT, 00 )

roral !

defines a static analysis that occurs over 1.0 unit of time and has an initial increment of 0.1.
These data also specify the proportion of load applied in the first increment. The initial load
increment is given by:

Alutat , | 6ad magnitude

total

The choice of initial time increment can be critical in certain nonlinear simulations, but for most
analyses, an initial increment size that is 5% to 10% of the total step time is usually sufficient.
The total step time is set to 1.0 in static simulations. With this time, 50% of the total load is
applied when the step time is 0.5. An analysis is terminated if a large number of cutbacks (due
to convergence problems) reduce the increment size below the minimum allowable time
increment, AT ., which is 10°° times the total step time. The user may want to specify different
minimum or maximum allowable increment sizes on the basis of the problem under
consideration.

C.4.12 LINEAR EQUATION SOLVERS.

Linear equation solution in ABAQUS is obtained by direct Gauss elimination method using a
sparse solver. This part of the analysis is often the most time-consuming. A large part of disk
space is consumed by the storage of the equations. If the system of equations has a sparse
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structure, a multifront technique is used that reduces the computational time. The sparse solver
can be executed in parallel to reduce the solution time for large problems.

C.4.13 BOUNDARY NONLINEARITY.

Many engineering problems involve contact between two or more components. In these
problems, a force normal to the contacting surfaces acts on the two bodies when they touch each
other. If there is friction between the surfaces, shear forces may be created that resist the
tangential motion (sliding) of the bodies. Contact simulations are typically conducted to identify
the areas on the surfaces that are in contact and to calculate the contact pressures generated.

Contact conditions are a special class of discontinuous constraint, because forces are applied
only when the two surfaces are in contact. When the two surfaces separate, no constraint is
applied. The finite element code has to be able to detect when two surfaces are in contact. Then
it must apply the required constraints. It must also detect separation of surfaces and enforce
subsequent removal of constraints.

The distance separating two surfaces is called the clearance. With zero clearance between the
surfaces, the contact constraint is applied. There is no limit in the contact formulation on the
magnitude of contact pressure that can be transmitted between the surfaces. The contact
constraint is removed when the contact pressure between the surfaces becomes zero or negative.
This surface interaction behavior is referred to as hard contact.

The change in contact pressure that occurs when a contact condition changes from open (positive
clearance) to closed (clearance equal to zero) sometimes makes it difficult to complete contact
simulations. In contact simulations, ABAQUS should detect contact at a particular point and
calculate sliding between the two contacting surfaces. Since this is a complex computation,
ABAQUS separates simulations based on the magnitude of sliding, namely small-sliding
analysis or finite-sliding analysis. Small sliding is difficult to define, but it is typically used to
refer to problems where a point contacting a surface does not slide more than a small fraction of
a typical element dimension. This is a relatively less expensive computation.

ABAQUS establishes the relationship between the slave nodes and the master surface at the
beginning of the simulation, as in the small-sliding analysis case. ABAQUS determines which
segment on the master surface will interact with each node on the slave surface. It maintains
these relationships throughout the analysis, never changing which master surface segments
interact with which slave nodes. If geometric nonlinearity is included in the model by using the
NLGEOM parameter on the *STEP option, the small-sliding algorithm accounts for any rotation
and deformation of the master surface and updates the load path through which the contact forces
are transmitted. In contrast to small sliding, the finite-sliding contact formulation requires that
ABAQUS constantly determine which part of the master surface is in contact with each slave
node. This results in a complex computation, whereby the level of complexity increases for the
contact between deformable bodies.

The analysis may need to take into account frictional resistance if the two interacting surfaces are

rough. Coulomb friction is a common friction model used to describe the interaction of
contacting surfaces. The model characterizes the frictional behavior between the surfaces using
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a coefficient of friction, 2 The product 4p, where p is the contact pressure between the two
surfaces, gives the limiting frictional shear stress for the contacting surfaces. The contacting
surfaces will not slip (slide relative to each other) until the shear stress across their interface
equals the limiting frictional shear stress, #p. For most surfaces, x is normally less than unity.
The solid line in figure C-6 summarizes the behavior of the Coulomb friction model: there is
zero relative motion (slip) of the surfaces when they are sticking (the shear stresses are
below up).

1 [zhesar stmss) slipping

Tt " =
sticking | )
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-

Figure C-6. Frictional Behavior [C-1]

Convergence problems are often caused by discontinuous stick-slip behavior. Since simulation
of ideal friction behavior is very difficult, a penalty friction formulation with an allowable elastic
slip, shown by the dotted line in figure C-6, is used by ABAQUS. The elastic slip is defined as
the small amount of relative motion between the surfaces that occurs when the surfaces should
be sticking. The penalty stiffness (the slope of the dotted line) is chosen automatically by
ABAQUS. This results in an allowable elastic slip that is a very small fraction of the
characteristic element length. For most applications, this penalty formulation is sufficient to
model any frictional behavior. When ideal stick-slip frictional behavior must be included (such
as fretting problems) the Lagrange friction formulation can be used. The Lagrange friction
formulation uses more computer resources because of additional variables imposed by ABAQUS
for each surface node with frictional contact. The Lagrange formulation also exhibits a slower
rate of convergence.

The inclusion of friction in a model adds unsymmetric terms to the system of equations being
solved. For values of y less than approximately 0.2, the magnitude and influence of these terms
are quite small and the symmetric solver is sufficient for the analysis. For higher coefficients of
friction, the unsymmetric solver is invoked automatically by ABAQUS, which improves the
convergence rate. The user has the flexibility of selecting the unsymmetric solver by including
the UNSYMM=YES parameter on the *STEP option. It should be noted, however, that the
unsymmetric solver requires twice as much computer memory and scratch disk space compared
to its symmetric counterpart.

ABAQUS uses a pure master-slave contact algorithm: nodes on one surface (the slave) cannot
penetrate the segments that make up the other surface (the master). The algorithm does not place
any restrictions on the master surface. The master surface can penetrate the slave surface
between slave nodes, as shown in figure C-7.
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Figure C-7. The Master Surface can Penetrate the Slave Surface [C-1]

The order of the two surfaces given in the *CONTACT PAIR option is very important. This
order determines which surface is the master surface and which is the slave surface. The first
surface is taken to be the slave surface, and the second is the master surface. The user must
carefully select the slave and master surfaces to achieve the best possible contact simulation.
Typically, the following rule applies: the slave surface should be the more finely meshed
surface, and if the mesh densities are similar, the slave surface should be the surface with the
softer underlying material.

First-order elements should be typically selected for the slave surface. Second-order elements
can cause problems in contact simulation. This is due to the way in which consistent nodal loads
are calculated for these elements for a constant pressure. The consistent nodal loads for a
constant pressure, P, on second-order, two-dimensional elements, with area A, are shown in
figure C-8.

Pressure, P
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Figure C-8. Equivalent Nodal Loads for a Constant Pressure on a Two-Dimensional, Second-
Order Element [C-1]

Important decisions are based by the contact algorithms, depending on the forces acting on the
slave nodes. The algorithms find it difficult to distinguish if the force distribution represents a
constant contact pressure or an actual variation across the element. Equivalent nodal forces for a
three-dimensional, second-order brick element prove to be more confusing because they do not
have the same sign for a constant pressure. This creates problems for the algorithm, especially
for nonuniform contact simulations. To avoid such problems, ABAQUS automatically adds a
mid-face node to any face of a second-order, three-dimensional brick or wedge element that
defines a slave surface. For a second-order element face with a mid-face node, the equivalent
nodal forces have the same sign for a constant pressure. They still differ considerably in
magnitude.
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The equivalent nodal forces for applied pressures on first-order elements always have a
consistent sign and magnitude. The contact algorithm, therefore, faces no ambiguity about the
contact state that a given distribution of nodal forces represents. If the geometry is complicated
and requires using an automatic mesh generator, the modified second-order tetrahedral elements
(C3D10M) in ABAQUS should be used. These elements are designed for use in complex
contact simulations. Regular second-order tetrahedral elements (C3D10) have zero contact force
at their corner nodes. This leads to poor predictions of the contact pressures. The modified
second-order tetrahedral elements can calculate the contact pressures accurately.

ABAQUS/Standard implements the Newton-Raphson technique for the contact algorithm. The
state of all contact pairs is examined: the start of each increment to establish whether slave
nodes are open or closed. In figure C-9, P denotes the contact pressure at a slave node and H
denotes the penetration of a slave node into the master surface. If a node is closed, ABAQUS
determines whether it is sliding or sticking. A constraint is applied by ABAQUS for each closed
node and any constraint is removed from any node where the contact state changes from closed
to open. An iteration is then carried out and the model configuration updated based on the
calculated corrections.

Begin increment

Determine
contact state

Remove Apply
constraint Perform |« constraint
iteration A
Point opens: Point closes:
— —»
severe P <0 Ch.eck changes H>0 severe
discontinuity In contact discontinuity
iteration iteration
No
changes
Check N
equilibrium 0
convergence

l Convergence

End
increment

Figure C-9. Contact Logic [C-1]
Before checking for equilibrium of forces or moments, checks are performed for changes in the

contact conditions at the slave nodes. Any node where the clearance after the iteration becomes
negative or zero has changed status from open to closed. Any node where the contact pressure
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becomes negative has changed status from closed to open. If any contact changes are detected in
the current iteration, ABAQUS labels it a severe discontinuity iteration and no equilibrium
checks are performed.

The contact constraints are modified to reflect the change in contact status after the first iteration.
A second iteration is then attempted by ABAQUS. This procedure is repeated until there are no
changes in contact status. This iteration becomes the first equilibrium iteration, and ABAQUS
performs the normal equilibrium convergence checks. Another iteration is performed if the
convergence checks fail. The internal count of equilibrium iterations is reset to zero for every
severe discontinuity iteration. This iteration count is used to determine if an increment should be
abandoned due to a slow convergence rate. The entire process is repeated until convergence is
achieved.

The user can separate the two types of iterations to see how well ABAQUS is coping with the
contact calculations and how well it is achieving equilibrium. If the number of severe
discontinuity iterations is high but there are few equilibrium iterations, ABAQUS is having
difficulty determining the proper contact conditions. Any increment needing more than 12
severe discontinuity iterations is abandoned and a cutback occurs. If there are no severe
discontinuity iterations, the contact state is not changing from increment to increment.

C.4.14 ABAQUS/EXPLICIT SOLVERS.

A wide variety of nonlinear solid mechanics problems can be solved with the ABAQUS/Explicit
dynamics procedure in ABAQUS. This method is sometimes complimentary to an
ABAQUS/Standard analysis (ABAQUS/Standard). From a user’s standpoint, the distinguishing
characteristics of the ABAQUS/Explicit and ABAQUS/Standard methods are:

. ABAQUS/Explicit methods require a small time increment size. The size depends on the
highest natural frequencies of the model and is independent of the type and duration of
loading. Simulations generally take on the order of 10,000 to 1,000,000 increments, but
the computational cost per increment is relatively small.

. In ABAQUS/Standard methods, increment size is generally determined from accuracy
and convergence considerations. ABAQUS/Standard simulations typically take orders of
magnitude fewer increments than ABAQUS/Explicit simulations. Since a global set of
equations must be solved in each increment in ABAQUS/Standard methods, the cost per
increment is far greater than an ABAQUS/Explicit method.

The ABAQUS/Explicit method is designed for solving high-speed dynamic events that require
many small increments to obtain a high-resolution solution. If the duration of the event is short,
the solution can be obtained efficiently. Formulation of contact conditions is extremely easy in
the ABAQUS/Explicit method and can be enforced on a node-by-node basis without iteration.
The nodal accelerations can be adjusted to balance the external and internal forces during
contact. The ABAQUS/Explicit method displays the lack of a global tangent stiffness matrix,
which is required with ABAQUS/Standard methods. Iterations and tolerances are not required
since the state of the model is advanced explicitly.



With the ABAQUS/Explicit method, the state of the model is advanced through an increment of
time, At. This is based on the state of the model at the start of the increment at time t. The
amount of time that the state can be advanced and still remain an accurate representation of the
problem is typically quite short. The increment will exceed a stability limit if it is larger than
this maximum amount of time. Exceeding the stability limit might lead to numerical instability
and, consequently, an unbounded solution. The stability limit has a great effect on reliability and
accuracy. Hence, a consistent and conservative estimate is necessary. For computational
efficiency, ABAQUS/Explicit chooses the time increments to be as close as possible to the
stability limit without exceeding it.

ABAQUS/Explicit adjusts the time increment size throughout the analysis so that the stability
limit, based on the current state of the model, is never exceeded. The stability limit is a
mathematical concept resulting from the numerical model. It is directly proportional to element
size and inversely proportional to the wave speed of the material. The wave speed of the
material, in turn, is directly proportional to the stiffness and, inversely, proportional to density.
Thus, the mass density influences the stability limit. Scaling the mass density can increase
analysis efficiency. Models might typically have regions containing few localized small or
poorly shaped elements that control the stability limit. By scaling the mass of only these
elements, the stability limit can be increased without affecting the overall dynamic behavior of
the model. There are two approaches used in mass scaling: the user can define a scaling factor
directly or define a desired element-by-element stable time increment for the elements whose
mass is to be scaled. However, the user should be cautious when employing mass scaling, since
significantly changing the mass of the model may change the physics of the problem.

The material model affects the stability limit through its effect on the dilatational wave speed. In
a linear material, the wave speed is constant. The only changes in the stability limit during the
analysis are a result of changes in the smallest element dimension during the simulation. In a
nonlinear material, such as a metal with plasticity, the wave speed changes as the material yields
and the stiffness of the material changes. The effective wave speed in the model is monitored by
ABAQUS/Explicit throughout the analysis, and the current material state in each element is used
for stability estimates. After yielding, the stability limit increased due to a decrease in the
stiffness.

Since the stability limit is roughly proportional to the shortest element dimension, it is
advantageous to keep the element size as large as possible. However, accurate analyses typically
require a fine mesh. To obtain the highest possible stability limit while using the required level
of mesh refinement, a uniform mesh should be used. Even a single, small, or poorly shaped
element can reduce the stability limit drastically.

C.4.15 COMPARISON OF ABAQUS/STANDARD AND ABAQUS/EXPLICIT SOLVERS.

ABAQUS/Explicit and ABAQUS/Standard are capable of solving a wide variety of problems.
The characteristics of ABAQUS/Standard and ABAQUS/Explicit procedures dictate which
method is appropriate for a given problem. For those problems that can be solved with either
method, the question of which analysis tool to use has a direct bearing on the efficiency with
which the problem is solved.



Each iteration in an ABAQUS/Standard analysis requires solving a large system of linear
equations. This leads to large computational and memory requirements. As the problem size
increases, the equation solver requirements grow very rapidly. The maximum size of an
ABAQUS/Standard analysis that can be solved on a given computer often is dictated by the
amount of disk space and memory available on the computer.

ABAQUS/Standard must iterate to determine the solution to a nonlinear problem. In contrast,
ABAQUS/Explicit determines the solution without iterating by explicitly advancing the
kinematic state from the previous increment. A static analysis may typically require a large
number of time increments using the ABAQUS/Explicit method. However, the analysis can be
more efficient and less expensive in ABAQUS/Explicit than using ABAQUS/Standard.
ABAQUS/Explicit requires much less disk space and memory than ABAQUS/Standard for the
same simulation.

Using the ABAQUS/Explicit method, the computational cost is proportional to the number of
elements and, roughly, inversely proportional to the smallest element dimension. Mesh
refinement, therefore, increases the computational cost by increasing the number of elements and
reducing the smallest element dimension.

There are certain static or nearly static problems that can be simulated well with either solver.
Typically, these problems would be solved with ABAQUS/Standard. But since they may have
difficulty converging because of contact or material complexities, ABAQUS/Explicit might be a
feasible option.

C.4.16 QUASI-STATIC ANALYSIS CONSIDERATIONS.

Obtaining the solution of quasi-static problems with ABAQUS/Explicit requires some special
considerations. A static solution is, by definition, a long-time solution. It is often
computationally impractical to analyze the simulation in its natural time scale since it would
require a large number of small increments. To obtain an economical solution, the event must be
accelerated in some way. As the event is accelerated, the state of static equilibrium evolves into
a state of dynamic equilibrium in which inertial forces become more dominant. The process
must be modeled in the shortest time period in which inertial forces are negligible.

Performing an analysis in natural time for a quasi-static process will probably produce accurate
static results. The user can increase the loading rate so that the same physical event occurs in
less time, as long as the solution remains nearly the same as the true static solution and dynamic
effects remain insignificant.

Applied loading in a quasi-static analysis should be as smooth as possible to obtain an accurate
solution. Stress waves can be caused by sudden, jerky movements leading to noise. Negligible
acceleration variations between increments, ensures smooth loading. If the acceleration is
smooth, it follows that the changes in velocity and displacement are also smooth. ABAQUS has
a simple, built-in type of amplitude called SMOOTH STEP that automatically creates smooth
loading amplitude. The user defines time-amplitude data pairs using *AMPLITUDE,
DEFINITION=SMOOTH STEP. ABAQUS/Explicit then automatically connects each of the
provided data pairs with curves. The first and second derivatives of the curves are smooth, and
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slopes are zero at each of the provided data points. Thus, the user can apply a displacement
loading with SMOOTH STEP using only the initial and final data points. (The intervening
motion will be smooth.) A quasi-static analysis can then be performed without generating waves
due to discontinuity in the rate of applied loading.

In a static analysis, the lowest mode of the structure usually dominates the response. Using the
period of the lowest mode, the user can estimate the time required to obtain the proper static
response. Typically, the user should increase the loading time to 10 times the period of the
lowest mode to be certain that the solution is truly quasi-static.

Artificially increasing the speed of forming events is necessary to obtain an economical solution.
The suggested approach to determining an acceptable velocity involves running a series of
analyses at various speeds. The user should perform the analyses from fastest to slowest, since
the solution time is inversely proportional to the velocity. The user should examine the results of
each analysis, specifically if the deformed shapes, stresses, and strains vary with speed. At some
point the solutions should converge to steady state. This is an indication that, as inertial effects
become less significant, differences in simulation results also become less significant.

Springback is often an important part of a forming analysis because the springback analysis
determines the shape of the final, unloaded part. Forming simulations can be simulated well
with ABAQUS/Explicit. However, springback poses some difficulties. The main problem with
performing springback simulations within ABAQUS/Explicit is the amount of time required to
obtain a steady-state solution. Typically, the loads must be removed very carefully, and damping
must be introduced to make the solution time reasonable.

Springback typically involves no contact and usually includes only mild nonlinearities. Hence,
ABAQUS/Standard can be wused to solve springback problems much faster than
ABAQUS/Explicit. The approach is to solve forming analysis in ABAQUS/Explicit and then
import the completed forming model from ABAQUS/Explicit into ABAQUS/Standard.

C.4.17 MASS SCALING.

Mass scaling enables an analysis to be performed economically without artificially increasing the
loading rate. For simulations involving a rate-dependent material or rate-dependent damping,
such as dashpots, the solution can be obtained economically only with mass scaling. Increasing
the loading rate is not an option in such cases. This is because material strain rates increase by
the same factor as the loading rate. As the properties of the model change with the strain rate,
artificially increasing the loading rate artificially changes the process.

C.4.18 ENSURING QUASI-STATIC ANALYSIS RESULTS.

The most standard means of evaluating whether or not a simulation is producing an appropriate
quasi-static response involves studying the various model energies. The following is the energy
balance equation in ABAQUS/Explicit:

E, + E, + E + E;p, — E, =constant (C-4)
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where E; is the internal energy (both elastic and plastic strain energy), Ey is the energy absorbed
by viscous dissipation, Exg is the kinetic energy, Erp is the energy absorbed by frictional
dissipation, and Ey is the work of external forces.

In a quasi-static analysis, the work applied by the external forces is nearly equal to the internal
energy of the system. The viscously dissipated energy is generally small, unless viscoelastic
materials, discrete dashpots, or material damping are used. Inertial forces are negligible in a
quasi-static analysis because the velocity of the material in the model is very small. These
conditions imply that the kinetic energy in the analysis should be very small. The kinetic energy
of the deforming material should not exceed a small fraction (typically 5% to 10%) of its internal
energy throughout most of the process.

A global energy balance is reported by ABAQUS at the end of the analysis. This includes the
kinetic energy of any rigid body with mass. The deformable bodies are of interest when
evaluating the results. Hence, the kinetic energy of the rigid bodies should be subtracted from
the total energy in the system when evaluating the energy balance.

C.4.19 CONTACT FORMULATION.

Contact constraints are imposed by the penalty method in ABAQUS/Explicit for general contact.
This method searches for node-into-face and edge-into-edge penetrations in the current
configuration. An automatic value of the penalty stiffness is chosen automatically by
ABAQUS/Explicit. This ensures that the effect on the time increment is minimal, yet the
penetration is not significant. The user can override this penalty stiffness by specifying a penalty
scale factor or a softened contact relationship. A kinematic contact formulation is imposed for
the contact pair algorithm. This achieves precise compliance with the contact conditions using a
predictor/corrector method. At first, the increment proceeds under the assumption that contact
does not occur. At the end of the increment, if ABAQUS detects an overclosure, the acceleration
is modified to obtain a corrected configuration. In this configuration, the contact constraints are
enforced. The normal penalty contact method can also be enforced for contact pairs. This
method can model some types of contact that the kinematic method cannot. When the penalty
contact formulation is used, equal and opposite contact forces with magnitudes equal to the
penalty stiffness times the penetration distance are applied to the master and slave nodes at the
penetration points.

In the pure master-slave approach, one surface is the master surface and the other is the slave
surface. As the two bodies come into contact, the penetrations are detected and the contact
constraints are applied according to the constraint enforcement method (kinematic or penalty).
Regardless of the method, pure master-slave weighting resists only penetrations of slave nodes
into master facets. Penetrations of master nodes into the slave surface can go undetected, as
shown in figure C-10. This can be avoided by sufficient mesh refinement of the slave surface.
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Figure C-10. Penetration of Master Nodes Into Slave Surface With
Pure Master-Slave Contact [C-1]

slave
suriace

The balanced master-slave contact (figure C-11) approach applies the pure master-slave
approach twice. It reverses the surfaces on the second pass. One set of contact constraints is
obtained with surface 1 as the slave, and another set of constraints is obtained with surface 2 as
the slave. A weighted average of the two computations gives the acceleration corrections or
forces.

Figure C-11. Balanced Master-Slave Contact Constraint With Kinematic Compliance [C-1]

This balanced approach minimizes the penetration of the contacting bodies, resulting in greater
solution accuracy. The user can specify weight of the average for balanced master-slave contact
with the contact pair algorithm using the WEIGHT parameter on the *CONTACT PAIR option.
The default weight is 0.5. This results in the same weight being used for each acceleration
correction. Setting WEIGHT to 1.0 specifies a pure master-slave relationship with the first
surface as the master surface. Conversely, a weight of zero indicates that the second surface is
the master surface.

The balanced master-slave approach does not require high mesh refinement on the slave surface.
Mesh refinement is generally most important with pure master-slave contact between deformable
and rigid bodies. Figure C-12 shows an example of the penetration that can occur if the slave
surface is meshed poorly in comparison to the dimensions of the features on the master surface.
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Figure C-12. Example of Inadequate Slave Surface Discretization [C-1]

Any initial overclosures are removed by ABAQUS/Explicit by adjusting the undeformed
coordinates of nodes on contact surfaces. The balanced master-slave approach adjusts both
surfaces, and the pure master-slave approach adjusts only the slave surface. No initial strain or
stress is caused by displacements associated with these adjustments. In case of conflicting
constraints, initial overclosures may not be completely resolved by repositioning nodes. Severe
mesh distortions can result near the beginning of an analysis when the contact pair algorithm is
used.

Subsequently, steps in any nodal adjustments to remove initial overclosures cause strains that can
cause severe mesh distortions because the entire nodal adjustments occur in a single, very brief
increment, leading to large values of acceleration. Such a large acceleration applied to a single
node typically will cause ABAQUS to warn about the deformation speed exceeding the wave
speed of the material and warn about severe mesh distortions. It is very important that any
additional new contact surfaces that the user defines are not overclosed.

A common case of initial overclosure of two surfaces is shown in figure C-13. All the nodes on
the contact surfaces lie exactly on the same arc of a circle. The mesh of the inner surface is finer
than the outer surface, and the element edges are linear. Both these reasons cause some nodes on
the finer, inner surface to initially penetrate the outer surface.

Figure C-13. Original Overclosure of Two Contact Surfaces [C-1]

Figure C-14 shows the initial, strain-free displacements applied to the slave surface nodes by
ABAQUS/Explicit for the pure master-slave approach. This geometry is stress-free. The default
balanced master-slave approach causes a different initial set of displacements that results in a
mesh that is not entirely stress-free.
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Figure C-14. Corrected Contact Surfaces [C-1]

C.4.20 SPECIAL ANALYSIS TECHNIQUES.

The following sections briefly describe two common and important analysis techniques available
in ABAQUS.

C.4.20.1 Transferring Results Between ABAQUS/Standard and ABAQUS/Explicit.

ABAQUS provides the capability to import a deformed mesh and its associated material state
from ABAQUS/Standard into ABAQUS/Explicit and vice versa. New model information can be
specified during the import analysis. For analysis with several stages, this capability proves to
be extremely useful for problems. Contact definitions specified in the original analysis and the
contact state are not imported. Contact can be defined again in the import analysis by specifying
the surfaces and contact pairs. The user cannot use the exact contact definitions that were used
in the original analysis. This is due to the differences in the contact capabilities between
ABAQUS/Standard and ABAQUS/Explicit. When the first step in the ABAQUS/Standard
import analysis is a *STATIC procedure, the imported stresses are defined at the start of the
analysis as the initial stresses in the material. Then an additional set of artificial stresses is
defined at each material point. These stresses are equal in magnitude to the imported stresses but
are of opposite sign. The sum of the material point stresses and the artificial stresses creates zero
internal forces at the beginning of the step. The internal artificial stresses are ramped off linearly
in time during the first step. Thus, at the end of the step, the artificial stresses have been
removed completely and the remaining stresses in the material will be the residual stress state
associated with static equilibrium. Once static equilibrium has been obtained, subsequent steps
can be defined using any analysis procedure.

C.4.20.2 Specifying Initial Conditions.

Initial conditions are specified for particular nodes or elements, as appropriate. The user can
provide the required data on the data lines of the *INITIAL CONDITIONS option, in an external
input file, by a user subroutine or by the results file of a previous ABAQUS analysis. When
initial stresses are given, the initial stress state may not be an exact equilibrium state for the finite
element model. Therefore, the user should include an initial step to allow ABAQUS to check for
equilibrium and iterate, if necessary, to achieve equilibrium. It might happen that the
equilibrating step does not converge. This indicates that the initial stress state is far from
equilibrium with the applied loads and that significantly large deformations could be generated.
In such cases, the user should recheck the specified initial stresses and loads.
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C4.21 OVERCOMING CONVERGENCE PROBLEMS.

The following sections briefly describe the techniques that can be applied to large-deformation
contact simulations exhibiting convergence problems.

C.4.21.1 Analysis Completed but Gross Penetration of Surfaces.

When a coarsely discretized surface is used as a slave surface, the master surface nodes can
grossly penetrate the slave surface. To define contact accurately, use a refined mesh to create the
slave surface.

C.4.21.2 Contact Oscillating in Severe Discontinuity Iterations.

Use *CONTACT DAMPING to activate viscous damping between contact surfaces.
ABAQUS/Standard activates viscous damping in the contact direction at all slave nodes. The
viscous damping acts across the clearances of all slave nodes of the contact pair, using a
damping coefficient calculated automatically so that a smooth motion is obtained. Roughly,
initial contact should be obtained in the first part of the step, and in the second part of the step,
damping is reduced continuously to zero while contact continues to be established. As a result,
at the end of the step, all viscous forces introduced by this option are removed.

C.4.21.3 Analysis Aborts Because of Initial Overclosures.

Whenever a node involved in contact is penetrating its master surface, ABAQUS tries to resolve
the overclosure in a single increment. If the overclosure occurs during the simulation and is so
severe that a converged solution cannot be obtained, ABAQUS will cut back on the increment
size in an attempt to reduce the magnitude of the overclosure. However, if the overclosure is
present at the start of the analysis, cutting back the increment size will not solve the problem. In
this case, use the *CONTACT INTERFERENCE option to allow ABAQUS to resolve the
excessive overclosure gradually during the first step of the analysis.

C.4.21.4 Avoiding Premature Cutbacks in Difficult Analyses.

Sometimes it is useful to increase both |y (equilibrium iterations to determine whether residuals
are increasing) and Ig (equilibrium iteration at which a logarithmic convergence check begins).
These data items can be raised to more appropriate values for severely discontinuous problems
by increasing them individually on the *CONTROLS option.

C.4.21.5 Improving Solution Efficiency in a Problem That Involves a High Coefficient of
Friction.

The solution efficiency can sometimes be improved in an analysis that involves a high
coefficient of friction by using both *CONTROLS, ANALYSIS=DISCONTINUOUS and
*STEP, UNSYMM=YES.
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C.4.21.6 Severe Discontinuity Iterations.

A severe discontinuity in a model’s behavior is caused by a change in contact conditions (a gap
or interface opening or closing) and by friction changing from slipping to sticking. In static
analysis, a severe discontinuity forces iteration with the contact conditions changed. A limit, I,
is placed on the number of iterations caused by severe discontinuities in an increment. If more
than g iterations are required for severe discontinuities, the increment is begun again with a time
increment size of Dg, times the abandoned increment size (for automatic time incrementation). If
fixed-time incrementation was chosen, the analysis terminates with an error message. The
values of Is and Ds are defined on the first and second data lines, respectively, of the
*CONTROLS, PARAMETERS=TIME INCREMENTATION option.

C.4.21.7 Accuracy of Solution Versus Convergence.

The default control parameters defined in ABAQUS are designed to provide reasonably optimal
solutions to complex problems involving combinations of nonlinearities as well as efficient
solutions of simpler nonlinear cases. However, the most important consideration in the choice of
the control parameters is that any solution accepted as “converged” is a close approximation to
the exact solution of the nonlinear equations. The *CONTROLS, PARAMETERS=FIELD
option allows many control parameters to be reset. If this option is used to define less strict
convergence criteria, the risk that results may be accepted as converged when they are not
sufficiently close to the exact solution of the system. Caution should be used when resetting
solution control parameters. Lack of convergence is often due to modeling issues, which should
be resolved before changing the accuracy controls.

C.4.21.8 Excessive Element Distortion.

Use DISTORTION CONTROL=YES to activate a constraint that acts to prevent negative
element volumes or other excessive distortion for crushable materials. The DISTORTION
CONTROL parameter is not relevant for linear kinematics and cannot prevent elements from

being distorted due to physically unrealistic deformation. This parameter is available only in the
ABAQUS/Explicit solver.

C.4.21.9 Negative Eigenvalues.

Negative eigenvalue messages indicate a lack of stability of the model with the tangent stiffness
matrix not being positive definite. Typically, these messages mean that a buckling or bifurcation
load has been exceeded. In many cases, negative eigenvalues might be because one part of the
assembly is not restrained and rigid-body motions exist in the model. The presence of negative
eigenvalues does not necessarily mean that the analysis will not converge, though it may lead to
convergence difficulties.
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C.4.21.10 ABAQUS Version 6.4-1 Versus Version 6.4-4.

Performing large distortion analyses with hyperelastic materials might be a problem in version
6.4-1. The riveting analysis with sealant (discussed in detail earlier) modeled with a hyperelastic
material aborted in version 6.4-1. The exact analysis run in version 6.4-4 was successful.

C.4.21.11 Difficulties in Contact Convergence.

If the model has sharp corners on the contact surfaces, smooth the surface. Nodes on the slave
surface can be caught in folds in the master surface, causing convergence difficulties when the
surrounding elements deform to take this into account. The elements making up the slave
surface should be small enough to resolve the geometry. A rough guideline is to use 10 elements
around a 90° corner. If the physical problem has a sharp concave fold, two separate surface
definitions should be used. Sharp convex folds cannot be modeled with a reasonable finite
element mesh. Smooth the fold with a radius larger than the element size on the slave surfaces.

C4.21.12 ABAQUS Version 6.4-4 Versus Version 6.5.

Solving large distortion analyses with hyperelastic materials might be a problem in version 6.5.
The riveting analysis with sealant (discussed in detail earlier) modeled with a hyperleastic
material, aborted in version 6.5. The same analysis run was successful in version 6.4-4. The
simultaneous use of balanced master-slave contact with no separation assumed between the
contact surfaces for the hyperelastic material might be causing the model to become unstable in
6.5. Successful completion of the job in 6.4-4, without surface penetration or considering
ABAQUS/Explicit “noise,” might be attributed to bugv63 4767 in version 6.5.

C.4.21.13 Importing Models in ABAQUS Version 6.4.

ABAQUS 6.4 does not allow for importing analysis results between ABAQUS/Standard and
ABAQUS/Explicit if the model is defined as an assembly of part instances. The user needs to
implement the command given below to generate an input file independent of part and assembly
options to carry out the import.

Command: m = mdb.models['Model-1'].setValues(noPartsInputFile=ON)
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APPENDIX D—ARCHIVE OF LAP JOINT FAILURES

The following presents a summary of the damage observed in 16 other tested lap joints. Figures
D-1 through D-17 show, at a minimum, the faying surface and the fracture surface of the failed
holes.

Figure D-1. Specimens Cut for Damage Characterization
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Figure D-2. Damage Characterization of Specimen 02

Lap Joint 02: B26S

Cycles to failure: 125,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface crack origin.

Circumferential groove observed in hole.



Figure D-3. Damage Characterization of Specimen 04

Lap Joint 04: U26S

Cycles to failure: 80,000

Macroscopic Observations:

No significant fretting at hole edge on faying surface.
Faying surface crack origin, possible hole surface origin.
Circumferential groove observed in hole.
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Figure D-4. Damage Characterization of Specimen 07

Lap Joint 07: O026S

Cycles to failure: 100,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface crack origin.

Circumferential groove observed in hole.



Figure D-5. Damage Characterization of Specimen 08

Lap Joint 08: 026S

Cycles to failure: 125,000

Macroscopic Observations:

Some fretting at hole edge on faying surface. Scratches on specimen due to possible damage.
Faying surface crack origin.

Circumferential groove observed in hole.
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Figure D-6. Damage Characterization of Specimen 10

Lap Joint 10: B95S

Cycles to failure: 144,000

Macroscopic Observations:

Some fretting at hole edge on faying surface. Scratches on faying surface due to possible
specimen damage.

Multiple faying surface crack origin, possible hole surface origin.

No circumferential groove observed in hole.



Figure D-7. Damage Characterization of Specimen 11

Lap Joint 11: B95S

Cycles to failure: 145,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface crack origin.

No circumferential groove observed in hole.
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Figure D-8. Damage Characterization of Specimen 13

Lap Joint 13: U95S

Cycles to failure: 60,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface origin and hole surface origin.
No circumferential groove observed in hole.
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Figure D-9. Damage Characterization of Specimen 14

Lap Joint 14: U95S

Cycles to failure: 81,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface origin and hole surface origin.
No circumferential groove observed in hole.
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Figure D-10. Damage Characterization of Specimen 16

Lap Joint 16: O95S

Cycles to failure: 140,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface origin.

Circumferential groove observed in hole.



Figure D-11. Damage Characterization of Specimen 17

Lap Joint 17: O95S

Cycles to failure: 160,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.

Exact crack origin difficult to determine. Possible faying surface slightly near hole.
No circumferential groove observed in hole.
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Figure D-12. Damage Characterization of Specimen 19

Lap Joint 19: S95P

Cycles to failure: 150,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface origin and hole surface origin.
No circumferential groove observed in hole.



Figure D-13. Damage Characterization of Specimen 20

Lap Joint 20: S95P

Cycles to failure: 104,000

Macroscopic Observations:

No significant fretting at hole edge on faying surface.
Faying surface origin.

Circumferential groove observed in hole.



Figure D-14. Damage Characterization of Specimen 22

Lap Joint 22: U95P

Cycles to failure: 42,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Hole surface origin.

Circumferential groove observed in hole.
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Figure D-15. Damage Characterization of Specimen 23

Lap Joint 23: U95P

Cycles to failure: 52,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Hole surface origin.

Circumferential groove observed in hole.



Figure D-16. Damage Characterization of Specimen 26

Lap Joint 26: O95P

Cycles to failure: 130,000

Macroscopic Observations:

Some fretting at hole edge on faying surface.
Faying surface origin.

Circumferential groove observed in hole.
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Figure D-17. Damage Characterization of Specimen 27

Lap Joint 27: O95P

Cycles to failure: 123,000

Macroscopic Observations:

No significant fretting at hole edge on faying surface.
Faying surface origin. Possible hole surface origin.
Circumferential groove observed in hole
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