
Repair Assessment Procedure and
Integrated Design

RAPID
Version 2.1

Analysis Methods Document
May 1998



RAPID Disclaimer

The development of the RAPID software program was funded by the Federal Aviation
Administration (FAA) and the United States Air Force (USAF) and is provided to the user as is.
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1.  Introduction

This document describes technical details of the analysis methodology used in the static and
damage tolerance analysis modules of the Repair Assessment Procedure and Integrated Design
(RAPID) Version 2.1 program.  In this document, the static strength analysis method for repaired
fuselage skin is first described.  Next, a description of the damage tolerance analysis method is
provided which includes the prediction of crack growth and residual strength and the calculation
of inspection threshold and interval.  This document also includes descriptions of the methods
developed for the damage tolerance analysis of common repairs including a repair near another
repair, repairs at stiffeners, and repairs over splice joints.  Flow charts of static and damage
tolerance analysis methods are provided.  In the companion document, RAPID User Manual,
installation and usage instruction are provided for RAPID Version 2.1.

RAPID is a repair tool that performs the static strength and damage tolerance analysis of aircraft
fuselage skin repairs.  The tool assists the user in assessing mechanically fastened fuselage skin
repairs with up to two doublers.  The static analysis determines if the doublers and fasteners are
statically adequate, and the damage tolerance analysis yields the residual strength, the crack
growth life, and the inspection intervals for maintenance schedule of the repair.

2.  Static Module

Typical repairs of cracking and accidental damage on the fuselage of commercial aircraft
generally involve removing the damaged skin area and replacing it with repair doublers.  The
repair doublers are mechanically fastened to the skin around the skin cutout.  To assess the static
strength of fuselage skin repairs, three independent criteria are used to evaluate the margins of
safety.

2.1  The Repair Doubler Allowable and Margin of Safety

To assess the strength restored by the repair, the margin of safety of repair doublers is calculated
as

Margin of Safety
P

P
1

d u

d

= −

where Pdu, the doubler force allowable per inch, is calculated using the equation

P F td u t u
1

N

D= ∑

in which Ftu and tD are the ultimate tensile strength of the doubler material and the thickness of
each repair doubler, respectively,  and N is the total number repair doublers.

The skin internal force per inch, Pd , is calculated using the equation
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P td u s
1

L

= ∑σ

where σu and ts are the design ultimate tensile stress of the skin material and the thickness of
each skin layer, respectively,  and L is the total number skin layers.

2.2  The Fastener Joint Allowable and Margin of Safety

In the vicinity of a skin repair, skin stresses are transferred to the repair doublers through the
fasteners via fastener shear and hole bearing.  The fastener with the skin and repair doubler(s)
represents a fastener joint.  This joint as a whole can only transfer a certain amount of load until
it fails.  The point at which this fastener joint fails is the joint allowable.  The calculation of the
joint allowable is based upon two loading conditions, fastener shear and hole bearing.  Two hole
types also have to be considered when determining the joint allowable, straight shank and
countersunk.

2.2.1  Fastener Joint Allowable in Straight Shank Holes

Straight shank holes are used for protruding head fasteners and for the layers of the repairs that
have a flush head fastener installed but are not countersunk.  The joint allowable is the lower of
the shear allowable or the hole bearing allowable.  An allowable is calculated for each layer of
the skin and repair doubler that the fastener goes through.

The single shear allowable for straight shank holes is calculated using the following equation

P  =  F   A   Ssu su f× × CF1

The double shear allowable for straight shank holes is calculated using the following equation

P  =  2  F   A   S  su su f× × × CF2

In both equations, Fsu is the ultimate shear strength of the fastener material, Af is the cross-
sectional area of each fastener, SCF1 is the single shear correction factor and SCF2 is the double
shear correction factor.  SCF1 and SCF2 are used only for solid rivets and are found in MIL-
Handbook 5F Table 8.1.2.1(b).

The hole bearing allowable for the straight shank hole is calculated using the following equation

P F  d  tb r u  bru= × ×

in which Fbru is the ultimate bearing stress of the plate (skin or doubler) material, d is the
fastener hole diameter, and t is the thickness of that layer.  Currently, the Fbru is the case from
E/D (edge distance to hole diameter) equal to 2.0.
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The joint allowable for a particular fastener installed in a particular material and thickness and in
a particular hole condition is the lower of Psu or Pbru.  The joint specific joint allowable is Pjoint.

2.2.2  Fastener Joint Allowable in Countersunk Holes

The fastener joint allowable for countersunk holes is different from the straight shank holes.  The
joint allowables for countersunk holes are determined by tests as outlined in MIL-Handbook 5F
Section 8.  The joint allowables are tabulated in MIL-Handbook 5F Section 8.

2.2.3  Fastener Joint Margin of Safety

The fastener joint margin of safety is determined using the total fastener joint allowable in the
skin layers and repair doubler layers, and this is done for each side of the repair.  The total
fastener joint allowable is determined using the following equation

( )P Ptotal joint n
n=1

K

= ∑

in which Ptotal is the total fastener joint load, Pjoint is the fastener joint load for the nth fastener and
K is the number fasteners.  Ptotal is determined for each skin and repair doubler layer for each side
of the repair.  If multiple skin layers are present, then the fastener joint allowable for each layer in
the skin is added together for the Ptotal for the skin layers.  If multiple-repair doubler layers are
present then the fastener joint allowable for each repair doubler layer is added together for the
Ptotal for the repair doublers.

After Ptotal is determined for the skin layers and repair doubler layers for each side, then the
values of the skin layers and repair doubler layers are compared.  The smaller of the two is the
fastener joint allowable for that side of the repair and is used in determining the margin of safety
for the fastener joints.

An applied load is needed to determine a margin of safety.  That load is the ultimate applied load
to the structure, or if that is not known, then it is based on the tensile ultimate strength of the
material (Ftu).  This applied load (Papplied) is calculated using the following equation

( )P l tapplied u s n
n=1

L

= ∑ σ

where σu  is the design ultimate tensile stress or the tensile ultimate skin strength, ts is the
thickness of each skin layer, l is the length of damage treatment (cutout, blendout, etc.) normal to
the fastener load direction, and L is the number of skin layers.  The margin of safety is given by
the following equation

Margin of Safety
P

P
1total

applied

= −
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2.2.4  Shear Margin of Safety

The shear margin of safety of the repair is calculated using the following equation

Margin of Safety =  

(F  *  thickness)
i=1

(F  *  thickness )
k

 1 
su doublers

number of layers

su skin

number of layers

∑

∑
=

−

1

where FSU  is the ultimate shear strength of the skin or doubler material.  The equation is used for
each side of the repair.

2.3  Margin of Safety

The margins of safety (MS) based on the repair doubler allowable and the fastener joint
allowables are calculated to determine the adequacy of the repair.

MS < 0: Repair is statically inadequate
MS = 0: Repair is marginally adequate
MS > 0: Repair is statically adequate
 
For repairs that are statically inadequate and marginally adequate, the repair should be
redesigned.

2.4  The Stiffness Check of the Repair

The stiffness ratio between the repair doublers and the skin layers is calculated using the
following equation

Stiffness Ratio =
( )

( )
  

T  *  E

T  *  E

 
repair doubler

i = 1

number of layers

skin skin
k = 1

number of layers

∑

∑

The repair is considered adequate if the ratio is between 1.0 and 1.5.  The repair is too stiff when
the value is greater than 1.5 and not stiff enough when it is less than 1.0.

2.5  The Fastener Bending Check of the Repair

The fastener bending is checked using the following equation:

thickness of stack-up layers

fastener diameter
Q =
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The parameter Q is the fastener bending indicator.  For aluminum fasteners, the bending is
impertinent when Q is less than 2.0.  For steel and titanium fasteners, there is no constraint for
typical fuselage repairs.

2.6 The Inter-Rivet Buckling Guideline

To avoid inter-rivet buckling in the repaired skin, the fastener spacing should be four to six times
the diameter of the fastener shank diameter.  This guideline is addressed in the Generic
Engineering Guidelines of the Advisory System.

3.  Damage Tolerance Module

The damage tolerance of a repaired skin is the ability of that repaired skin to resist failure due to
the presence of cracks for a specified period of unrepaired usage of the aircraft.  In essence, for a
repaired skin to be damage tolerant, the repair must be designed so that the residual strength
never falls below a specified level.  An inspection schedule must be defined to ensure this.
Hence, both residual strength and fatigue crack growth life need to be predicted.  The inspection
threshold or the first inspection after the installation of the repair and the frequency of follow-up
inspections must be specified.  In the following, requirements for damage tolerance analysis
methods are addressed first and then the calculation of inspection threshold and inspection
intervals are presented.

3.1  Crack Growth Analysis

Initial crack locations, crack lengths, and the subsequent crack growths need to be assumed to
perform the crack growth analysis of a repaired skin.  Elements needed for the crack growth
analysis include

• Load transfer at critical fastener locations
• Initial crack and subsequent damage assumptions
• Crack growth rate data of the material
• Stress-intensity factors of relevant crack configurations
• Stress spectra and/or equivalent stress
• Crack growth life prediction methods

3.1.1  Load Transfers at Critical Fastener Locations

The crack growth life prediction of a repaired skin requires an accurate estimate of the load
transfer along the critical fastener row and the skin stresses before and after load transfers.  The
data needed to make these estimates have been obtained for the three baseline repairs shown in
figure 1 using a two-dimensional finite element analysis.  Appendix A describes details of the
database development.  The effect on load transfers in a baseline repair due to the presence of an
adjacent baseline repair is provided in appendix E.  The database development for load transfer
in repairs at stiffeners and repairs over splice joints is described in appendices F and G,
respectively.
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Type I Repair Type II Repair Type III Repair

Figure 1.  Three Baseline Repairs

3.1.2  Initial Crack and Subsequent Damage Assumptions

In RAPID, three initial damage configurations are considered.  Based on the two-dimensional
analysis of the three baseline repairs, the load transfer at the corner fasteners is higher than that at
other fasteners along the critical fastener row.  It is rational to postulate an initial crack at the
corner fastener hole.  Since, a crack initiating at the center fastener hole can be critical because
the crack may be hidden from visual inspection before it reaches the critical length.  The initial
lengths are assumed to be 0.05″ for the primary crack and 0.005″ for the secondary crack as
shown in figure 2.

Case 1A Single Through Crack Emanating From the Center Fastener Hole

Case 2Two Asymmetric Through Cracks Emanating From the Center Fastener Hole

Case 3A Single Through Crack Emanating From the Corner Fastener Hole

Figure 2.  Initial Crack Configurations

Subsequent crack growth assumptions for each case are schematically illustrated in figure 3.

Primary Crack
  ap = 0.05″

Primary Crack
  ap = 0.05″

Primary Crack
   ap = 0.05″

Secondary Crack
     as = 0.005″
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Case 1The Crack Grows Towards the Adjacent Hole.  When the crack tip grows into
the adjacent hole, two through cracks equal to 0.005″ are assumed to exist

instantaneously, one at each opposite side of the outer holes.

Case 2The Cracks Grow Towards the Adjacent Holes.  A through crack equal to
0.005″ is assumed to exist instantaneously at the opposite side of the hole when a crack

tip grows into the hole.

Case 3The Crack Grows Towards the Adjacent Hole.  A through crack equal to
0.005″ is assumed to exist instantaneously at the opposite side of the hole when a crack

tip grows into the hole.

Figure 3.  Subsequent Crack Growth

The initial crack and subsequent damage assumptions are applied to both longitudinal and
circumferential cracks.

In general, the crack growth analysis is performed for cracks initiating at the center and two
corner fastener locations on all four sides of the repair.  When the repair is symmetric, the
analysis is performed only for cracks initiating at the center and one corner fastener locations.

3.1.3  Crack Growth Rate Data

The crack growth rate baseline data in the form of da/dN (crack increment per stress cycle) vs.
∆K (range of the stress-intensity factor) are normally obtained experimentally from constant
amplitude coupon tests for the material and are normally documented in a tabular form.  The
tabulated data can be used directly in the crack growth calculation using the cycle-by-cycle
method.  In RAPID, the following da/dN vs. ∆K tabular data of thirteen materials are included in
the material database.

a = 0.005″

a = 0.005″

a = 0.005″
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(1) 2024-T3 Clad Sheet, -T42 Bare Sheet, L-T RT LA DW
(2) 2024-T3 Clad Sheet, -T42 Bare Sheet, T-L RT LA DW
(3) 2024-T351 Plate, -T3511 Extrusion, L-T RT LA DW
(4) 7050-T7452 Forging, L-T T-L LA RT
(5) 7050-T74511, -T76511 Extrusion, L-T RT LA DW
(6) 7050-T74511 Extrusion, L-T RT STW
(7) 7050-T7651, -T7451 Plate, L-T T-L RT LA DW
(8) 7050-T76511 Extrusion, L-T RT STW
(9) 7475-T7351 Plate, L-T LA RT
(10) 7475-T7651 Plate, L-T LA RT DW
(11) 7475-T761 Clad Sheet, L-T RT LA DW
(12) 7075-T6 Clad Sheet, L-T RT LA
(13) 2014-T6 Sheet, T=0.05 L-T RT LA 10 HZ

where

L-T: longitudinal-transverse material orientation
T-L: transverse-longitudinal material orientation
RT: room temperature test condition
LA: laboratory air environmental test condition
DW: distilled water environmental test condition
STW: sump tank water environmental test condition

RAPID also provides the user with direct input of da/dN tabular data or Walker’s coefficients.
The input format of the da/dN tabular data is described as follows.

1
3 30 (2024-T3 CLAD SHEET,-T42 BARE SHEET, L-T RT LA DW)
0.05 0.40 0.80
0.100E-31 0.100E-07 0.300E-07 0.500E-07 0.700E-07 0.800E-07 0.100E-06 0.200E-06
0.300E-06 0.500E-06 0.800E-06 0.100E-05 0.200E-05 0.500E-05 0.800E-05 0.100E-04
0.200E-04 0.400E-04 0.800E-04 0.100E-03 0.200E-03 0.500E-03 0.100E-02 0.300E-02
0.800E-02 0.200E-01 0.500E-01 0.100E+00 0.200E+00 0.100E+01
2.8990 2.9000 2.9010 3.0000 3.2000 3.3000 3.6000 4.7500
5.5000 6.2000 6.6000 6.8000 8.0000 10.1000 12.2000 13.2500

16.9000 20.0000 24.2000 25.6000 29.6000 36.0000 41.0000 50.5000
61.0000 70.0000 78.0000 87.0000 92.0000 93.0000
2.3480 2.3490 2.3500 2.3600 2.5000 2.6000 2.8800 3.9000
4.5000 5.1500 5.7000 6.0000 7.0000 8.7500 9.9000 10.5000

13.2500 16.0000 19.5000 21.0000 24.5000 29.0000 33.5000 41.5000
48.0000 51.0000 54.0000 56.5000 57.0000 58.0000
1.7490 1.7500 1.7600 1.7700 1.8200 1.8750 2.0500 2.8500
3.4000 4.0000 4.5000 4.8000 5.6000 7.0000 8.0000 8.4000
9.9000 11.5000 13.0000 13.5000 15.3000 18.0000 19.8000 20.0000

20.0010 20.0020 20.0030 20.0040 20.0050 20.0060

Line 1

Line 4

Line 8

Line 12

Line 16
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Table 1.  Crack Growth Rate Data Input Designation

Line Acronym Type Definition
1 NMAT Integer The material number that corresponds with the material

number containing the Walker’s C, p and q values
2 MRATIO Integer The first integer number is the number of different ratio

values in line 3; the maximum value is 10
2 MVALUE Integer The second integer value is the number of da/dN values in

lines 4-7, and ∆K values in lines 8-11, 12-15, and 16-19; the
maximum value is 40

2 - - Description of the material;  optional
3 RATIOV Real The different ratio values in ascending order; there are

MRATIO values
4-7 DADN Real The da/dN values; there are MVALUE values for this y-axis

8-11,
12-15,
16-19

DELTAK Real The ∆K values;  there are MVALUE values, and MRATIO sets
for this x-axis

When the crack growth analysis is performed using the simplified method (section 3.1.6.1), the
crack growth rate data need to be curve fitted to an equation such as the Walker’s equation.  The
following describes the method of determining the coefficients C, p, and q in Walker’s crack
growth equation

( )[ ]da

dN
C R K

q p= −1 max

In practice, the coefficients C and p are determined from the R = 0 test data.  In this case, the
above equation is reduced to

[ ]da

dN
C K p= max

Taking the logarithm of both sides of the above equation, the following linear equation is
obtained

( ) ( )log log log max

da

dN
C p K





= +

A least square fit is then used to determine the values of C and p.  Data for the positive stress
ratio determines the value of q.  Let ζij represent the ratio of the j-th da/dN data between the
RI > 0 and R = 0 conditions, respectively,
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( )
( )ζ ij

j
R

j
R

da
dN

da
dN

i

=
>

=

0

0

Substitution of the Walker’s equation into the above equation leads to

ζ ij i
p qR ij= −( )1

For each j-th raw datum, the coefficient qij  can be expressed as

q
p Rij

ij

i

=
−

log

log ( )

ζ
1

The coefficient qi
−

 for each set of Ri > 0 raw data is then determined by taking the average of the
sum of qij  for all data points, i.e.,

q
M

qi i j
j

M−

=

= ∑1

1

where M is the number of data points in the Ri raw rate data.  The coefficient q in the Walker’s
equation is obtained by averaging the q values, i.e.,

q
N

qi
i

N

=
−

=
∑1

1

where N is the number of positive stress ratio sets for the material.  In RAPID, the crack growth
due to negative stress ratios (R < 0) is treated as the same as R = 0.  The coefficients C, P, and q
for the above mentioned thirteen materials have been obtained and stored in the material
database.  The values can also be input through the edit boxes in the skin material property
window.

3.1.4  Stress-Intensity Factors

The stress-intensity factor of a crack, denoted by K, characterizes the stress field near the crack
tip.  It has been successfully used in crack growth prediction models under cyclic load as well as
in fracture toughness measurements.  The value of K depends on the crack configuration in the
structural geometry as well as the loading conditions.

Stress-intensity factor solutions for the crack geometries in the crack sequences described in
section 3.1.2 are required for damage tolerance analysis.  Two types of stress-intensity factor
solutions are used.  The first are basic solutions and the second are solutions derived from the
basic solutions using engineering methods.
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For a simple crack configuration such as two diametric through cracks of unequal lengths
emanating from a circular hole in a wide plate subjected to uniform far field stress, closed-form
solutions for stress-intensity factors have been obtained analytically based on the theory of
elasticity.  Closed-form solutions for more complex crack configuration such as through cracks
emanating from linked holes are not available.  In such a case, engineering methods are generally
used to estimate the solutions.

One engineering method widely used in the aircraft industry is the compounding method.  The
method is generally used when there are boundaries such as edges, holes, and stiffened
attachments in the cracked structures.  In this method, the geometry factor due to each boundary
is individually calculated.  A compounded geometry factor is then obtained by multiplying all
individual geometry factors.  The stress-intensity factor of the cracked structure with boundaries
is estimated as the compounded geometry factor times the stress-intensity factor for the same
cracked structure without the boundary effects.

Another method used in engineering practice is the similarity method.  For example, the stress-
intensity factor under one load condition can be estimated from that under another load condition
by a correction factor.  In another example, the stress-intensity factor for one crack configuration
can be estimated based on that for another crack configuration multiplied by a correction factor.

A third method used is the superposition method.  This method is used for the problem of a
cracked structure subjected to combined loading conditions.

3.1.4.1  Compounding Method

In the compounding method, the stress-intensity factor of a cracked structure with boundary is
estimated by multiplying the stress-intensity factor of the cracked structure without the boundary
by a compounded geometry factor

K Kwith boundary without boundary Compounded= β

The compounded geometry factor is the product of a set of geometry factors that account for the
boundary effects

β βCompounded
i

i
=

=
∏

1

M

where ∏  represents the mathematical symbol for the product, βi the geometry factor for the i-th
geometry, and M is the total number of boundaries.

As an example, consider a through crack at a hole growing towards an adjacent hole in a wide
plate subjected to uniform far field stress as shown in figure 4.
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Figure 4.  Illustration of the Compounding Method for a Crack at a Hole Approaching an
Adjacent Hole in a Wide Plate Subjected to Far Field Stress

The stress-intensity factor can be estimated as

K K Compounded= 0 β

where K0 is the infinite plate stress-intensity factor equal to σ πa , and βCompounded is the

compounded geometry factor obtained as the product of geometry factors βΑ and βΒ for the
cracked structures as shown in figure 5(a) and 5(b), respectively.

(a) A Crack at Hole in a Wide Plate Subjected to
Far Field Stress

(b) A Crack Approaching an Adjacent Hole

Figure 5.  Cracked Structures Considered for Compounding

The compounded geometry factor βCompounded can be calculated as

βCompounded  = βA βB

σ

σ

aD

σ

σ

a

σ

σ

D + aD
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In the above equation, the β’s are defined as

β
σ π

i
iK

a
=

*
(i = A, B)

where KA  and KB are the stress-intensity factors for the cracked structures in figure 5(a) and 5(b),
respectively.  The crack length a* is the crack length a in case 5(a), and is one half of the crack
length D+a in case 5(b).

3.1.4.2  The Similarity Method

The similarity method can be illustrated by considering an example problem.  Suppose one wants
to estimate the stress-intensity factors of two unequal-length cracks emanating from opposite
sides of a hole in a wide plate subjected to a pair of point loads acting on the hole as shown in
figure 6.

Figure 6.  A Plate with Two Cracks at Hole

To estimate the stress-intensity factors for both cracks, consider the three cases shown in
figure 7.

(a) Two Unequal-Length Cracks at
Hole in a Wide Plate Under
Uniform Far Field Stress

(b)  A Through Crack in a Wide Plate
Subjected a Pair of Point Loads
on Crack Surfaces

(c) A Through Crack in a Wide Plate
Under Uniform Far Field Stress

Figure 7.  Cracked Plate Cases for Illustration of the Similarity Method

aR

p

aL D

aL D
aR

σ

σ

aL D
aR

σ

σ

aL D
aR

p

p
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The stress-intensity factors KL and KR for the left and right cracks, respectively, in figure 7 can be
estimated by the relation

K K
K

Ki i A
i B

i C

= ,
,

,

(i = L, R)

With this relation, the compounded geometry factor can be obtained as

β β
β
βi Compounded i A

i B

i C
, ,

,

,

=      (i = L, R)

where βA, βB, and βC are the geometry factors for crack configurations figure 7(a), (b), and (c).

In the above equation, βi,Compounded is the compounded geometry factor for the cracked structure in
figure 8.  It is defined as

β
π

i Compounded
i

i

K
p

D
a

, =    (i = L, R)

where Ki is the stress-intensity factor for the crack i.  The geometry factors βi,A, βi,B, and βi,C are
defined as

β ij
ij

ij

K

K
=

0,

             (i = L, R  and j =  A, B, C)

in which Kij  is the stress-intensity factor for the crack i (left or right) in the case j.  The referenced
stress-intensity factor K0,ij  is defined as

K aij0,
* *= σ π     (i = L, R and j = A, B, C)

In the above equation, σ∗ is the far field stress for cases A and C, and is the stress p/D per unit
thickness of the plate for case B.  The crack length a* is the crack length aL or aR for case A, and is
one half of the crack length aL + D + aR for cases B and C.

3.1.4.3  The Superposition Method

The superposition method is used to obtain the stress-intensity factors in a cracked structure
subjected to combined loads.  As the term superposition implies, the stress-intensity factor due to
combined loads is the sum of contribution from each load condition.  The given loading is
decomposed into a set of loads for which solutions are available.  For instance, the stress-
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intensity factor for a crack emanating from a hole in a wide plate subjected to the remote gross
stress σGross, a bearing stress σBearing, and a bypass stress σBypass can be determined by
superimposing two stress-intensity factors.  One is the remote stress equal to one half of the sum
of σGross and σBypass and the other one half of a pair of bearing stresses σBearing in the hole.  If ξ
and ζ denote the ratios of bypass and bearing stresses to the gross stress, respectively, the
superposition method can be illustrated in figure 8.

+=

 ½ζσGross

½ (1+ξ)σGross

½ (1+ξ)σGross

σBypass

σBearing

σGross

 ½ζσGross

a a a

Figure 8.  Superposition Method for a Crack Emanating From a Hole in a Wide Plate Subjected
to Combined Stresses

The stress-intensity factor K is then obtained using the superposition method as

K =  KA + KB

 = ( )1
2

1
21+ +ξ σ π β ζ σ π βGross A Gross Ba a

  = ( )[ ]1
2 1+ +ξ β ζ β σ πA B Gross a

In the above equation, βA and βB are the geometry factors for case A and case B, respectively.
The geometry factor for the cracked structure subjected to the combined stresses is therefore
obtained as

β =  K / Ko

=  ½ [ (1 + ξ) βB + ζ βC ]

where Ko is the stress-intensity factor equal toσ πGross a .

With these three methods, stress-intensity factors of crack geometries in the crack sequences as
described in section 3.1.2 can be obtained.  Appendix B provides stress-intensity factor solutions
used in RAPID.

(A) (B)
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3.1.5  Stress Spectra and Equivalent Stress

To predict the crack growth life of a repaired fuselage skin, the stress spectrum at the repair
location needs to be prescribed.  RAPID generates the stress spectrum from the load spectrum at
the fuselage center of gravity.  There are two generic load spectra built in RAPID, one for the
narrow-body and the other for the wide-body aircraft.  In addition, RAPID accepts a stress
spectrum that can be provided by the user.

The stress spectrum, either generated by RAPID or provided by the user, can be used in the
cycle-by-cycle crack growth analysis.  A one cycle equivalent stress representing a flight cycle is
used in the simplified crack growth analysis.  RAPID calculates equivalent stress from the stress
spectrum.  The user can provide RAPID with the equivalent stress as well.  The analysis process
is described in figure 9.

Figure 9.  Analysis Process

Generic load spectrum development and the stress spectrum generation methods have been
developed.  Appendix C provides the details.  For the calculation of one cycle equivalent stress,
the method is described in appendix D.

3.1.6  Crack Growth Analysis Methods

Two methods have been implemented in RAPID for the crack growth analysis, a simplified
method [1] and a cycle-by-cycle method.  In the cycle-by-cycle method, the retardation effect due

    Generic
 Load Spectra

 Narrow-Body
     Aircraft

  Wide-Body
     Aircraft

       Stress
     Spectrum

       Stress
    Spectrum

      Cycle-by-Cycle
 Crack Growth Analysis

 Equivalent
     Stress

         Simplified
 Crack Growth Analysis

     User
     Input
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to occasional stress overloads is accounted for using the Generalized Willenborg Model [2,3,4].
In RAPID, crack growth analysis is performed up to 300,000 flight cycles.

3.1.6.1  The Simplified Method

In the simplified crack growth analysis method, the number of flights for a crack growing from
the size ai to the size aj (aj  > ai ) can be calculated by the equation

N
ij

=
1
C ( S G

ij
)-p

where C and p are the coefficients in the Walker’s equation (see section 3.1.3), S is the
equivalent stress, and Gij  is the geometry term.  The quantity Gij  represents the cumulative
geometry effect and is calculated by the equation

[ ]G a a daij
p

a

a p

i

j
−

−

= ∫ β π( )

where β(a) is the geometry factor.  The integration is carried out numerically using the Gaussian
quadrature method [5].  In this method, the integral can be approximated by the following
equation

G
a a

w g aij
p j i

k
k

K

k
−

=

=
−

∑2 1

( )

where

g a a ak k k
p( ) [ ( ) ]= −β π

and

a
a a t a a

k
j i k j i=

− + +( ) ( )

2

In the above equations, the variables wk and tk are the k-th weighting coefficient and root of the
k-th order Legendre polynomial PK (t) = 0.  Values of w and t for the case of k = 4 are given
below.

k  Wk  tk
1 0.347855 -0.861136
2 0.652145 -0.339981
3 0.652145  0.339981
4 0.347855  0.861136

For one crack or two equal-length cracks emanating from a fastener hole, the crack growth
calculation is straightforward.  For two unequal length cracks emanating from a fastener hole, an
iteration scheme is employed in crack growth calculation.  In this scheme, the cracks are assumed
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to grow, at any stage, an increment of ∆ap for the primary crack and ∆as for the secondary crack.

The number of flights is then calculated independently for each crack.  The increment ∆as is then
adjusted accordingly, depending on whether the number of flights for the secondary crack is
greater or smaller than that for the primary crack.  The iterations continue until the difference in
the number of flights is within a specified tolerance level.

3.1.6.2  The Cycle-by-Cycle Method

The cycle-by-cycle crack growth analysis method is illustrated by the example shown in
figure 10.  The analysis procedure is described in the flow chart shown in figure 11.
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Figure 10.  Problem Description of Crack Growth Analysis

Let a0 be the initial crack length.  The crack growth analysis starts with an initial crack of length
a0 at i = 1.  For the first cycle stress excursion, the stress-intensity factors and the plastic zone
size are calculated.  With the stress ratio R and the change of the stress-intensity factor ∆K, the
incremental crack length is obtained from the da/dN data.  The crack is incremented to the length
a1.
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Figure 11.  Flow Chart of the Cycle-By-Cycle Crack Growth Analysis
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At each sequential i-th cycle, the crack growth starts with a length equal to ai-1.  The stress-
intensity factors and the plastic zone size are calculated using the i-th stress excursion.  A test is
then made to determine if the growth of the progressing crack is retarded.  A positive answer
leads the analysis to use the Generalized Willenborg retardation model in the calculation of
incremental crack length.  Otherwise, the retardation effect is bypassed in the calculation.  The
crack then propagates the length ai.

The process continues until the crack grows to the critical crack length based on the residual
strength of the structure in the limit condition.

In RAPID, the compression-tension stress cycle is treated as a zero-tension stress cycle and the
compression-compression stress cycle is ignored in the crack growth calculation.  Furthermore,
the parameter φ introduced in the generalized Willenborg retardation model is calculated by the
equation

φ =
−

−

1

1

∆
∆

K

K

S

Threshold

i
OL

 

where ∆KThreshold is the threshold stress-intensity factor level associated with zero fatigue crack
growth rates, and SOL is the overload (shut-off) ratio required to cause crack arrest for the given
material.  A value of 2.3 is used in RAPID.

3.2  Residual Strength Evaluation

The residual strength of the repaired skin is the load carrying capacity of that skin, should cracks
exist after repair.  The knowledge of residual strength of a repaired skin is required in order to
determine the critical crack length at the limit stress.  The limit stress in the circumferential
direction is calculated by the equation

t

pR
Limit 1.1=σ

where p is the pressure differential plus 1.0 psi, and R and t are the radius and thickness of the
fuselage shell at the repair location.  The pressure 1.0 psi added to the pressure differential is to
account for the aerodynamic pressure terms per FAR 25.571.  The following equation is used to
calculate the limit stress in the longitudinal direction

σLimit
tuC

F=
15.

where Ftu is the ultimate tensile strength of the material and C is the static strength reduction
factor obtained from testing.  A value of 0.88 is used for the 2024 aluminum alloy materials.
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The residual strength of the repaired skin is calculated using the equation based on the fracture
toughness approach

Residual
=

K
C

a
σ

πβ

where KC is the toughness of the skin material,  β is the geometry factor,  and  a denotes the crack
length.  For small crack lengths, the residual strength is bounded by the yield stress σy of the
material as shown below in figure 12.
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Figure 12.  Residual Strength Curve

3.3  Inspection Threshold and Intervals

The inspection threshold for the repaired fuselage skin is determined by the equation

N
N

Threshold
Critical=
2

where NCritical is the number of flights for an assumed initial crack of size 0.05″ to grow to the
critical size aCritical when the residual strength drops to the limit stress.  The inspection interval of
the repaired fuselage skin is

N
N N

Interval
Critical Detectable=

−
2

where NDetectable is the number of flights for the crack to grow to the detectable length for a
specified crack detection method.

4.  Common Repairs

The common repairs considered in RAPID are proximate repairs, repairs at stiffeners, and repairs
over splice joints.
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4.1  Proximate Repairs

To predict the crack growth life of a repair near a neighboring repair, the fastener load transfers
need to be determined.  Because of the mutual influence between the two nearby repairs, the
fastener load transfers are affected and so are the crack growth lives.  To account for the
proximity effect on the fastener load transfers between two repairs, a database has been
developed.  An engineering approach has also been developed to estimate the crack growth life
of the repair.  Appendix E provides the details.

4.2  Repairs at Stiffeners

In repairs at a stiffener, it is a common practice to make use of existing fastener holes for the
repair doubler installation.  These fastener holes are normally in a fastener row where the frame
or the longeron is attached to the fuselage skin.  A repair installed at the frame and longeron will
affect the fastener load transfers.  In addition, a crack growing toward the stiffener will also be
influenced.  Appendix F provides the fastener load transfer database and the geometry factors of
stiffened sheets used in RAPID.

4.3  Repairs Over Splice Joints

Splice joints are major joint constructions in aircraft fuselage.  Depending on the orientation of
the splice joint, it can be classified as either a longitudinal splice joint or a circumferential splice
joint (figure 13).  A lap joint is typically used in the longitudinal splice joint, whereas a butt joint
in the circumferential splice joint.  Repairs over splice joints are common repairs.

 Frame
Longeron

Longitudinal
Splice Joint

Circumferential
Splice Joint

Figure 13.  Splice Joints

To determine the critical fastener location in a repair over splice joint, load transfers need to be
determined.  Because of the free edge of the skin in the splice joint, the subsequent crack growth
needs to be assumed.  Appendix G provides the details.

4.4  Circular Repairs

Circular repairs are common fuselage skin repairs.  Generally, a circular repair consists of a
circular skin cutout replaced with a circular repair doubler.  The doubler is mechanically fastened
with fasteners arranged in a circular pattern.  To perform the damage tolerance evaluation of
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circular repairs, the critical fastener location first needs to be determined.  Appendix H provides
the study of fastener load transfers in circular repairs.

5.  Analysis Procedure Flow Charts

The RAPID analysis program consists of a static module and a damage tolerance analysis
module.  The static module performs the static strength analysis of the repaired fuselage skin.
Margins of safety are calculated based on three independent criteria.  RAPID calculates the load
carrying capacity lost due to the damage treatment and the margin of safety based on the joint
allowable which includes the fastener shear and hole bearing allowables.  It calculates the margin
of safety based on the ultimate tensile strengths of the doubler and the design ultimate tensile
strength of the skin.  The margin of safety for shear is also calculated based on the shear
allowables of the skin and doubler.  In addition, the stiffness ratio between the repair doublers
and the skin layers and the bending of the fastener going through the stack-up layers are also
calculated (sections 2.4 and 2.5).  The program then checks adequacy of the repair.  RAPID
either recommends redesign due to inadequate static design or deems the repair to be statically
adequate.  The analysis procedure is described in the flow chart in figure 14.

Figure 14.  Flow Chart of the Static Module

The damage tolerance module performs the crack growth and the residual strength analysis of the
repaired skin.  The analysis is performed for crack(s) initiating at the center and the corner
fastener holes.  Three initial crack configurations are considered.  The gross, bearing, and bypass
factors are calculated by interpolating the data from the database.  Stress-intensity factors are
then calculated from the compounded geometry factors interpolated from the database.  The
residual strength and crack growth analyses use either the simplified or the cycle-by-cycle
method.  The residual strength is then checked against the limit stress to determine whether the
crack advances.  Based on the damage tolerance analysis results, the inspection threshold and
inspection intervals are then determined.  The analysis procedure is described in figure 15.
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Figure 15.  Flow Chart of the Damage Tolerance Module

The analysis procedure is used in RAPID for longitudinal and circumferential cracks initiated at
the center and the corner fastener holes.  The inspection threshold and inspection intervals are
provided for both analyses.  In addition, guidelines are provided to determine a set of the
inspection threshold and inspection intervals for the maintenance schedule of the repair.
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Appendix AFastener Load Transfers Using Two-Dimensional Analysis

A1.  Introduction

This appendix describes parametric study and database development of load transfers along the
critical fastener row in the three baseline skin repairs. Fastener loads at the critical center and
corner fastener locations, due to 1000 psi reference far field stress, are printed in the output when
requested by the user.

A2.  Approach

The study was conducted using the two-dimensional analysis of the repaired skin.  Generally, the
repaired skin consists of a skin cutout which is replaced with repair doubler(s).  Figure A1 shows
the three baseline repairs.

Type I Repair Type II Repair Type III Repair

Figure A1.  Baseline Repairs

Parameters considered in the two-dimensional analysis of the baseline repairs include

• Repair size:  One frame bay by two longeron bays

• Skin Thickness:  0.032″, 0.040″, 0.050″, 0.063″, 0.071″, 0.080″, and 0.090″

• Doubler Thickness:  0.025″, 0.032″, 0.040″, 0.050″, 0.063″, 0.071″, 0.080″, 0.090″, and
0.100″

• Skin and doubler material:  Aluminum 2024-T3 Clad Sheet

• Fastener material:  Aluminum

• Fastener diameter, pitch, and edge distance
Diameter:    1/8″, 5/32″, 3/16″, and 1/4″
Pitch:    5 fastener diameters
Edge Distance:   2.5 fastener diameters
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• Number of fastener rows:  3, 4, and 5

The parametric study was done using the finite element computer code CAP V which is basically
the Structural Analysis Program (SAP) developed at University of California at Berkeley.

Due to double symmetry of the geometry as well as the stress applied in the skin, the analysis
was performed on one-quarter of the repaired skin as shown in figure A2 for a Type III repair.

Figure A2.  One-Quarter of the Repaired Skin

A typical finite element model representing one-quarter of the repaired skin is shown below in
figure A3.

Figure A3.  Finite Element Model of 1/4 of the Repaired Skin

In the model, the skin and the repair doubler are modeled using quadrilateral membrane
elements.  The shear rigidity of fasteners is calculated based on Swift’s equation:

σ Far Field

Skin

Repair Doubler
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where E is the average of the moduli modules of skin and doubler materials, d is the fastener hole
diameter, tSkin and tDoubler are the thickness of the skin and doubler, and A and B are empirical
constants taking the values of 5.0 and 0.8 for aluminum rivets, respectively.  The calculated value
is input directly to the CAP V program.  In the analysis, the repaired skin is subjected to a
reference far field stress of 1000 psi.

To perform the damage tolerance analysis of skin repairs, the stress field near fastener holes in
the skin needs to be known.  Let the skin stress prior to the load transfer be referred as the gross
stress, the bearing stress as the average hole bearing stress in the skin exerted by the fastener
load, and the bypass stress as the skin stress after the load transfer.  These skin stresses are shown
below in figure A4.

Figure A4.  Skin Stresses before and after load transfer

Analysis results are presented in terms of bearing factors, bypass factors, and stress scale factors
in the database.  The bearing and bypass factors are the ratios of the bearing and bypass stresses
in the skin divided by the gross stress.  The stress scale factor is the ratio between the gross stress
and the reference applied far field stress.  These factors are calculated as follows.

Bearing Factor (BRF) = σBearing/σGross

Bypass Factor (BPF) = σBypass/σGross

Stress Scale Factor (SSF) = σFar Field/σGross

σ Far Field

σGross

σBearing

σBypass

σ Far Field

Crack
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Analysis results in terms of (a) bearing factors, (b) bypass factors, and (c) stress scale factors
along the critical fastener row are presented in a graphical form for each of the three repair
configurations shown in figure A1.  In each graph, the first fastener column refers to the center
fastener, and the last fastener column refers to the corner fastener.

A2.1  Fastener Loads for Type III Repairs

Parameters used in the analysis of Type III repairs are shown below.  The analysis was performed
for the cases of 3, 4, and 5 fastener rows.

Table A1.  Analysis Matrix for Type III Repairs

Thickness (in)Assembly
Number Skin Doubler Fastener Hole Diameter (in)

1 0.032 0.040 1/8   
2 0.040 0.050 1/8 5/32  
3 0.050 0.063 1/8 5/32 3/16 
4 0.063 0.071 1/8 5/32 3/16 1/4
5 0.071 0.080 1/8 5/32 3/16 1/4
6 0.080 0.090 1/8 5/32 3/16 1/4
7 0.090 0.100 1/8 5/32 3/16 1/4

Analysis results for Type III baseline repair configurations are presented in figures A1a through
A8c.  For repair configurations other than the baseline configurations, e.g., a repair doubler with
thickness two or more gauges higher than the skin thickness or a repair with other fastener
materials, correction factors are applied to the above results.  These correction factors are
obtained as the ratios of the bearing factors, bypass factors, and stress scale factors between the
subject repair and the baseline repair using the one-dimensional analysis procedure in RAPID.
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Figure A5c.  Fastener Diameter 1/8 in, Five Fastener Rows
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Figure A6a.  Fastener Diameter 5/32 in, Three Fastener Rows
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Figure A6b.  Fastener Diameter 5/32 in, Four Fastener Rows

Assembly

1

2

34
5

6

Assembly

1,2,3

4,5,6

Assembly

1
23

4
56

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-10

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A6c.  Fastener Diameter 5/32 in, Five Fastener Rows

Assembly

1,2,3

4,5,6

Assembly

1

2

34
5

6

Assembly

1
23

4
56

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-11

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A7a.  Fastener Diameter 3/16 in, Three Fastener Rows

Assembly

1

2
34
5

Assembly

1
23

4
5

Assembly

1,2,3

4,5

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-12

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15

Fastener Column

B
yp

as
s 

F
ac

to
rs

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A7b.  Fastener Diameter 3/16 in, Four Fastener Rows

Assembly

1,2,3

4,5

Assembly

1

2
34
5

Assembly

1
23

4
5

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-13

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A7c.  Fastener Diameter 3/16 in, Five Fastener Rows

Assembly

1,2,3

4,5

Assembly

1

2
34

5

Assembly

1
23

4
5

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-14

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A8a.  Fastener Diameter 1/4 in, Three Fastener Rows

Assembly

1
2 34

Assembly

1
2

3
4

Assembly

1,2

3,4

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-15

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A8b.  Fastener Diameter 1/4 in, Four Fastener Rows

Assembly

Assembly

1,2

3,4

1
23
4

Assembly

1
2 34

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-16

Bearing Factors

1

1.5

2

1 2 3 4 5 6 7 8 9 10 11 12 13

Fastener Column

B
ea

rin
g 

F
ac

to
r

Bypass Factors

0.55

0.65

0.75

0.85

1 2 3 4 5 6 7 8 9 10 11 12 13

Fastener Column

B
yp

as
s 

F
ac

to
r

Stress Scale Factors

0.5

1

1.5

1 2 3 4 5 6 7 8 9 10 11 12 13

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

Figure A8c.  Fastener Diameter 1/4 in, Five Fastener Rows

Assembly

1
23
4

Assembly

1
2 34

Assembly

1,2

3,4

(a) Bearing Factors

(b) Bypass Factors

(c) Stress Scale Factors



A-17

A2.2  Fastener Loads for Type II Repairs

Parameters used in the analysis of Type II repairs are shown in table A2.  For each skin thickness,
only one outer doubler thickness was considered because the change of outer doubler thickness
only negligibly affects the load transfers.  The analysis was performed for the cases of 3, 4, and 5
fastener rows.

Table A2.  Analysis Matrix for Type II Reparis

Assembly Thickness (in)
No. Skin DoublerInner DoublerOuter Fastener Hole Diameter (in)

1 0.025
2 0.050 0.032 0.071 1/8 5/32 3/16
3 0.040
4 0.025
5 0.032
6 0.040
7

0.063

0.050

0.080 1/8 5/32 3/16 1/4

8 0.025
9 0.032
10 0.040
11

0.071

0.050

0.090 1/8 5/32 3/16 1/4

Analysis results for Type II baseline repair configurations with 3 fastener rows are presented in
figures A9a through A11d.
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Figure A10c.  Skin Thickness 0.063 in, Fastener Hole Diameter 3/16 in
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Figure A11a.  Skin Thickness 0.071 in, Fastener Hole Diameter 1/8 in
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Figure A11b.  Skin Thickness 0.071 in, Fastener Hole Diameter 5/32 in
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Figure A11c.  Skin Thickness 0.071 in, Fastener Hole Diameter 3/16 in
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Figure A11d.  Skin Thickness 0.071 in, Fastener Hole Diameter 1/4 in
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Analysis results presented in figures A9a through A11d are for Type II baseline repair
configurations with 3 fastener rows.  For repairs with 4 or 5 fastener rows, first interpolate the
correction factors for each stress factor at the intermediate fastener locations based on the values
at the center and corner fasteners in the table shown below.

Stress No. of Fastener Rows
Location Factor 4 5

BRF 0.85 0.78
Center BPF 1.08 1.12

SSF 1.00 1.00
BRF 1.00 1.00

Corner BPF 1.00 1.00
SSF 1.00 1.00

The bearing factors (BRF), bypass factors (BPF), and the stress scale factors (SSF) are then
obtained by multiplying the results for the case of 3 fastener rows by the interpolated correction
factors.

For a skin thickness other than the baseline thickness, first inter/extrapolate the stress factors for
the subject skin thickness for the case of 3 fastener rows.  When the number of fastener rows is
not 3, the process described earlier is then used.  For steel or titanium fasteners, correction factors
are applied to the stress factors for the aluminum fasteners.  These correction factors are obtained
as the ratios of the stress factors between the subject fasteners and the aluminum fasteners using
the one-dimensional analysis procedure in RAPID.

A2.3  Fastener Loads for Type I Repairs

Parameters used in the analysis of Type I repairs are shown below in the table.  An outer doubler
thickness of 0.05″ was first used in the analysis.  Additional analyses were also performed for
outer doubler thickness equal to 0.063″, 0.071″, and 0.080″.  The analysis was performed for the
cases of 3, 4, and 5 fastener rows.

Assembly Thickness (in)

Skin DoublerInner DoublerOuter Fastener Hole Diameter (in)

1 0.025

2 0.050 0.032 1/8 5/32 3/16 
3 0.040

4 0.025
5 0.032
6 0.040
7

0.063

0.050

0.050 1/8 5/32 3/16 1/4

8 0.025

9 0.032

10 0.040

11

0.071

0.050

1/8 5/32 3/16 1/4

Analysis results for Type I baseline repair configurations with 3 fastener rows are presented in
figures A12a through A14d.

No.
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Figure A12b.  Skin Thickness 0.050 in, Fastener Hole Diameter 5/32 in
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Figure A12c.  Skin Thickness 0.050 in, Fastener Hole Diameter 3/16 in
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Figure A13a.  Skin Thickness 0.063 in, Fastener Hole Diameter 1/8 in
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Figure A13b.  Skin Thickness 0.063 in, Fastener Hole Diameter 5/32 in
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Figure A13c.  Skin Thickness 0.063 in, Fastener Hole Diameter 3/16 in
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Figure A13d.  Skin Thickness 0.063 in, Fastener Hole Diameter 1/4 in
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Figure A14a.  Skin Thickness 0.071 in, Fastener Hole Diameter 1/8 in
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Figure A14b.  Skin Thickness 0.071 in, Fastener Hole Diameter 5/32 in
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Figure A14c.  Skin Thickness 0.071 in, Fastener Hole Diameter 3/16 in
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Figure A14d.  Skin Thickness 0.071 in, Fastener Hole Diameter 1/4 in
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Analysis results presented in figures A12a through A14d are for Type I baseline repair
configurations with 3 fastener rows.  For repairs with 4 or 5 fastener rows, first interpolate the
correction factors for each stress factor at the intermediate fastener locations based on the values
at the center and corner fasteners in table A3.

Table A3.  Values at the Center and Corner Fasteners

No. of Fastener Rows
Location Stress Factor 4 5

BRF 0.85 0.78
Center BPF 1.09 1.13

SSF 1.00 1.00
BRF 1.00 1.00

Center BPF 1.00 1.00
SSF 1.00 1.00

The bearing factors (BRF), bypass factors (BPF), and the stress scale factors (SSF) are then
obtained by multiplying the results for the case of 3 fastener rows by the interpolated correction
factors.

For baseline repairs with the outer doubler thickness equal to 0.063″, 0.071″, and 0.080″, first
interpolate the correction factors for each stress factor at the intermediate fastener locations based
on the values at the center and corner fasteners in table A4.

Table A4.  Values at the Center and Corner Fasteners

Stress Outer Doubler Thickness
Location Factor 0.063″ 0.071″ 0.080″

BRF 0.96 0.94 0.92
Center BPF 1.01 1.02 1.03

SSF 1.00 1.00 1.00
BRF 1.00 1.00 1.00

Center BPF 1.00 1.00 1.00
SSF 1.00 1.00 1.00

The bearing factors (BRF), bypass factors (BPF), and the stress scale factors (SSF) are then
obtained by multiplying the results for outer doubler thickness equal to 0.05″ by the interpolated
correction factors.

For a skin thickness other than the baseline thickness, first inter/extrapolate the stress factors for
the subject skin thickness for the case of 3 fastener rows.  When the number of fastener rows is
not 3, the process described earlier is then used.  For steel or titanium fasteners, correction factors
are applied to the stress factors for the aluminum fasteners.  These correction factors are obtained
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as the ratios of the stress factors between the subject fasteners and the aluminum fasteners using
the one-dimensional analysis procedure in RAPID.

A3.  Size Effect on Crack Growth Life

A standard repair size equal to one-frame bay by two-longeron bay is used in the analysis for
baseline Type I, II, and III repairs.  For repairs other than the standard size, scale factors for
fastener loads were obtained at the center and corner fasteners as shown in figure A15.  The scale
factor is the ratio of fastener loads between the size of the subject repair and standard size of the
baseline repair.
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Figure A15.  Effect of Repair Size on Fastener Load Scale Factor
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These fastener load scale factors are used to determine the life correction factor for the subject
repair as shown in figure A16.  In the figure, F is the fastener load in the subject repair and Fo is
that in the baseline repair.
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Figure A16.  Life Correction Factor as a Function of Fastener Load Scale Factors

The crack growth life of a repair with nonstandard size is then estimated by multiplying the life
correction factor by the crack growth life of the same type of repair with standard size.
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Appendix BStress-Intensity Factor Solutions

B1.  Introduction

This appendix presents stress-intensity factor solutions for the damage tolerance analysis of the
repaired skin.  There are two types of solutions in RAPID: the basic solutions for simple crack
configurations and the derived solutions for cracks at linked holes.  The basic solutions are
known solutions in the open literature.  The derived solutions are approximate solutions obtained
from basic solutions using the methods described in section 3.1.4.

Geometry factors (beta factors) as a function of crack length can be printed in the output when
requested by the user.  The geometry or the beta factors are the normalized stress-intensity factors
as described in this appendix.

B2.  Basic Stress-Intensity Factor Solutions

Stress-intensity factor solutions for three basic crack configurations are incorporated in the
database.  These solutions are presented below.

B2.1  A Through Crack Emanating From a Circular Hole in a Wide Plate

(a)  Far Field Stress (b)  A Pair of Point Loads

Figure B1.  A Through Crack Emanating From a Circular Hole in a Wide Plate

For a through crack emanating from a hole in a wide plate, the solution was first solved by
Bowie [1] and improved later by Tweed and Rooke [2].  It was also solved by Shivakumar and
Forman [3].  Normalized stress-intensity factors obtained from Reference 3 are shown in figure
B2.  The referenced stress-intensity factor K0 is defined as σ∞ πa  or (F/2R) πa for the plate
subjected to the far field stress or the point load, respectively, and a is the crack length between
the crack tip and edge of the hole, and R is the radius of the hole.

σ∞

σ∞

aR aR

F
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Figure B2.  Normalized Stress-Intensity Factors for a Crack Emanating From a Hole
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B2.2  Two Diametric Through Cracks of Unequal Lengths Emanating From a Circular
Hole in a Wide Plate

(a)  Far Field Stress (b)  A Pair of Point Loads

Figure B3.  Two Diametric Through Cracks of Unequal Lengths Emanating From a Circular
Hole in a Wide Plate

The problem of stress-intensity factor solutions for two unequal length through cracks emanating
diametrically from a hole in a wide plate was solved analytically by Tweed and Rooke [4].  By
using a superposition principle, it was shown that the stress-intensity factors were related to the
solution of a pair of simultaneous singular integral equations that were solved by Gaussian
quadrature techniques.  The solutions were recompiled for both the uniform far field tension and
a pair of point loads, respectively, and presented in figure B4.  The force F is the point force per
unit plate thickness.  The referenced stress-intensity factor K0 is defined as σ∞ πa  or (F/2R) πa
for the plate subjected to the far field stress or the point loads, respectively. The terms aL and aR
are the left and right crack lengths between the crack tip and edge of the hole, respectively, and R
is the radius of the hole.

aL 2R
aR

σ∞

σ∞

aR

F

aL
2R
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B2.3  A Through Crack Approaching a Circular Hole in a Wide Plate

Figure B5.  A Through Crack Approaching a Circular Hole in a Wide Plate

The stress-intensity factor solutions solutions for the far field stress were obtained by Isida using
the Laurent’s expansions in the complex stress potentials method [5] and are shown in figure B6.
The referenced stress-intensity factor K0 is defined as σ∞ πa .
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B3.  Derived Stress-Intensity Factor Solutions

The derived stress-intensity factor solutions for linked holes are approximate solutions obtained
from basic solutions using the method described in section 3.1.4. This method is illustrated
below for two cracks emanating from two linked holes as shown in figure B7.

B3.1  Two Unequal-Length Through Cracks Emanating From Two Linked Holes in a Wide
Plate

(a)  Far Field Stress (b)  A Pair of Point Loads

Figure B7.  Two Unequal-Length Through Cracks Emanating From Two Linked Holes in a
Wide Plate

For the stress-intensity factor of the left crack in case (a), consider the following three crack
configurations.

Figure B8.  Three Crack Configurations for Use in the Similarity Method

σ∞

σ∞

aL

2R

aRp aL

F

aRp

F
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σ∞

aL p + aR

σ∞
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aL + p aR

σ∞

σ∞

aL +  2R + p + aR
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Using the similarity method, the stress-intensity factor for the left crack can be obtained as

K K
K

KLeft A
B

C

=

or

( )
( )[ ]

σ π β σ π β
σ π β

σ π β
∞ ∞

∞

∞

=
+

+ + +
a a

a p

a R p a
L Left L L A

L L B

L R L C

,

,

,
1
2 2

where βL,i  (for i = A, B, and C) are the geometry factors.

Let βL(aL,aR+p) and βL(aL+p,aR) denote βL,B and βL,C, respectively.  Since βL,D = 1, the
normalized stress-intensity factor of the left crack in case (a) of figure B8 can be estimated as

( ) ( )β β βL L L R L L Ra a p a p a Q= + + ×, ,

where Q is given by

( )Q
a p

a R p a

L

L R

=
+

+ + +1
2 2

In the above equation, βL(κ,λ) is the normalized stress-intensity factor of the left crack in the
basic crack configuration as described in section B1.2.  The quantities κ and λ are the lengths of
the left and right cracks, respectively.

Similarly, for a pair of point loads in the hole, the normalized stress-intensity factor of the left
crack can be estimated as

( ) ( ) ( ) ( )[ ]β β β β βL L L R L L R L L R L L RPo Load FarField Po Load FarField
a a p a p a a p a a a p Q= + + + + + ×

int int
, , , ,

As an example, normalized stress-intensity factors for the left crack tip are shown in figure B9.
In this example, the pitch between the holes is six times the diameter of the hole.  The force F is
the point load per unit plate thickness.
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(b) A Pair of Point Loads

Figure B9.  Stress-Intensity Factors of the Left Crack in a Two Linked Holes
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B3.2  Two Unequal-Length Through Cracks Emanating From a Series of  Linked Holes in
a Wide Plate

(a)  Far Field Stress (b)  A Pair of Point Loads

Figure B10.  Two Unequal-Length Cracks Emanating From a Series of Linked Hole in a
Wide Plate

The solutions presented in section B2.1 for the case of two linked holes can be extended to a
series of linked holes.  Let N be the total number of linked holes.  The normalized stress-intensity
factor of the left crack tip can be estimated for the far field stress as

( ) ( )[ ]β βL L i L R

i

N

a i p a N i p Q= + − + −











×

=
∏ , ,1

1

where Q is obtained as

( )

( )[ ]Q

a kp

a R N p a

L

k

N

L R
N

=
+

+ + − +
=

−

−

∏
1

1

1
2

12 1{ }

Similarly, the solution for a pair of point loads in the hole can be obtained as

( ) ( )[ ]{ }β βL L i L R

i

N

a i p a N i p H Q= + − + − ×
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1

where H is given by

( ) ( )[ ]
( ) ( )[ ]H

a j p a N j p

a i p a N i p

L j L R
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+ − + −
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As an example, the normalized stress-intensity factors of the left crack in four linked holes are
shown in figure B11.  The pitch between two holes is six times the diameter of the hole.
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(b) A Pair of Point Loads

Figure B11.  Stress-Intensity Factors of the Left Crack in a Four Linked Holes
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Appendix CGeneric Load/Stress Spectra Development

C1.  Introduction

This appendix describes the procedures used to develop the generic load spectra that are
considered to be representative load history for large commercial transport aircraft in service
today.  The generic spectrum is one of several types of load sequences that are provided for the
RAPID users and is recommend to be used for the damage tolerance assessment of the general
fuselage skin repair.  The steps taken to generate generic stress sequences for the RAPID
program are outlined below and shown in figure C1:

a. Obtain dimensions and characteristics of various airplanes, such as the overall length of
the airplane, the wing span, the wing area and sweep angle, the operation empty weight
(OEW), and the maximum payload.

b. Obtain airplane usage data such as the flight distances, the cruise altitude, the cruise
speed, takeoff speed, landing speed, the fuel consumption, and the cabin pressure
schedule.

c. Review airplane performances and construct a typical flight profile based on the average
usage of the airplane.

d. Obtain statistical data of the aircraft load distribution at the center of gravity for ground
operations, flight maneuvers, and airplane gust responses.

e. Create load sequences for the appropriate load environments for each operating stage.

f. Assemble the load sequences from each stage to form a complete flight load sequence.
This process is repeated as many times as required to create a block of load sequences.

g. Convert the load sequence to a stress sequence based on the airplane characteristics and
the location of the repair.

Two generic load sequences have been created for RAPID, one for narrow-body jets and one for
wide-body jets.  Each spectrum consists of 6000 unique flights of load sequences composed of
incremental load factors (∆g) at the airplane center of gravity and the differential cabin pressure
associated with the flight altitude.  The number of flights in the spectrum is one tenth of one
design life of a typical narrow-body jet; one design life equals 60,000 flights.
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Figure C1.  Flow Chart of Generic Stress Sequence Generation

C2.  Input Parameter Required

The parameters listed below are required to be input by the RAPID users in order to convert the
load sequences into stress sequences for the repair locations. The required parameters are:

a. Airplane typeeither wide-body or narrow-body jet
b. Material type
c. Radius of the fuselage
d. Zone number for the repair location as shown in figure C2
e. Length of the zone
f. Distance between the repaired location and the reference point, figure C2
g. Distance between the repair location and the cabin floor
h. Direction of the damage, either longitudinal or transverse
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Figure C2.  ID Number of Repair Zones

C3.  Flight Profile

A typical flight profile of commercial jets can be divided into stages of operation.   The time line
of the operation stages is shown in figure C3 and the stages used in the RAPID program and the
load environments are shown in table C1.
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Figure C3.  Typical Flight Profile
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Table C1.  Load Environment at Each Stage of Flight Profile

Stage No.              Stage          Load Environment

1 Preflight Taxi Ground

2 Takeoff Run Ground

3-8 Climb Gust and Maneuver

9 Cruise Gust and Maneuver

10-15 Descent Gust and Maneuver

16 Landing Landing Impact

17 Landing Roll Ground

18 Postflight Taxi Ground

C3.1  Parameters and Assumptions for Typical Flight Profile

The operation parameters for each stage are estimated based on average airplane usages obtained
from published airline reports and magazines [1 and 2], from the manufacturers and assumptions
based on engineering experiences.  The following basic data and assumptions are used to
construct flight profiles.

Average Operation Data Obtained From Publications:

a. Flight distance
b. Operation empty weight (OEW)
c. Maximum payload
d. Payload factor
e. Cruise altitude
f. Fuel consumption rate
g. Reserve fuel weight
h. Takeoff speed
i. Landing speed
j. Cruise speed
k. Wing area

Airplane Characteristics Obtained From Manufacturers:

a. Lift curve slopes
b. Cabin pressure schedule
c. Mean aerodynamic wing cord

Assumptions That Are Used for the Flight Profile:

a. The duration for climb and descent is 0.40 hour each
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b. The airplane Mach speed increases linearly in proportion to the altitude from the time of
takeoff to the beginning of cruise.  Similarly, it decreases linearly from cruise to landing
during descent.

c. The fuel consumption rate is constant throughout the flight.

C3.2  Formation of Flight Profile

The following steps are coded into a FORTRAN program to create typical flight profiles:

a. Compute average speed for the climbing stages which is linearly interpolated based on
the Mach speed at takeoff and that at cruise as a function of airplane altitude.

b. Compute average speed for the descending stages which is linearly interpolated based on
the Mach speed at cruise and that at landing as a function of airplane altitude.

c. Compute the flight distances during the climb and descent stages based on the average
speed at each stage.

d. Compute the flight distance during the cruise based on the total flight distance subtracting
the distances for climb and descent.

e. Compute the time required for cruise based on the cruise distance and the cruise speed.

f. Compute total flight time based on the time for cruise, climb, and descent.

g. Compute total fuel consumption based on the flight duration and fuel consumption rate.

h. Compute takeoff gross weight which is the sum of fuel consumed, reserved fuel, and
airplane OEW.

i. Compute the average payload based on maximum payload multiplied by an average
payload factor.

j. Compute the gross weight for each stage based on the takeoff gross weight and fuel
consumed up to that stage, i.e., GW = TOW – (Duration × Fuel Consumption).

C3.3  Typical Flight Operation Parameters

Table C2 shows the parameters used to create flight operating profiles for typical narrow-body
and wide-body jets respectively.  The derivation of these data is discussed in section C3.1 of this
appendix.
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Table C2.  Operation Parameter Profile for Narrow-Body and Wide-Body Jets

Airplane Parameters Units Narrow-Body Jet Wide-Body Jet

Average Flight Distance st. miles 712 3500

Operation Empty Weight lb. 78,500 300,000

Maximum Payload lb. 44,000 135,000

Typical Payload Factor none 0.70 0.70

Cruise Altitude ft. 35,000 39,000

Fuel Consumption Rate lb./hr 5,600 15,500

Reserve Fuel lb. 8,500 23,000

Takeoff Speed Mach 0.224 0.224

Landing Speed Mach 0.201 0.201

Cruise Speed Mach 0.760 0.800

Climb Duration hrs. 0.400 0.400

Descent Duration hrs. 0.400 0.400

Typical flight profile generated from above operation parameters are shown in tables C3 and C4
for narrow-body and wide-body commercial jets respectively.



Table C3.  Typical Flight Profile for Narrow-Body Jet

Segment
Number

Altitude
(1000 Ft.)

Speed
Mach No.

Speed
Knots

Speed
KEAS

Duration
(Hours)

Distance
(St. Miles)

Gross Wt.
(Lbs.)

Fuel Wt.
(Lbs.)

1 0 0.0 0.0 0.0 0.0 0.0 0.0 0.0
2 0 0.0 0.0 0.0 0.0 0.0 126690.28 17852.58
3 0-1 0.23166 152.95025 151.83942 0.01143 2.01370 126658.06 17820.37
4 1-5 0.26994 176.68454 169.02179 0.04571 9.30471 126497.01 17659.31
5 5-10 0.33886 218.26106 195.02500 0.05714 14.36781 126207.10 17369.41
6 10-20 0.45371 284.19435 225.47833 0.11429 37.41622 125723.93 16886.24
7 20-30 0.60686 365.29014 244.66520 0.11429 48.09306 125079.71 16242.01
8 30-35 0.72171 420.72739 245.87810 0.05714 27.69588 124596.54 15758.84
9 35 0.76000 438.13194 244.16673 0.86695 437.57307 121991.99 13154.29
10 35-30 0.72007 419.76968 245.31840 0.05714 27.63284 119387.44 10549.74
11 30-20 0.60029 361.33455 242.01581 0.11429 47.57227 118904.27 10066.57
12 20-10 0.44057 257.96202 218.94684 0.11429 36.33237 118260.04 9422.34
13 10-5 0.32079 206.62108 184.62422 0.05714 13.60157 117776.87 8939.17
14 5-1 0.24891 162.92080 155.85498 0.04571 8.57987 117486.97 8649.27
15 1-0 0.20899 137.98157 136.97946 0.01143 1.81663 117325.91 8488.21
16 0 0.0 0.0 0.0 0.0 0.0 117325.91 8488.21
17 0 0.0 0.0 0.0 0.0 0.0 117325.91 8488.21
18 0 0.0 0.0 0.0 0.0 0.0 117325.91 8488.21
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Table C4.  Typical Flight Profile for Wide-Body Jet

Segment
Number

Altitude
(1000 Ft.)

Speed
Mach No.

Speed
Knots

Speed
KEAS

Duration
(Hours)

Distance
(St. Miles)

Gross Wt.
(Lbs.)

Fuel Wt.
(Lbs.)

1 0 0.0 0.0 0.0 0.0 0.0 0.0 0.0
2 0 0.0 0.0 0.0 0.0 0.0 520303.67 131091.07
3 0-1 0.23138 152.77031 151.66079 0.01026 1.80504 520223.95 131011.35
4 1-5 0.26831 175.61428 167.99795 0.04103 8.29980 519825.33 130612.73
5 5-10 0.33477 215.62799 192.67226 0.05128 12.73864 519107.83 129895.22
6 10-20 0.44554 279.07323 221.41526 0.10256 32.97358 517911.98 128699.38
7 20-30 0.59323 357.08791 239.17148 0.10256 42.19131 516317.52 127104.92
8 30-39 0.73354 423.83110 238.48645 0.09231 45.06955 514802.78 125590.18
9 39 0.80000 458.79201 233.57639 6.13247 3241.18270 466417.64 77205.03
10 39-30 0.73088 422.29774 237.62364 0.09231 44.90649 418032.49 28819.89
11 30-20 0.58497 352.11807 235.84277 0.10256 41.60410 416517.75 27305.15
12 20-10 0.43138 270.20765 214.38135 0.10256 31.92607 414923.29 25710.69
13 10-5 0.31619 203.66242 181.98054 0.05128 12.03175 413727.45 24514.85
14 5-1 0.24708 161.71820 154.70453 0.04103 7.64305 413009.94 23797.34
15 1-0 0.20868 137.77939 136.77874 0.01026 1.62792 412611.32 23398.72
16 0 0.0 0.0 0.0 0.0 0.0 412611.32 23398.72
17 0 0.0 0.0 0.0 0.0 0.0 412611.32 23398.72
18 0 0.0 0.0 0.0 0.0 0.0 412611.32 23398.72

C
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C4.  Load Spectrum for Airplane Center of Gravity

This section describes the creation of load sequences for the airplane accelerations at its center of
gravity (c.g.).

C4.1  Load Environments

The load environments which may contribute to the crack growth of repairs on the fuselage skin
include the following:

a. Inflight maneuver operations during cruise, climb, and descent

b. Ground operations such as preflight taxi, postflight taxi, takeoff run, landing roll, and
landing impact

c. Gust loads due to air turbulence

d. Cabin pressure

The frequency distribution of the accelerations that the airplane may experience at the center of
gravity can be expressed in tabulated forms such as the load exceedance tables or in equations,
such as in the airplane gust responses.  The details of the acceleration exceedances for each load
environment are described in the following sections.

C4.1.1  Maneuver

The distributions of airplane acceleration during climb, descent, and cruise maneuver operations
are shown in table C5 for 1,000 hours of operation.  They are derived from references 3 and 4
which are based on the distribution of c.g. acceleration measurements of more than 3600 hours of
normal airline operations.  The calculation of the c.g. acceleration distribution for cruise and
climb/descent are shown in tables C6 and C7 and plotted in figures C4 and C5 respectively.  The
derivation of the exceedance distribution, using table C6 as an example, is outlined as follows:

a. Obtain the occurrence of airplane c.g. acceleration and corresponding flight hours from
references 3 and 4 for applicable airplanes.  See columns 1 through 5 in table C6.

b. Sum up the occurrence and flight hours for various airplanes.  Add occurrences in
columns 2 through 5 to obtain total occurrences as shown in column 6.

c. Obtain exceedance  distribution by summing up the occurrences.  See column 7.

d. Normalize the exceedance distribution to 1,000 flight hours from 3696.5 hours.  See
column 8.
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Table C5.  Maneuver Load Exceedances per 1,000 Flight Hours

Incremental c.g.
     Accel. (∆g)     Climb/Descent    Cruise  

1.0 0.000 0.000
0.9 0.616 0.000
0.8 1.232 0.000
0.7 3.695 0.271
0.6 11.08 0.812
0.5 49.26 5.411
0.4 207.5 16.77
0.3 941.5 68.98
0.2 4385 417.2
0.1 23157 4357

-0.1 16671.0 4343
-0.2 1696.0 291.6
-0.3 233.4 31.65
-0.4 39.41 5.952
-0.5 5.54 0.541
-0.6 0.0 0.271
-0.7 0.0 0.000



Table C6.  Incremental c.g. Load Exceedances for Cruise

Airplane Types (1)

∆G A-1 A-2 B-1
Airplane

Operation (2)
Total

Occurrence Exceedances
Normalized
Exceedances

-0.9 to -1.0 0 0 0.00
-0.8 to –0.9 0 0 0.00
-0.7 to –0.8 0 0 0.00
-0.6 to –0.7 1 1 1 0.27
-0.5 to –0.6 1 1 2 0.54
-0.4 to –0.5 4 14 2 20 22 5.95
-0.3 to –0.4 43 34 15 3 95 117 31.65
-0.2 to –0.3 236 455 197 73 961 1078 291.63
-0.1 to –0.2 5273 5126 3221 1357 14977 16055 4343.30

0.1 to 0.2 5253 4642 3334 1336 14565 16107 4357.37
0.2 to 0.3 352 477 362 96 1287 1542 417.15
0.3 to 0.4 81 59 40 13 193 255 68.98
0.4 to 0.5 16 10 12 4 42 62 16.77
0.5 to 0.6 5 7 3 2 17 20 5.41
0.6 to 0.7 1 1 2 3 0.81
0.7 to 0.8 1 1 1 0.27
0.8 to 0.9 0 0 0.00
0.9 to 1. 0 0 0.00

Flight Hours 704.4 887.9 1167.7 936.5 3696.5 3696.5 1000.00

Notes: (1) Reference:  NASA TN D-4330, Table IV , Page 19
(2) Reference:  NASA TN D-1801, Table II, Page 4
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Table C7.  Incremental c.g. Load Exceedances for Climb/Descent

Climb Descent Climb Descent

Airplane Types (1)

∆G A-1 A-2 B-1 A-1 A-2 B-1
Airplane

Operations (2)
Total

Occur. Exceedances
Normalized
Exceedances

-0.9 to -1.0 0 0 0.0
-0.8 to –0.9 0 0 0.0
-0.7 to –0.8 0 0 0.0
-0.6 to –0.7 0 0 0.0
-0.5 to –0.6 3 2 2 1 1 9 9 5.54
-0.4 to –0.5 26 11 8 3 2 1 2 2 55 64 39.41
-0.3 to –0.4 100 66 52 15 35 19 21 7 315 379 233.4
-0.2 to –0.3 575 401 282 318 361 188 148 103 2376 2755 1696
-0.1 to –0.2 4301 2671 2666 4823 3767 2874 1288 192824318 27073 16671
0.1 to 0.2 4645 3276 3319 6004 5186 3944 1477 263330484 37605 23157
0.2 to 0.3 965 698 689 923 882 699 311 425 5592 7121 4385
0.3 to 0.4 212 179 182 163 200 145 55 56 1192 1529 941.5
0.4 to 0.5 73 44 34 35 39 20 5 7 257 337 207.5
0.5 to 0.6 17 14 6 6 13 6 62 80 49.26
0.6 to 0.7 3 2 2 2 2 1 12 18 11.08
0.7 to 0.8 1 1 1 1 4 6 3.695
0.8 to 0.9 0 1 1 2 1.232
0.9 to 1. 1 1 1 0.616

Flight Hours 160.1 187.3 218 243.2 281 266 113.15 155.2 1624 1624 1000.00

Notes: (1) Reference:  NASA TN D-4330, Table IV , Page 19
(2) Reference:  NASA TN D-1801, Table II, Page 4
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C4.1.2  Taxi

The distributions of airplane acceleration during ground operations are shown in tables C8
through C11 for 1,000 flight operations.  They are derived from reference 5 and are based on the
c.g. acceleration measurements on more than 3000 flights of normal airline operations.  The
calculation of the distributions of c.g. acceleration for ground operations are shown in tables C12
through C15 and plotted in figures C6 through C9 respectively. All load excursions are
considered to be fully reversible.  The derivation of the exceedance distribution, using table C12
as an example, is outlined as follows:

a. Obtain the occurrences of airplane c.g. acceleration and corresponding flight hours from
reference 5.  See columns 1 through 6 in table C12.

b. Sum up the occurrences and number of flights for various airplanes.  Add occurrences in
columns 2 through 6 to obtain total occurrences as shown in column 7.

c. Obtain exceedance distribution by summing up the occurrences.  See column 8.

d. Normalize the exceedance distribution to 1,000 flights from 3611 flights.  See column 9.

e. Obtain the exceedance distribution based on the average of positive and negative
accelerations.  See column 10.

Table C8.  Center of Gravity Exceedances per 1,000 Preflight Taxi Operations

Incremental c.g.
Acceleration (±∆g) Exceedance

0.1 11420.2
0.2 322.9
0.3 25.1
0.4 2.77
0.5 0.55
0.6 0.14
0.7 0.00

Table C9.  Center of Gravity Exceedances per 1,000 Postflight Taxi Operations

Incremental c.g.
Acceleration (±∆g) Exceedance

0.1 9008.2
0.2 239.5
0.3 18.8
0.4 2.39
0.5 0.30
0.6 0.00
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Table C10.  Center of Gravity Exceedances per 1,000 Takeoff Operations

Incremental c.g.
Acceleration (±∆g) Exceedance

0.1 9842.2
0.2 1116.9
0.3 85.2
0.4 12.5
0.5 1.99
0.6 0.00

Table C11.  Center of Gravity Exceedances per 1,000 Landing Rolls

Incremental c.g.
Acceleration (±∆g) Exceedance

0.1 21629.7
0.2 4293.6
0.3 430.1
0.4 60.8
0.5 13.1
0.6 3.30
0.7 1.72
0.8 0.00



Table C12.  Incremental c.g. Load Exceedances for Preflight Taxi per 1000 Flights

Airplane Operations

∆G EIC KID EIIC IIIIA SXIIIA
Total

Occurrence Exceedances
Normalized
Exceedances

-0.7 to –0.8 0 0 0.00

-0.6 to –0.7 0 0 0.00

-0.5 to –0.6 0 0 0.00

-0.4 to –0.5 7 7 7 1.94

-0.3 to –0.4 2 3 1 34 40 47 13.02

-0.2 to –0.3 203 37 83 49 542 914 961 266.13

-0.1 to -0.2  --  -- 9180  --  -- 39091 (*) 40052 11091.60

0 to -0.1

0 to 0.1

Average
Normalized
Exceedances

0.1 to 0.2  --  -- 9641  --  -- 41054 (*) 42425 11748.78 11420.19

0.2 to 0.3 274 48 324 85 506 1237 1371 379.67 322.90

0.3 to 0.4 11 51 3 56 121 134 37.11 25.06

0.4 to 0.5 2 1 6 9 13 3.60 2.77

0.5 to 0.6 3 3 4 1.11 0.55

0.6 to 0.7 1 1 1 0.28 0.14

0.7 to 0.8 0 0 0.00 0.00

Number of
Flights

645 751 848 662 705 3611

Reference:  NASA TN D-6124, Table IV (a) through (g)
(*) Occurrence is factored from the occurrence of EIIC using the formula below due to lack of data for other operations
OCCtotal=OCCEIIC *(FLT total/FLT EIIC )
OCC:  Occurrence at the load level
FLT:  Number of Flights

C
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Table C13.  Incremental c.g. Load Exceedances for Takeoff Run per 1000 Flights

Airplane Operations
∆G EIC KID EIIC IIIIA SXIIIA

Total
Occurrence Exceedances

Normalized
Exceedances

-0.7 to -0.8 0 0 0.00

-0.6 to –0.7 0 0 0.00

-0.5 to –0.6 5 1 1 7 7 1.99

-0.4 to –0.5 18 4 2 3 18 45 52 14.76

-0.3 to –0.4 96 19 16 54 51 236 288 81.75

-0.2 to –0.3 1095 411 256 664 1018 3444 3732 1059.32

-0.1 to -0.2  --  -- 7694  --  -- 32385 (*) 36117 10251.68

0 to -0.1 Average

0 to 0.1
Normalized
Exceedances

0.1 to 0.2  --  -- 6912  --  -- 29093 (*) 33231 9432.63 9842.2

0.2 to 0.3 1393 456 313 732 932 3826 4138 1174.57 1116.9

0.3 to 0.4 110 30 23 29 84 276 312 88.56 85.2

0.4 to 0.5 16 1 3 9 29 36 10.22 12.5

0.5 to 0.6 7 7 7 1.99 1.99

0.6 to 0.7 0 0 0.00 0.00

0.7 to 0.8 0 0 0.00 0.00
Number of

Flights
561 750 837 670 705 3523

Reference:  NASA TN D-6124, Table IV (a) through (g)
(*) Occurrence is factored from the occurrence of EIIC using the formula below due to lack of data for other operations
OCCtotal=OCCEIIC *(FLT total/FLT EIIC )
OCC:  Occurrence at the load level
FLT:  Number of Flights
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Table C14.  Incremental c.g. Load Exceedances for Postflight Taxi per 1000 Flights

Airplane Operations

∆G EIC KID EIIC IIIIA SXIIIA
Total

Occurrence Exceedances
Normalized
Exceedances

-0.7 to -0.8 0 0.0 0.00

-0.6 to -0.7 0 0.0 0.00

-0.5 to -0.6 0 0.0 0.00

-0.4 to -0.5 7 7 7.0 2.09

-0.3 to -0.4 4 1 3 20 28 35.0 10.46

-0.2 to -0.3 90 99 97 38 346 670 705.0 210.64

-0.1 to -0.2  --  -- 7125  --  -- 28356 (*) 29061.0 8682.69

0 to -0.1

 0 to 0.1

Average
Normalized
Exceedances

0.1 to 0.2  --  -- 7624  --  -- 30342 (*) 31239.89 9333.70 9008.2

0.2 to 0.3 91 108 238 39 331 807 898.00 268.30 239.5

0.3 to 0.4 6 14 28 3 31 82 91.00 27.19 18.8

0.4 to 0.5 2 5 7 9.00 2.69 2.39

0.5 to 0.6 2 2 2.00 0.60 0.30

0.6 to 0.7 0 0.00 0.00 0.00

0.7 to 0.8 0 0.00 0.00 0.00

Number of
Flights

558 724 841 519 705 3347

Reference:  NASA TN D-6124, Table IV (a) through (g)
(*) Occurrence is factored from the occurrence of EIIC using the formula below due to lack of data for other operations
OCCtotal=OCCEIIC *(FLT total/FLT EIIC )
OCC:  Occurrence at the load level
FLT:  Number of Flights
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Table C15.  Incremental c.g. Load Exceedances for Landing Roll per 1000 Flights

Airplane Operations

∆G EIC KID EIIC IIIIA SXIIIA
Total

Occurrence Exceedances
Normalized
Exceedances

-0.7 to -0.8 9 9 9.0 2.58

-0.6 to -0.7 5 5 14.0 4.02

-0.5 to -0.6 3 2 16 4 1 26 40.0 11.48

-0.4 to -0.5 24 13 42 38 7 124 164.0 47.07

-0.3 to -0.4 423 232 199 254 111 1219 1383.0 396.96

-0.2 to -0.3 3942 4262 1586 2022 2475 14287 15670.0 4497.70

-0.1 to -0.2  --  -- 14619  --  -- 63507 (*) 79177.0 22725.88

0 to -0.1

 0 to 0.1

Average
Normalized
Exceedances

0.1 to 0.2  --  -- 13188  --  -- 57291 (*) 71538.51 20533.44 21629.7

0.2 to 0.3 3717 3624 1787 1524 1982 12634 14248.00 4089.55 4293.6

0.3 to 0.4 304 298 375 230 147 1354 1614.00 463.26 430.1

0.4 to 0.5 28 43 73 59 6 209 260.00 74.63 60.85

0.5 to 0.6 6 6 19 8 3 42 51.00 14.64 13.06

0.6 to 0.7 6 6 9.00 2.58 3.30

0.7 to 0.8 3 3 3.00 0.86 1.72

Number of
Flights

558 752 802 667 705 3484

Reference:  NASA TN D-6124, Table IV (a) through (g)
(*) Occurrence is factored from the occurrence of EIIC using the formula below due to lack of data for other operations
OCCtotal=OCCEIIC *(FLT total/FLT EIIC )
OCC:  Occurrence at the load level
FLT:  Number of Flights
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Figure C6.  Incremental c.g. Exceedances for Preflight Taxi
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C4.1.3  Landing Impact

The distributions of airplane accelerations during landing impacts are derived from reference 5
and are based on a survey of 29 airplanes from 19 airlines for a total of 16,913 landings.  The
frequency distributions during landing impact are shown in the table C16 for 10,000 flight
operations.  The calculation of the distribution of c.g. acceleration is shown in table C17 and
plotted in figure C10.  All load excursions are considered to be fully reversible.  The derivation
of the exceedance distribution, using table C17 as an example, is outlined as follows:

a. Obtain the occurrence of airplane c.g. acceleration and corresponding number of flights
from reference 5.  See column 1 through 20 in table C10.

b. Sum up the occurrences and number of flights for various airplanes.  Add occurrences in
columns 2 through 20 to obtain total occurrences as shown in column 21.

c. Obtain exceedance  distribution by summing up the occurrences.  See column 22.

d. Normalize the exceedance distribution to 10,000 flights from 16,913 flights.  See
column 23.

Table C16.  Incremental c.g. Load Exceedances for Landing Impact, 10,000 Landings

Incremental c.g.
Acceleration (±∆g) Exceedance

0.0 10,000.0
0.1 9,742.8
0.2 7,468.8
0.3 4,120.5
0.4 1,899.1
0.5 774.0
0.6 295.6
0.7 131.3
0.8 56.8
0.9 23.7
1.0 9.5
1.1 5.9
1.2 3.5
1.3 1.2
1.4 0.59
1.5 0.59
1.6 0.59
1.7 0.59
1.8 0.59
1.9 0.00



Table C17.  Incremental c.g. Load Exceedances for Landing Impact, per 10,000 Landings

Airplane Operations

∆G EIA AIAF EIC AICF KID GIIA/B CIIB EIIC HIIC LIIC IIIIA AVIILA GVIIIB AIXA UIXA XIXA SXIIIA IXIVA JXIVB

Occur. for
16,913

Landings

Excd. for
16,913

Landings

Excd. for
10,000

Landings

0 to 0.1 36 25 13 43 5 29 35 35 13 11 26 10 62 40 5 36 6 0 5 435 16913 10000.0

0.1 to 0.2 189 168 179 179 87 236 273 195 150 176 304 218 407 363 113 275 218 28 883846 16478 9742.8

0.2 to 0.3 242 245 219 141 203 300 430 213 216 360 456 484 367 427 330 291 438 151 1505663 12632 7468.8

0.3 to 0.4 162 121 110 114 135 172 398 138 178 231 244 367 185 169 242 144 263 202 1823757 6969 4120.5

0.4 to 0.5 103 55 38 38 91 126 219 55 101 174 115 216 66 59 65 42 86 109 1451903 3212 1899.1

0.5 to 0.6 44 26 11 25 44 44 93 28 36 64 40 116 22 21 37 21 23 43 71 809 1309 774.0

0.6 to 0.7 22 4 3 11 8 11 32 14 12 12 12 45 7 8 8 7 5 15 42 278 500 295.6

0.7 to 0.8 6 4 1 2 3 24 7 8 3 4 28 4 2 6 0 4 6 14 126 222 131.3

0.8 to 0.9 2 2 2 1 5 2 8 4 3 13 2 0 1 1 2 8 56 96 56.8

0.9 to 1.0 3 1 4 1 2 1 5 1 3 3 24 40 23.7

1.0 to 1.1 0 0 1 0 1 1 0 3 6 16 9.5

1.1 to 1.2 1 1 0 0 1 0 1 4 10 5.9

1.2 to 1.3 0 1 1 2 4 6 3.5

1.3 to 1.4 0 1 1 2 1.2

1.4 to 1.5 0 0 1 0.59

1.5 to 1.6 0 0 1 0.59

1.6 to 1.7 0 0 1 0.59

1.7 to 1.8 0 0 1 0.59

1.8 to 1.9 1 1 1 0.59

Total 809 648 573 556 582 924 1512 687 722 1035 1207 1504 1122 1090 811 817 1043 556 71516913

Reference:  NASA TN D-6124, Page 14, Table III - Frequency Distribution of Landing Impact
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Figure C10.  Incremental c.g. Exceedances for landing Impact

C4.1.4  Gust

The airplane responses due to both vertical and lateral gusts have been investigated.  The most
severe load occurs once per 6000 flights due to lateral gust and is less than 0.15g which is a
negligible contribution to the crack growth.  Therefore, only the vertical gust are considered in
the RAPID spectrum.  The load exceedances due to gust, based on the continuous gust PSD
approach, can be expressed in the equation below:

∆g( )∑ = 10.0P1e

−∆g
b
1

A
+ 7.5P2e

−∆g
b
2
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T

where

∆g = the incremental load factor responses

P’s, b’s = the proportion of time spent in turbulence and the turbulence intensity,
respectively.  These values are defined in reference 6.  The tabular form is shown
on table C18.

T = the flight distances in statute miles.
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10.0, 7.5 = the average number of gust cycles per second for storm and nonstorm turbulence [6].

A = the ratio of RMS of ∆g to RMS of gust velocity and can be calculated as follows [6]

A = VemS/ 498W( )Kσu

where

eV = Equivalent airspeed, knots

m = Lift curve slope, per radian

S = Wing area, ft2

W = Airplane gross weight, lbs

Κσu = Gust alleviation factor as specified in reference 6, the tabular form is shown on
table C19

kσu =
4ug

4ug + 2π
m( )

 

 
 

 

 
 I 4ug + 2π

m( )( ) , L
c( ) 

 
 

 

 
 / π

ug = Mass parameter equals to 2W / ρcmgS

ρ = Air density, slug/ft3

c = Mean aerodynamic wing chord, ft

L = Scale of turbulence, ft

g = gravitational acceleration, ft/sec2

Table C18.  P’s and b’s Values

Altitude ft
      x 10-3             P1              P2           b1        b2         L     

0 - 1 1.0 0.0100 2.70 5.40 500
1.0 - 2.5 0.70 0.0075 2.70 5.91 750
2.5 - 5.0 0.48 0.0050 2.70 6.79 930
5.0 - 10 0.25 0.00210 2.70 7.30 1000
10 - 20 0.09 0.00055 2.27 7.30 1000
20 - 30 0.04 0.00023 1.84 6.93 1000
30 - 40 0.017 0.00020 1.46 4.89 1000
40 - 50 0.007 0.00025 1.35 3.58 1000
50 - 60 0.0031 0.00016 1.30 2.33 1000
60 - 70 0.0014 0.00012 0.81 1.24 1000
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Table C19.  Gust Alleviation Factor

x = L / c and y = 4ug + 2π / m( )
values are (Anti log I (y, x) / π  )

x\y 10 20 30 40 50 70 100 150 300 500 1000

6 2.954 3.800 4.220 4.460 4.680 5.012 5.346 5.624 6.026 6.096 6.166
10 2.690 3.590 4.075 4.360 4.630 5.065 5.520 6.026 6.457 6.684 6.839
14 2.515 3.310 3.800 4.140 4.360 4.900 5.500 6.050 6.746 6.919 7.145
18 2.295 3.020 3.510 3.800 4.150 4.670 5.370 6.030 6.903 7.228 7.413
22 2.162 2.820 3.315 3.635 3.980 4.460 5.140 5.890 6.919 7.328 7.586
30 1.972 2.514 2.950 3.275 3.550 4.070 4.670 5.630 6.839 7.345 7.727
40 1.820 2.190 2.632 2.884 3.160 3.630 4.260 5.140 6.607 7.245 7.763
60 1.622 1.884 2.190 2.510 2.755 3.160 3.720 4.520 5.950 6.887 7.586
80 1.514 1.719 1.998 2.290 2.483 2.850 3.350 4.070 5.370 6.457 7.379
100 1.413 1.597 1.820 2.020 2.240 2.630 3.020 3.645 4.900 5.950 7.079
120 1.349 1.480 1.680 1.862 2.090 2.400 2.755 3.390 4.560 5.630 6.808
140 1.289 1.413 1.604 1.740 1.950 2.240 2.632 3.125 4.260 5.250 6.562
160 1.259 1.350 1.513 1.700 1.862 2.090 2.514 2.920 4.070 5.010 6.309
180 1.231 1.303 1.446 1.640 1.780 1.995 2.345 2.758 3.800 4.740 6.030
240 1.162 1.202 1.319 1.480 1.620 1.800 2.090 2.458 3.315 4.160 5.310

C4.1.5  Differential Cabin Pressure

The differential cabin pressure, ∆P, is defined as the difference between the cabin pressure, Pcabin,
and the atmospheric pressure, Patm, thus ∆P = Pcabin - Patm.  The cabin pressure is generally
expressed as cabin pressure altitude, Hcabin, and is limited to 8000 feet under normal operating
conditions set forth in FAR 25.841.  The atmospheric pressure for any altitude is obtained from
the Standard Atmosphere table published by ICAO, International Civil Aviation Organization,
[7].  For the generic load spectrum development, it is assumed that Hcabin is a function of the
airplane altitude, Hplane, which varies from 0 at takeoff to a maximum cruise altitude in a
parabolic function as shown below:

Hcabin = Cp x (Hplane)
n

where

Hcabin  = Cabin pressure altitude in feet

Hplane: = Airplane altitude in feet

n = Cabin pressurization factor, n=1.6 produces good agreement with the MD-80’s
pressure schedule [8].

Cp = Constant which produces a maximum differential pressure of 7.78 psi for
narrow-body and 9.00 psi for wide-body aircraft, respectively
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The equation for the cabin pressure altitude is illustrated in figure C11.

Figure C11.  Illustration of the Equation for Cabin Pressure Altitude

The cabin pressure altitude and the differential pressure for the narrow-body and wide-body jets
are shown in table C20 at an interval of 2000 feet.  The differential cabin pressure for the load
spectrum is linearly interpolated from the table as a function of average airplane altitude for each
operation stage.
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Table C20.  Differential Cabin Pressure

Wide-Body Jet Narrow-Body JetAirplane
Altitude

Hplane

(Feet)

Atmospheric
Pressure

Patm

(In Hg)

∆P
(Psi)

∆P
(Psi)

0 29.92 0.00 0.00

2000 27.82 1.01 0.99

4000 25.84 1.92 1.89

6000 23.98 2.77 2.69

8000 22.22 3.54 3.43

10000 20.58 4.24 4.08

12000 19.03 4.89 4.67

14000 17.58 5.47 5.20

16000 16.22 6.00 5.66

18000 14.94 6.48 6.08

20000 13.75 6.91 6.44

22000 12.64 7.29 6.75

24000 11.60 7.63 7.01

26000 10.63 7.93 7.24

28000 9.73 8.19 7.42

30000 8.89 8.41 7.56

32000 8.11 8.60 7.67

34000 7.38 8.75 7.75

35000 7.04 8.82 7.78

36000 6.71 8.88

38000 6.10 8.97

39000 5.81 9.00

Figure C12 shows the cabin pressure schedule plot for narrow- and wide-body aircraft.
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Figure C12.  Differential Cabin Pressure

C4.2 Creation of Load Sequences

The load spectra are created according to the typical airplane operation profile described in tables
C3 and C4 for narrow-body jets and wide-body jets respectively.  Each spectrum consists of
6,000 unique flights. The procedures of load spectrum generation are documented in the
FORTRAN computer code “GENRLOAD” and are briefly described below:

a. Create load exceedance tables

The exceedance tables are calculated at 0.1g increments starting at 0.05g for 6,000 flights
for each load environment as shown below:

1. For preflight, the exceedances in table C8 are factored to 6,000 flights from 1,000
flights.

2. For takeoff runs, the exceedances in table C10 are factored to 6,000 flights from
1,000 flights.

3. For climb and descent, the exceedances in table C5 for climb/descent are factored
to 2,400 hours, 4/10 hours for each flight multiplied by 6,000 flights.
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4. For cruise, the exceedances in table C5 for cruise are factored according to the
duration of said operation multiplied by 6,000 flights.

5. For landing impact, the exceedances in table C16 are factored down to 6,000
flights from 10,000 flights.

6. For landing roll, the exceedances in table C11 are factored is factored to 6,000
flights from 1,000 flights.

7. For postflight, the exceedances in table C9 are factored to 6,000 flights from
1,000 flights.

8. For gust load in flight conditions, exceedances are calculated based on the
equation shown in section C4.1.4 for the distances traveled during the duration
discussed in steps (3) and (4) above.

b. Create load occurrence tables

The occurrence tables are calculated at 0.1g increments starting at 0.05g based on the
exceedances discussed in step (1) through (8) above.  The occurrence tables are also
referred as “pool of load cycles.”

c. Create load sequence for each flight stage

The load sequence is generated by randomly picking cycles from the appropriate pools for
each flight stage.  Each cycle can only be picked once and every cycle in the pools is
used.  The number of cycles for each stage is determined by the duration of the stage and
the number of cycles in the pool as follows:

Npick= integer{Npool x (Tstage/Tpool)} + (1)nsf

where

Npick = number of cycles to be picked for the stage

Npool = number of cycles in the original pool

Tstage  = duration of the stage for one flight

Tpool  = duration of the pool for 6000 flights
+ (1)nsf= additional cycle that is added to the flight every time the accumulation of the

fraction portion of {Npool x (Tstage/Tpool)} becomes one cycle.  The number of
flights that have one additional cycle is determined as follows:

nsf= Npool - integer{Npool x (Tstage/Tpool)}x6000
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In general, the cyclic loads will be symmetrically paired with respect to the 1-g state to form a
fully reversed cycle, as shown in figure C13(a) except for the flight maneuvers since there are
more positive maneuvers than negative maneuvers in normal flight operations.  The load
excursions are symmetrically paired first.  The remaining positive excursions are then paired with
1-g load to form a half cycle, as shown in figure C13(b).  The order of load sequences for
airborne stages are as follows:  gust, symmetrical maneuvers, and unsymmetrical maneuvers.
The minimum and maximum load factors and number of cycles for each operation environment
are discussed in section C5.

1-g

Positive Maneuver

Negative Maneuver

Remaining
Positive Maneuver

1-g

(a) Symmetrical Pairing

(b) Unsymmetrical Pairing

Figure C13.  Range Pairing of Cyclic Loading
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C5.  Contents of Load Spectrum

The generic load spectra are stored in binary form and can be retrieved using the following
FORTRAN code:

READ(iu) NSEG,(CPD(I),I=1,NSEG)
READ(iu) NFLTS
DO 110 I=1,NFLTS

READ(iu) IFLT,IPAIR,(DELTG(J),J=1,IPAIR),
+ MCTR,(MNVR0(J),J=1,MCTR),
+ (ICSEG(J),J=1,NSEG)

110 CONTINUE

where

iu is the FORTRAN unit of the spectrum file

NSEG is the number of stages in the flight profile

CPD is the cabin pressure differentials for each stage of the flight profile;  REAL*8

NFLTS is the total number of flights in the spectrum (i.e., 6000)

IFLT is the flight number (i.e., 1 through 6000)

IPAIR is the number of incremental load factors in the flight (max=2000)

DELTG is the array of incremental load factors;  REAL*4

MCTR is the number of unsymmetrical maneuver incremental load factors in the flight

MNVR0 is the array of the ith number in the flight which is the unsymmetrical maneuver
incremental load factor

ICSEG is the array of the summation count of the number of incremental load factors for
each stage of the flight profile

The number of cycles and maximum and minimum load factors in g’s are summarized in
table C21.
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Table C21.  Number of Cycles and Maximum and Minimum Load Factors in g’s

C6.  Formation of Stress Spectrum

The stress spectrum at the repair location, in either the longitudinal or circumferential direction,
can be converted from the generic load spectrum discussed in section C5 using the equation
shown below:

σ = σp + (1+/-∆g) σ1g (C1)

Where:  σ is the stress at the repair location

σp is the stress due to cabin pressure at the repair location

σp = pr/t for longitudinal cracks and

σp = pr/2t for transverse cracks

σ1g is the 1-g stress due to airplane inertia and aerodynamic loads at the repair location

 ∆g is the incremental load factors defined in the load spectrum

The estimation of σ1g is discussed in the following sections.

Description Wide-Body Jet Narrow-Body Jet
Preflight Taxi: Min/Max ±∆g

Number of Cycles
±0.65
68,520

±0.65
68,520

Takeoff Run: Min/Max ±∆g
Number of Cycles

±0.55
59,052

±0.55
59,052

Climb: Min/Max ±∆g
Number of Cycles

±0.95
1,794,051

±0.95
1,967,689

Cruise: Min/Max ±∆g
Number of Cycles

±0.95
6,834,772

±1.05
923,764

Descent: Min/Max ±∆g
Number of Cycles

±0.95
843,275

±0.95
897,518

Landing: Min/Max ±∆g
Number of Cycles

±1.25
6,000

±1.25
6,000

Landing Roll: Min/Max ±∆g
Number of Cycles

±0.75
129,777

±0.75
129,777

Postflight Taxi: Min/Max ±∆g
Number of Cycles

±0.55
54,048

±0.55
54,048

Total Number of Cycles 9,789,495 4,106,368
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C6.1  Maximum Design 1-g Stress

The 1-g stress (σ1g) at the repair location is to be estimated based on the maximum design 1-g

stress (σ1gm) in the longitudinal direction which is assumed to be a function of the design limit

stress (DLS) and cabin pressure (p).  For in-flight conditions, σ1gm can be expressed in the
equation below:

DLS= pr/2t + DLF ∗ σ1gm (C2)

where:

r is the fuselage radius
t is the skin thickness
DLF is the design limit load factor and DLF=2.50 set forth in FAR Section 25.337(b).

Based on the material allowable (Ftu) and the safety factor (SF), the maximum design limit stress
(DLS) can be expressed as follows:

DLS=Ckd ∗ (Ftu/SF)  (C3)

Where

Ckd is an additional knock down factor applied to the material allowable for assembled
structure which is equal to 0.88 based on experimental data

SF =1.50 for the ultimate design load conditions

From equations C2 and C3

The σ1gm can be expressed as follows:

σ 1gm =
Ckd × Ftu

1.50
 
 

 
 − pr

2t

2.50
 (C4)

For ground operation conditions, the maximum 1-g stress is assumed to be 1/3 of σ1gm, see
section 3 of reference 9.

C6.2  One-g Stress for Repair Location

The maximum 1-g stress (σ1gm) is assumed to occur at the crown area above the wing.  By
further assuming that the 1-g stress at both ends of the fuselage are equal to 0 and the stress
varies linearly between the maximum stress areas and the tip of the fuselage as shown in
figure C14(a) and (b) and the stress varies linearly between the crown area and the cabin floor as
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shown in figure C14(c), stress areas and the tip of the fuselage the 1-g stress at any repair
location can be express as follows:

For flight conditions

for transverse crack in Zone I:

gmg S

L

r

Z
C 121 σσ 











= (C5)

for transverse crack in Zones II and III:

gmg r

Z
C 121 σσ 





= (C6)

for transverse crack in Zone IV:

gmg S

L

r

Z
C 121 1 σσ 
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= (C7)

for longitudinal crack in all zones:

01 =gσ (C8)

For ground conditions

for transverse crack in Zones II and IV

gmg S
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Z
C 121 3

1 σσ 
















= (C9)

for transverse crack in Zones II and III

gmg r

Z
C 121 3

1 σσ 










= (C10)

for transverse crack in Zone I and longitudinal crack in all zones

01 =gσ (C11)

where

Z is the distance between the repair location and the cabin floor line, a positive value
indicates the repair is above the floor line; a negative value indicates the repair is below
the floor line
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r is the radius of the fuselage
L is the distance between the repair location and the reference point as shown in figure C2
S is the length of Zone as shown in figure C2
C2 is the average payload factor, 0.70

pr/2t

pr/2t+ασ1g

pr/2t

Zone IVII IIIZone I

1.3 < α <1.5

(a)  Stress Distribution of Flight Condition s

Zone I

σ1gm/ 3

Zone IVII III

(b)  Stress Distribution of Ground Condition

radius

pr/2t+σ
1g

pr/2t-σ
1g

Z

Cabin Floor

(c)

Figure C14.  Stress Distribution Diagram
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C7.  Rainflow Count and Truncation

The stress sequences for the repair location will be counted using the rainflow method one flight
at a time and then truncated at a range of 2000 psi.  The rainflow counting method is one of the
resequencing processes generally applied to a flight-by-flight stress spectrum prior to the crack
growth analysis.  The method is illustrated in figure C15.  Orienting the graphical display of the
stress sequence vertically, it is considered as a stack of roofs.  Rain is assumed to flow from each
roof.  If it runs off the roof, it drops down on the roof below, etc., where it does not continue on a
roof that is already wet.  The stress range is equal to the rainflow range indicated by AB, CD,
etc., in figure C15.  The details of standard rainflow counting process are described in ASTM E-
1049, reference 10.

A

D

B

C

E

HG

K L F

M

P
Q N

Figure C15.  Rainflow Count

The truncation of lower stress levels is important for the efficiency of crack growth calculation.
Truncation means that cycles below a certain magnitude are simply omitted.  The argument is
that low stress excursions do not contribute much to crack growth, especially in view of the
retardation effects.  Since there are so many cycles of low amplitude, their omission speeds up
crack growth calculations.  The final stress sequences, after rainflow counting and truncation, are
used in the crack growth analysis portion of RAPID program.
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Appendix DOne-Cycle Equivalent Stress Calculation

D1.  Introduction

This appendix describes the derivation of the one-cycle equivalent stress for the stress spectrum
either generated by RAPID or provided by the user.  The one-cycle equivalent stress is used in
the crack growth prediction of the repaired skin using the simplified method.  The procedure has
been implemented in RAPID and validated through an example repair.

D2.  Derivation

In the crack growth analysis using the simplified method, the crack growth life Nij  for a crack
growing from the size a

i
 to the size a

j
 (a

j
 > a

i
) under a repeated flight can be calculated using the

following equation D1:

Nij C
SGij

p= −1
( )  (D1)

In equation D1, C and p are the coefficients in the Walker’s crack growth equation,

{ }da
dN

C R) Kq
Max

p
= −(1

 
(D2)

where Kmax is the stress-intensity factor evaluated at the stress σMax of the given stress cycle and
R is the stress ratio of that cycle.

The parameter S in equation D1 is the one-cycle equivalent stress of the repeated flight, and Gij is
the geometry term pertinent to the crack geometry of the repaired skin.

The equivalent stress S can be obtained by the equation:

[ ]S RMax j j
q

j

m p
p= −

=
∑{ ( ) },

/σ 1
1

1 (D3)

where q is the coefficient in the Walker’s crack growth equation, σMax,j and Rj are the maximum
stress and the stress ratio, respectively, of the j-th cycle, and m is the total number of cycles in the
repeated flight.

The geometry term Gij can be calculated by the equation:

G a a daij a

a p p

i

j= ∫ − −{ [ ( ) ]  } /β π 1 (D4)

where β(a) is the geometry factor, and a is the crack length.
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Suppose a stress spectrum at the repair location contains M successive flights. Let mj be the
number of stress cycles in the j-th flight.  A representative stress spectrum is depicted in
figure D1.

Figure D1.  A Representative Stress Spectrum

With the stress spectrum in each flight prescribed, the one-cycle equivalent stress Sj for each j-th
flight can be calculated using equation D3, and is schematically shown in figure D2.

Time Sequence

Figure D2.  One-Cycle Equivalent Stress

Consider a stress spectrum containing M flights as shown in figure D2.  The equivalent stress SEq

of a flight in the spectrum, is shown in figure D3

Time Sequence

Figure D3.  Equivalent Stress of M Flights
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can be calculated as

 S
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(D5)

Substitution of equation D3 into equation D5 gives
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which can be rewritten as

[ ]
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1

(D7)

The variable n in equation D7 is the total number of stress cycles in the stress spectrum.

D3.  Implementation and Validation

The calculation of the equivalent stress SEq for a stress spectrum containing M flights has been
implemented in RAPID.  The implementation has also been validated through the following
examples.

A skin repair with an external doubler mechanically fastened to the skin is shown in figure D4.
The skin and repair doublers are made of the 2024-T3 clad sheet.  Two fastener types, NAS1097-
E6 and HL326-6, are used.  Dimensions of the skin cutout and the repair doublers are given in
figure D4.
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Edge distance = 0.5"

Frame

Longeron

Doubler

Skin Cutout

18.0"

24.0"

19.0"

Skin

16.0"8.0"9.0"

Skin:
2024-T3 Clad Sheet"
Thickness = 0.063"

Doubler:
2024-T3 Clad Sheet
Thickness = 0.071"

Rivets:
NAS1097-E6
HL326-6

Pitch = 1.0"Note:  Frame and Longeron’s Effect Ignored

Figure D4.  Description of the Example Repair

The radius near the repair is 120.0 inches, and the pressure differential is assumed to be 8.6 psi.
To perform the crack growth analysis, initial longitudinal cracks are postulated at the critical
center fastener hole in the first fastener row in the skin.

It is assumed that the skin near the repair location is subjected to a stress spectrum of 20,887
stress cycles representing 1/10 of the design life of the aircraft.  An overall spectrum summary is
provided in table D1.  A factor of 1.5 in magnitude is used in the analysis.
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Table D1.  Overall Spectrum Summary

Peak Range Stress Ratio
Distribution Distribution Distribution

    Peak Stress   Cycles     Stress Range   Cycles    Stress Ratio   Cycles

Below -5000. 0 Below 0 Below -2.00 0
-5000. -4000. 0  0. 1000. 0 -2.00 -1.90 0
-4000. -3000. 0 1000. 2000. 0 -1.90 -1.80 0
-3000 -2000. 0 2000. 3000. 14585 -1.80 -1.70 0
-2000. -1000. 0 3000. 4000. 379 -1.70 -1.60 0
-1000. 0. 0 4000. 5000. 13 -1.60 -1.50 0

0. 1000. 0 5000. 6000. 0 -1.50 -1.40 0
1000. 2000. 0 6000. 7000. 2361 -1.40 -1.30 0
2000. 3000. 0 7000. 8000. 3256 -1.30 -1.20 0
3000. 4000. 0 8000. 9000. 270 -1.20 -1.10 0
4000. 5000. 145 9000. 10000. 22 -1.10 -1.00 0
5000. 6000. 7358 10000. 1000. 1 -1.00 -0.90 0
6000. 7000. 1717 11000. 12000. 0 -0.90 -0.80 0
7000. 8000. 802 12000.  13000. 0 -0.80 -0.70 0
8000. 9000. 9697 13000.  14000. 0 -0.70 -0.60 0
9000. 10000. 1085 14000.  15000. 0 -0.60 -0.50 0

10000. 11000. 78 15000.  16000. 0 -0.50 -0.40 0
11000. 12000. 5 16000.  17000. 0 -0.40 -0.30 0
12000. 13000. 0 17000.  18000. 0 -0.30 -0.20 0
13000. 14000. 0 18000.  19000. 0 -0.20 -0.10 0
14000. 15000. 0 19000. 20000. 0 -0.10 0.00 0
15000. 16000. 0 20000. 21000. 0 0.00 0.10 0
16000. 17000. 0 21000. 22000. 0 0.10 0.20 4571
17000. 18000. 0 22000. 23000. 0 0.20 0.30 1340
18000. 19000. 0 23000. 24000. 0 0.30 0.40 17
19000. 20000. 0 24000. 25000. 0 0.40 0.50 126
20000. 21000. 0 25000. 26000. 0 0.50 0.60 2122
21000. 22000. 0 26000. 27000. 0 0.60 0.70 8453
22000. 23000. 0 27000. 28000. 0 0.70 0.80 4258
23000. 24000. 0 28000. 29000. 0 0.80 0.90 0
24000. 25000. 0 29000. 30000. 0 0.90 1.00 0
25000. 26000. 0 30000. 31000. 0 1.00 1.10 0
26000. 27000. 0 31000. 32000. 0 1.10 1.20 0
27000. 28000. 0 32000. 33000. 0 1.20 1.30 0
28000. 29000. 0 33000. 34000. 0 1.30 1.40 0
29000. 30000. 0 34000. 35000. 0 1.40 1.50 0
30000. 31000. 0 35000. 36000. 0 1.50 1.60 0
31000. 32000. 0 36000. 37000. 0 1.60 1.70 0
32000. 33000. 0 37000. 38000. 0 1.70 1.80 0
33000. 34000. 0 38000. 39000. 0 1.80 1.90 0
34000. 35000. 0 39000. 40000. 0 1.90 2.00 0
Above 35000. 0 Above 40000. 0 Above 0.0 0

Total Cycles = 20887
Total No. of Flights = 5910
Highest Peak = 11760.30
Lowest Valley = 1082.95
Largest Range = 10283.55
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To perform the crack growth analysis, it is assumed that a crack of size equal to 0.05″ initially
exists at the critical fastener hole in the skin.  The crack grows towards the adjacent hole and
enters the hole.  When the crack grows into the hole, it is assumed that two equal-length cracks
of 0.005″ exist at outer holes.  The cracks continue to grow to form linked-up holes.  The
analysis proceeds until the residual strength of the repaired skin drops to the limit stress of the
skin.

The scenarios for (a) a crack growing towards the adjacent hole and (b) continuing damage when
the crack growing into the hole are depicted in figure D5.

(a) Prior to Entering the Hole

(b) Continuing Damage

Figure D5.  Crack Growth Scenario

To perform the crack growth analysis using the simplified method, an equivalent stress Seq  equal
to 11.915 ksi was calculated using equation D7.  With this equivalent stress, RAPID calculates
the crack growth.  The analysis result was then compared with that obtained using the RAPID
cycle-by-cycle method.

Crack growth analysis results obtained from RAPID using the equivalent stress in the simplified
method and the cycle-by-cycle method are plotted in figure D6.
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σBearing

R a

σBypass

σBearing
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Pitch

a



D-7

Figure D6.  Crack Growth Life of the Example Repair

As shown in figure D6, the crack growth obtained using the equivalent stress in the simplified
method is nearly identical to that from the cycle-by-cycle method.  In this analysis, the crack
growth was calculated based on the zero stress ratio (R = 0.0) in the simplified method.  The
crack growth da/dN material data used in the cycle-by-cycle method were obtained for various
stress R ratios using the Walker’s equation.  In this manner, the straight-line portion of the da/dN
data were used in both analyses.  Based on the analysis results shown in figure D6, it
demonstrates that the simplified crack growth analysis method based on an equivalent stress
converted from the stress spectrum produces the same crack growth life as that using the cycle-
by-cycle method.

Suppose the actual da/dN data, instead of that from the Walker’s equation, were used in the
cycle-by-cycle method.  The crack growth life obtained is compared with that from the simplified
method in figure D7.  It shows that the crack growth life obtained from the cycle-by-cycle
method (144,757 flights) is about 3.5% shorter than that from the simplified method (149,850
flights).
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Figure D7.  Crack Growth Life of the Example Repair

D4.  Reference

1. T. Swift, “Repairs to Damage Tolerant Aircraft,” Structural Integrity of Aging Airplanes,
edited by S. N. Atluri, S. G. Sampath, and P. Tong, Springer-Verlag, 1991, pp 433-483.

Cycle-by-Cycle Simplified Method
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Appendix EProximate Repairs

E1.  Introduction

The purpose of the investigation was to evaluate the interaction of two riveted repair patches
when they are located in close proximity of each other on a uniaxially loaded flat sheet.

E2.  Approach

The study analyzed two rectangular patches situated perpendicular to the load direction.  The
patches were positioned in parallel formation (side-by-side), and in-series formation with respect
to the load direction, as shown in figure E1.

Figure E1.  Rectangular Patches Placed Side-By-Side and In-Series Arrangements
Relative to Load

Study parameters included the patch size and patch separation distance in both x and y directions.
Two patch sizes, 15″ x 25″ and 25″ x 25″ riveted over 10″ x 15″ and 15″ x 15″ skin cutouts, were
used in various combinations to determine the proximity effects between the patches.  The
interference between the patches was monitored by evaluating the forces in the patch-to-skin
fasteners while moving the proximate patch into different positions around the subject patch.

In the side-by-side arrangement, figure E2a, the right edge of the subject patch was initially
located next to the left edge of the proximate patch and then moved away (in the x direction)
in 2″ increments until a total separation of 14″ was reached.  The proximate patch was then
moved laterally in the y direction in 2″ increments and the previous x directional positioning
sequence was repeated.  The y directional relative motion was proceeded until a 24″ lateral shift
was attained.

σ

σ

Side-By-Side
Arrangement

   In-Series
Arrangement
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Figure E2a.  Side-By-Side Patch Arrangement in Proximity Interaction Studies

In the in-series arrangement, the bottom edge of the proximate patch was placed next to the top
edge of the subject patch and the then moved away in the normal direction (y direction) in 2″
increments (figure E2b).  The patches were then shifted laterally in the x direction repeating the
y directional separation sequence compiling normalized fastener load data into the results matrix.
The lateral shift was repeated until the proximate patch had moved 36″ in the y direction from its
original position relative to the subject patch.

Figure E2b.  In-Series Patch Arrangement in Proximity Interaction Studies
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The aircraft fuselage skin repair areas were idealized with a large (140″ x 200″) coarsely meshed
flat sheet that had two finely meshed patches located approximately at the center.  The damage
zone was idealized by removing the skin under the patches except in the rivet zones.  The rivets
were modeled with beam elements with their stiffnesses calculated as follows:

Shear stiffness of fastener using Swift’s equation:

( )21
s t/dt/dBA

Ed
K

++
=

where  E (elastic modules) = 10.5 x 106 psi; d = 0.1875″ (3/16″ dia),  t1 = 0.063″, t2 = 0.071″, and
constants  A = 5.0  and B = 0.8 for aluminum.  Substituting into the above equation results in

Ks = 207,375 lbs/in.

The shear stiffness is translated to area factors for shear, K1 and K2, using the following beam
deflection equation

DEFL = ( l 3 / 3 E I )bend + ( l / K1 G A)shear

where E I = infinite  (no bending allowed), G (shear modulus) = 4.04x106 psi, and l = 0.067″.

Solving the above equation for K1 by substituting unit deflection = 1/207,375:

Area Factor for Shear, K1 = 0.125

A finite element NASTRAN model of one of the cases is shown in figure E3.  The model
consists of more than 6000 quadrilateral and triangular plate elements to idealize the skin and the
patches and 492 beam elements representing the fastener rivets.  The patches were located 0.067″
outside of the skin with the beam elements connecting the corresponding nodes to the skin in
three rows around the patch perimeters.

The repaired sheet containing the patches was subjected to uniform 1000 psi uniaxial far field
stress applied in the y direction.  Since only shear deformations of the fastener rivets were
considered, the skin and the patches were restrained from bending in the out-of-plane direction.

The physical dimensions used in the study simulated those used in commercial aircraft.  The skin
thickness was selected as 0.063″, and the patch thickness as 0.071″.  The rivet size (the diameter)
was 0.01875″ (3/16″).

This study included two patch sizes, 25″ x 15″ and 25″ x 25″ (outside dimensions).  The rivets
were placed 1″ apart in three rows around the patch perimeters.
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Figure E3.  Finite Element NASTRAN Model of Typical Study Case

E2.  Summary of Results

Six basic patch arrangements were included in the study.

• Two side-by-side small (25″ x 15″) patches
• A small patch positioned beside a large (25″ x 25″) patch
• Two side-by-side large patches
• Two small patches in-series (refer to figure E1 for details)
• A small patch positioned in-series with a large patch
• Two large patches in-series
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Each arrangement consisted of approximately 40 relative patch position varying how the
proximate patch was situated in relation to the subject patch.

Although a large number of fastener forces were tracked throughout the positioning iterations,
only the corner fasteners were identified with highest magnitudes and were included in the result
data reduction.  Due to the large amount of data accumulated in these analyses, only summaries
of results are included in this section.

E2.1  Preliminary Analysis

In the preliminary analysis the following observation were made.

• The fastener loads peaked when the corners of the proximate patch were positioned close
to the corners of the subject patch.

• The highest fastener loads occurred when the proximate patch was placed as close to the
subject patch as possible.

• The fastener loads approached single patch values quickly in the in-series configuration
when the proximate patch was positioned away from the subject patch in the lateral (x)
direction.

• The fastener loads approached the single patch values very slowly in the side-by-side
arrangement when the proximate patch was positioned away from the subject patch in the
lateral (y) direction.  (As seen in figure E1, the normal and lateral distances between the
side-by-side and in-series arrangements are not coincident but in fact are shifted 90
degrees (x and y axes are switched)).

E2.2  Correction Factors

The correction factors for repair patch proximity studies were obtained directly from the
increases in the subject patch fastener loads at critical corner locations as the proximate patch
was moved with respect to the subject patch.  Since the objective of these analyses was to
provide input for the automated damage tolerance analysis, the interest lies in the load factor
increase and not the decrease.  Therefore, only the correction factors exceeding unity are
presented.

E2.2.1  Side-By-Side Patch Arrangement

The correction factors peak at two locations when the proximate patch is moved laterally in the y
direction (the x coordinate axis lies horizontally pointing right while the y axis points up) along
the subject patch.

The first case occurs when corner no. 3 (p3) of the proximate patch approaches corner no. 1 (s1)
of the subject patch (corners 1 though 4 are located counter clockwise starting with no. 1 at the
top right) as shown in figure E4.  In the figure, the proximity distance yp3 - ys1 is the relative
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distance ∆y in the y direction between the corner p3 of the proximate patch and s1 of the subject
patch. The maximum value is reached when the bottom edge fastener row of the proximate patch
is 1 inch above the top edge fastener row of the subject patch in the y direction and horizontally
patches lie next to each other.
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Figure E4.  Correction Factor Versus Proximity Distance yp3 - ys1

As the proximate patch is moved further down along the side of the subject patch, the correction
factor drops below unity and is therefore not presented until corner no. 2 (p2) of the proximate
patch approaches corner no. 4 (s4) of the subject patch.  The correction factor peaks at the same
values as in the case of the corners no. 3 (p3) of the proximate patch and no. 1 (s1) of the subject
patch but in the reverse order due to the y symmetry.  This plot is shown in figure E5.  In the
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figure, the proximity distance yp2 - ys4 is the relative distance ∆y in the y direction between the
corner p2 of the proximate patch and s4 of the subject patch.
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Figure E5.  Correction Factor Versus Proximity Distance yp2 - ys4
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E2.2.2  In-Series Patch Arrangement

The correction factors peak at four locations when the proximate patch is moved laterally (in the
x direction) along the subject patch.

In the first case, corner no. 4 (p4) of the proximate patch approaches corner no. 2 (s2) of the
subject patch as shown in figure E6.  In the figure, the proximity distance xs2 - xp4 is the relative
distance ∆x in the x direction between the corner s2 of the subject patch and p4 of the proximate
patch.  The maximum value is reached when the fastener row of the right edge of the proximate
patch is lined up with the fastener row for the left edge of the subject patch.
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Figure E6.  Correction Factor Versus Proximity Distance xs2 - xp4
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The next peaks occur when corner no. 3 (p3) of the proximate patch approaches corner no. 2 (s2)
of the subject patch (figure E7) or corner no. 4 (p4) of the proximate patch approaches corner no.
1 (s1) of the subject patch (figure E8). The order in which these conditions occur depends on the
relative widths of the proximate and the subject patches.

In figure E7, the proximity distance xs2 - xp3 is the relative distance ∆x in the x direction
between the corner s2 of the subject patch and p3 of the proximate patch.
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Figure E7.  Correction Factor Versus Proximity Distance xs2 - xp3

In figure E8, the proximity distance xs1 - xp4 is the relative distance ∆x in the x direction
between the corner s1 of the subject patch and p4 of the proximate patch.
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Figure E8.  Correction Factor Versus Proximity Distance xs1 - xp4

The fourth peak occurs when corner no. 3 (p3) of the proximate patch approaches corner no. 1
(s1) the subject patch.  This case is shown in figure E9.  In the figure, the proximity distance
xs1 - xp3 is the relative distance ∆x in the x direction between the corner s1 of the subject patch
and p3 of the proximate patch.
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Figure E9.  Correction Factor Versus Proximity Distance xs1 - xp3

E2.2.3  Crack Growth Life Prediction

To estimate the crack growth life of a subject repair near a proximate repair, an engineering
approach is employed.  In this approach, the life of the subject repair alone is first determined.
The life is then modified by the life reduction factor to estimate the reduced life due to influence
of the proximate repair:

Life with proximity effect  =  Life w/o proximity effect ∗ LRF
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The life reduction factor (LRF) is plotted against the fastener load correction factor Fproximity / F0

in figure E10.  In the figure, F0  is the critical corner fastener load of the subject repair alone
based on 1000 psi reference applied stress.  The fastener load correction factor is the correction
factor discussed in section E2.2 (figures E4 through E9).
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Appendix FRepairs at Stiffeners

F1.  Introduction

This appendix describes the database development of load transfers along the critical fastener
row in a skin repair at stiffeners.  The stiffening effect on geometry factors compiled from open
literature is also provided for the crack growth of repaired skin.

F2.  Approach

A parametric study was conducted for Type III repairs, using the two-dimensional finite element
method, to obtain fastener load transfers in skin repairs at a stiffener.  Parameters considered in
the study included (1) location of the stiffener, (2) cross-sectional area of the stiffener, and (3)
skin thickness.  Figure F1 shows the four stiffener locations considered in the study.

     

Figure F1.  Stiffener Locations in Parametric Study

The three cross-sectional areas of the stiffener considered in the study were 0.25, 0.50, and 1.0
square inch.  Three skin thicknesses, 0.050″, 0.071″, and 0.090″ were used, and the doubler
thickness was one gauge more than that of the skin.  In this study, the bending rigidity of the
stiffener was ignored.

(a) at Center Fastener Column (b) at Fastener Columns Along
      the Edge of Skin Cutout

(c) at Fastener Columns
      Next to Skin Cutout

(d) at Corner Fastener Columns
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The study was conducted using the two-dimensional finite element method.  Due to double
symmetry of the geometry as well as the stress applied in the skin, the analysis was performed on
one quarter of the repaired skin.  A typical finite element model representing one quarter of the
repaired skin is shown in figure F2.

Figure F2.  Typical Finite Element Model of a Repair at Stiffener

In the model, the skin and the repair doubler were modeled using the quadrilateral membrane
element.  The stiffener was modeled using the rod element, and the fastener was modeled using
the beam element with the shear rigidity calculated based on the Swift’s equation:
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In the above equation, E is the average of the moduli of sheet materials jointed together, d is the
fastener hole diameter, tSkin and tDoubler are the thicknesses of the skin and doubler, and A and B
are empirical constants taking the values of 5.0 and 0.8 for aluminum rivets, respectively.  The
calculated value was input directly to the finite element program.  In the analysis, the repaired
skin is subjected to a reference far field stress of 1000 psi.

To perform the damage tolerance analysis of skin repairs, the stress field near fastener holes in
the skin needs to be known.  The skin stress prior to the load transfer is referred to as the gross
stress, the bearing stress as the average hole bearing stress in the skin exerted by the fastener
load, and the bypass stress as the skin stress after the load transfer.  These skin stresses are shown
in figure F3.
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Figure F3.  Skin Stresses Near a Fastener Hole

Analysis results are presented in terms of bearing factors, bypass factors, and stress scale factors
in the database.  The bearing and bypass factors are the ratios of the bearing and bypass stresses
in the skin divided by the gross stress, respectively.  The stress scale factor is the ratio between
the gross stress and the reference applied far field stress.  These factors are calculated as follows.

Bearing Factor (BRF) = σBearing/σGross

Bypass Factor (BPF) = σBypass/σGross

Stress Scale Factor (SSF) = σGross/σFar Field

In figures F4 through F15, analysis results in terms of (a) fastener load transfers, (b) bearing
factors, (c) bypass factors, and (d) stress scale factors are presented for each stiffener location.
The results are plotted for each stiffener area considered together with the case of zero area
which means no stiffener.
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Figure F4.  Fastener Loads for Stiffener Located at the Center Fastener Column, Skin Thickness = 0.050″,
 Doubler Thickness = 0.063″
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Figure F5.  Fastener Loads for Stiffener Located at the Center Fastener Column, Skin Thickness = 0.071″,
Doubler Thickness = 0.080″
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Figure F6.  Fastener Loads for Stiffener Located at the Center Fastener Column, Skin Thickness = 0.090″,
Doubler Thickness = 0.100″
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Figure F7.  Fastener Loads for Stiffener Located at the Fastener Column Along the Edge of Skin Cutout, Skin Thickness = 0.050″,
 Doubler Thickness = 0.063″

∆

◊
A = 1.00 in2

       0.50 in2

       0.25 in2

       0.00 in2 ∆

◊
A = 1.00 in2

       0.50 in2

       0.25 in2

       0.00 in2

∆

◊
A = 1.00 in2

       0.50 in2

       0.25 in2

       0.00 in2

∆

◊
A = 1.00 in2

       0.50 in2

       0.25 in2

       0.00 in2

F
-7



20

21

22

23

24

25

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

F
as

te
ne

r 
Lo

ad
 (

Lb
s)

(a) Fastener Load Transfers

1.2

1.3

1.4

1.5

1.6

1.7

1.8

1.9

2

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

B
ea

rin
g 

F
ac

to
r

(b) Bearing Factors

0.6

0.65

0.7

0.75

0.8

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

B
yp

as
s 

F
ac

to
r

(c) Bypass Factors

0.85

0.95

1.05

1.15

1.25

1 2 3 4 5 6 7 8 9 10 11 12 13 14

Fastener Column

S
tr

es
s 

S
ca

le
 F

ac
to

r

(d) Stress Scale Factors

Figure F8.  Fastener Loads for Stiffener Located at the Fastener Column Along the Edge of Skin Cutout, Skin Thickness = 0.071″,
Doubler Thickness = 0.080″
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Figure F9.  Fastener Loads for Stiffener Located at the Fastener Column Along the Edge of Skin Cutout, Skin Thickness = 0.090″,
Doubler Thickness = 0.100″
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Figure F10.  Stiffener Located at the Fastener Column Next to Skin Cutout, Skin Thickness = 0.050″,
 Doubler Thickness = 0.063″
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Figure F11.  Stiffener Located at the Fastener Column Next to Skin Cutout, Skin Thickness = 0.071″,
 Doubler Thickness = 0.080″
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Figure F12.  Stiffener Located at the Fastener Column Next to Skin Cutout, Skin Thickness = 0.090″, Doubler Thickness = 0.100″
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Figure F13.  Stiffener Located at the Corner Fastener Column, Skin Thickness = 0.050″, Doubler Thickness = 0.063″
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Figure F14.  Stiffener Located at the Corner Fastener Column, Skin Thickness = 0.071″, Doubler Thickness = 0.080″
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Figure F15.  Stiffener Located at the Corner Fastener Column, Skin Thickness = 0.090″, Doubler Thickness = 0.100″
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F3.  Geometry Factors

The stiffening effect on geometry factors compiled from reference 1 is provided below for the
crack growth analysis of repairs at stiffeners.  In the following presentation, the geometry factor
is the ratio of the stress-intensity factor of a crack in the stiffened sheet divided by that of the
Griffith crack in a unstiffened sheet.  The following nomenclatures are used.

         a  = Half crack length
         t  = Sheet thickness
         h  = Fastener pitch
         b  = Center of crack to stiffener (figure 18)

    or Stiffener spacing (figure 19)
         A = Stiffener cross-sectional area
        E1 = Young’s modulus of sheet
        E2 = Young’s modulus of stiffener
        λ  =  2E1 at / (AE2 )
         s  = E2 A / (E1 bt )
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Figure F16.  Crack Symmetrical About a Stiffener (Stiffener Broken at Crack Line)
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Figure F17.  Crack Symmetrical About a Stiffener (Stiffener Intact at Crack Line)
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Figure F18.  Crack Near a Stiffener in a Sheet
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Figure F19.  Crack in a Sheet With Periodically Spaced Stiffeners, Crack at Stiffener
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Figure F19.  Crack in a Sheet With Periodically Spaced Stiffeners, Crack at Stiffener (Continued)
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Figure F20.  Crack in a Sheet With Periodically Spaced Stiffeners (Crack Midway Between
Two Stiffeners)
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Figure F20.  Crack in a Sheet With Periodically Spaced Stiffeners, Crack Midway Between
Two Stiffeners (Continued)
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Appendix GRepairs Over Splice Joints

G1.  Introduction

This appendix describes the database development of load transfers along the critical fastener
row in a skin repair over splice joints.  The damage tolerance analysis of repaired splice joints
near stiffeners is also described.

G2.  Approach

Parametric studies were conducted for repairs over butt joints and lap joints using the two-
dimensional finite element method to obtain fastener load transfers.  Parameters considered in the
study included (1) type of splice joints, (2) skin and repair doubler thicknesses, and (3) layer and
size of skin cutout.  A butt joint can have either a single splice or doubler splices.  In either case,
it was assumed, for simplicity of the analysis, that the repair over the butt joint was symmetrical
about the splices.  Figure G1 shows a repair over splice joints with (a) single splice and
(b) double splices.

(a) Single Splice (b) Double Splices

Figure G1.  Repairs Over Butt Joints

For repairs over lap joints, three cases were considered:  (a) skin cutout in upper skin with a
flushed repair doubler over the upper skin, (b) skin cutout in upper skin with a T-shaped doubler
over the lower skin, and (c) skin cutouts in both the upper and the lower skin with a T-shaped
doubler and two repair doublers over the upper and underneath the lower skin, respectively.
Figure G2 shows three cases of repairs over lap joints.

(a) Cutout in Upper Skin With
Filler and Flushed Repair
Doubler

(b) Cutout in Upper Skin With
T-Shaped Filler and Outer
Repair Doubler

(c) Cutouts in Upper Skin and Lower
Skin With T-Shaped Filler and
Two Repair Doublers

Figure G2.  Repairs Over Lap Joints
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In the study of repairs over butt joints, a skin cutout of size equal to one-frame bay by two-
longeron bays was used.  Three skin thicknesses, 0.050″, 0.071″, and 0.090″, were considered.
The filler thickness was the same as that of the skin, and the doubler thickness was one gauge
more than that of the skin.

The study was conducted using the two-dimensional finite element method.  Due to double
symmetry of the geometry and the stress applied to the skin, the analysis was performed on one
quarter of the repaired skin.  Typical finite element models representing one quarter of the
repaired butt joints with single and double splices are shown in figure G3.

(a)  Butt Joint With Single Splice

(b)  Butt Joint With Double Splices

Figure G3.  Finite Element Models of Repairs over Butt Joints

In the finite element model, the skin, filler, and the repair doubler were modeled using the
quadrilateral membrane element.  The stiffener was modeled using the rod element, and the
fastener was modeled using the beam element with the shear rigidity calculated based on the
Swift’s equation:

K
Ed

A B
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t

=
+ +( )

1 2
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In the above equation, E is the average modulus of sheet materials jointing together, d is the
fastener hole diameter, t1 and t2 are the thicknesses of the two immediate layers that joint
together, respectively.  The quantities A and B are empirical constants taking the values of 5.0
and 0.8 respectively for aluminum rivets.  The calculated value was input directly to the finite
element program.  In the analysis, the repaired skin is subjected to a reference far field stress of
1000 psi.

To perform the damage tolerance analysis of  skin repairs, the stress field near fastener holes in
the skin needs to be known. Let the skin stress prior to the load transfer be referred as the gross
stress, the bearing stress be the average hole bearing stress in the skin exerted by the fastener
load, and the bypass stress be the skin stress after the load transfer.  These skin stresses are
shown in figure G4.

Figure G4.  Skin Stresses Near a Fastener Hole

Analysis results are presented in terms of bearing factors, bypass factors, and stress scale factors
in the database.  The bearing and bypass factors are the ratios of the bearing and bypass stresses n
the skin divided by the gross stress, respectively.  The stress scale factor is the ratio between the
gross stress and the reference applied far field stress.  These factors are calculated as follows.

Bearing Factor (BRF) = σBearing/σGross

Bypass Factor (BPF) = σBypass/σGross

Stress Scale Factor (SSF) = σGross/σFar Field

G3.  Results for Fastener Loads

Analysis results in terms of (a) fastener load transfers, (b) bearing factors, (c) bypass factors, and
(d) stress scale factors for each skin thickness considered in the analysis are presented in figures
G5 through G7.  The results are plotted for the single and double splices together with those for
Type III baseline repairs.

σ Far Field

σGross

σBearing

σBypass

σ Far Field

Crack
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Figure G5.  Skin Thickness = 0.050″ (a) Fastener Load Transfers, (b) Bearing Factors, (c) Bypass Factors, and (d) Stress Scale Factors
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Figure G6.  Skin Thickness = 0.071″ (a) Fastener Load Transfers, (b) Bearing Factors, (c) Bypass Factors, and (d) Stress Scale Factors
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Figure G7.  Skin Thickness = 0.090″ (a) Fastener Load Transfers, (b) Bearing Factors, (c) Bypass Factors, and (d) Stress Scale Factors
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The load transfer increases at the center fastener along the critical fastener row in repaired butt
joints.  In crack growth analysis of repaired butt joints, it is thus assumed that the initial crack
starts on the near side of the hole growing toward the edge of the skin.  Once the crack breaks
through the edge of the skin, a crack exists instantaneously on the opposite side of the hole and
grows toward the adjacent hole.  The crack continues to grow until the residual strength of the
repaired skin falls below the limit stress.  This crack scenario is depicted in figure G8.

Crack Initiation

Continuing Growth

σ

σ

σ

Figure G8. Crack Initiation and Continuing Growth

Similar analysis was performed for repairs over lap joints as shown in figure G2.  In the analysis,
three skin cutout sizes, 2″ by 6″, 2″ by 20″, and 5″ by 6″, were considered.  The skin thicknesses
used were 0.050″, 0.071″, and 0.090″.  The repair doubler thickness is one gauge higher than the
skin thicknesses.  Analysis results of the stress factors along the critical fastener row are
presented in figures G9 through G23.  In each figure, the fasteners are numbered from the free
edge of the skin counting inwards.
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Figure G9.  Cutout in Upper Skin With Filler and a Flushed Repair Doubler,
Skin Cutout Size:  2″ by 6″
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Figure G10.  Cutout in Upper Skin With Filler and a Flushed Repair Doubler,
Skin Cutout Size:  2″ by 20″
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Figure G11.  Cutout in Upper Skin With Filler and a Flushed Repair Doubler,
Skin Cutout Size:  5″ by 6″
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Figure G12.  Cutout in Upper Skin With a T-Shaped Filler and an Outer Repair Doubler
Skin Cutout Size:  2″ by 6″
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Figure G13.  Cutout in Lower Skin With a T-Shaped Filler and an Outer Repair Doubler,
Skin Cutout Size:  2″ by 6″
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Figure G14.  Cutout in Upper Skin With a T-Shaped Filler and an Outer Repair Doubler,
Skin Cutout Size:  2″ by 20″
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Figure G15.  Cutout in Lower Skin With a T-Shaped Filler and an Outer Repair Doubler,
Skin Cutout Size:  2″ by 20″
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Figure G16.  Cutout in Upper Skin With a T-Shaped Filler and an Outer Repair Doubler,
Skin Cutout Size:  5″ by 6″
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Figure G17.  Cutout in Lower Skin With a T-Shaped Filler and an Outer Repair Doubler,
Skin Cutout Size:  5″ by 6″
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Figure G18.  Cutouts in Upper Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size: 2″ by 6″
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Figure G19.  Cutouts in Lower Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size: 2″ by 6″
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Figure G20.  Cutouts in Upper Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size:  2″ by 20″
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Figure G21.  Cutouts in Lower Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size 2″ by 20″
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Figure G22.  Cutouts in Upper Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size:  5″ by 6″
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Figure G23.  Cutouts in Lower Skin With a T-Shaped Filler and Two Repair Doublers,
Skin Cutout Size:  5″ by 6″
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G4.  Review

A review of the analysis results reveals the location of maximum fastener load transfer along the
critical fastener row as follows.  The crack is assumed to initiate at the maximum load transfer
location for the crack growth analysis.

G4.1  Cutout in Upper Skin With Filler and a Flushed Repair Doubler

The maximum fastener load occurs at the first fastener from the free edge of the upper skin.  The
initial crack and subsequent crack growth is assumed as shown in figure G24.

Figure G24.  Cutout in Upper Skin With Filler and a Flushed Repair Doubler, Initial Crack and
Subsequent Crack Growth

G4.2  Cutout in Upper Skin With a T-Shaped Filler and an Outer Repair Doubler

For the upper skin, the maximum fastener load occurs at the first fastener from the free edge. The
initial crack and subsequent crack growth is assumed the same as shown in figure G24.  For the
lower skin, the maximum fastener load occurs at the first fastener from the free edge of the upper
skin. The initial crack and subsequent crack growth is assumed as shown in figure G25.

Initial Crack

σ

σ

σ

σ

Subsequent Crack Growth
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Figure G25.  Cutout in Upper Skin With a T-Shaped Filler and an Outer Repair Doubler, Initial
Crack and Subsequent Crack Growth

G4.3  Cutouts in Upper Skin and Lower Skin With a T-Shaped Filler and Two Repair
Doublers

For the upper skin, the maximum fastener load occurs at the first fastener from the free edge.
The initial crack and subsequent crack growth is assumed the same in figure G24.  For the lower
skin, the maximum fastener load occurs at the first fastener from the free edge of the upper skin.
The initial crack and subsequent crack growth is assumed the same as in figure G25.

The damage tolerance analysis of repaired splice joints without considering the neighboring
stiffeners is done according to the procedures described in section 3.0.  For damage tolerance
analysis of splice joint repairs near stiffeners, an engineering approach is employed to account
for the stiffener effect on the crack growth life.  In this approach, a database of life correction
factors to account for the stiffener effect on the crack growth life is first developed as a function
of the crack length, cross-sectional area and location of the stiffener, and the fastener pitch.  The
data are used as correction factors to modify the crack growth life in a repair over a splice joint
near stiffeners.  The three-step development of the life correction factors database is shown in
figures G26 through G30.

Subsequent Crack GrowthInitial Crack
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G4.3.1  Step 1Perform the Crack Growth Analysis of a Crack in an Unstiffened Sheet
Subjected to Uniform Far Field Stress

σ

σ
Far Field

2a

Far Field

Figure G26.  Crack in Unstiffened Sheet

G4.3.2  Step 2Perform the Crack Growth Analysis of a Crack in a Stiffened Sheet
Subjected to Uniform Far Field Stress

Key parameters in the stiffened sheet affecting the crack growth life include (1) skin thickness,
(2) cross-sectional area of the stiffener, (3) crack length, (4) location of the crack related to the
stiffener, and (5) the fastener pitch.

Stiffener

b

2a

σ
Far Field

σ
Far Field

p

Figure G27.  Crack in Stiffened Sheet
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G4.3.3  Step 3Calculate the Crack Growth Life Ratio Between the Stiffened Sheet
(Step 2) and the Unstiffened Sheet (Step 1) at Each Crack Length, and Generate the
Database

Without
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   With
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For  Given Parameters

N w
/o

N
   

  /
w 1.0

0

 λ = 2at / A and b/p ratio

Crack Growth Life, N Normalized Crack Length, a/b

Figure G28.  Calculate the Crack Growth Ratio Between the Unstiffened Sheet and the
Stiffened Sheet

Using this approach, the life correction factors are generated and presented in figure G17.
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(a) Fastener Pitch = 0.5″

(b) Fastener Pitch = 1.0″

Figure G29.  For the Parameter λ = 2at /A Equal to 0.5
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(a) Fastener Pitch = 0.5″
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(b) Fastener Pitch = 1.0″

Figure G30.  For the Parameter λ = 2at /A Equal to 2.0
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Appendix HCircular Repairs

H1.  Introduction

This appendix describes the analysis of circular skin repairs to determine the load transfer at the
critical fastener location.

H2.  Approach

The analysis is performed using the finite element code FRANC2D/L [1].  Generally, a circular
skin repair consists of a circular cutout replaced with a circular repair doubler.  The doubler is
mechanically fastened to the skin with fasteners arranged in a circular pattern.  Figure H1 shows
a typical circular skin repair.

Skin

Doubler

Cutout

Fastener

Figure H1.  A Circular Skin Repair

Parameters considered in the analysis of circular skin repairs include

• Skin cutout size:  1″, 3″, and 5″ in diameter
• Skin thickness:  0.032″, 0.040″, 0.050″, 0.063″, and 0.071″
• Repair doubler thickness:  0.050″, 0.063″, 0.071″, and 0.080″
• Fastener size:  1/8″ and 1/4″
• Fastener materials:  aluminum and steel
• Number of fastener rings:  3

Due to double symmetry of the geometry and the stress applied to the skin, the analysis is
performed on one quarter of the repaired skin.  A typical finite element model for FRANC2D/L
analysis is shown below in figure H2.
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(a) Skin (b) Repair Doubler

Figure H2.  FRANC2D/L Model of a Circular Repair

In the analysis, the skin and the repair doubler are modeled using the six-node triangular
membrane element.  The shear rigidity of fasteners is calculated based on the Swift’s equation:

K
Ed

A B
d

t
d

tSkin Doubler

=
+ +( )

where E is the average modulus of skin and doubler materials, d is the fastener hole diameter,
tSkin and tDoubler are the thicknesses of the skin and doubler, respectively, and A and B are
empirical constants taking the values of 5.0 and 0.8 for aluminum rivets, and 1.66 and 0.86 for
steel rivets.  The calculated value is input directly to the FRANC2D/L program.  In the analysis,
the repaired skin is subjected to a reference uniaxial far field stress of 1000 psi.

To perform the damage tolerance analysis of circular skin repairs, the stress field near the critical
fastener hole needs to be known. Let the skin stress prior to the load transfer be referred as the
gross stress, the bearing stress be the average hole bearing stress in the skin exerted by the
fastener load, and the bypass stress be the skin stress after the load transfer.  These skin stresses
are shown in figure H3.

Figure H3.  Skin Stresses Near a Fastener Hole

σ Far Field

σGross

σBearin

σBypass

σ Far Field

Crack

Active Layer: 1
Active Layer: 2
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H3.  Fastener Load Results

Analysis results are presented in terms of bearing factors, bypass factors, and stress scale factors
in the database.  The bearing, bypass, and stress scale factors are the ratios of the bearing, bypass,
and gross stresses in the skin divided by the applied reference far field stress, respectively.  These
factors are calculated as follows.

Bearing Factor (BRF) = σBearing/σFar Field

Bypass Factor (BPF) = σBypass/σFar Field

Stress Scale Factor (SSF) = σGross/σFar Field

A review of the FRANC2D/L analysis shows that the critical fastener is located at the top of the
outer fastener ring as shown in figure H4.  Also shown in the figure is the stress field pattern in
the neighborhood of critical fastener hole.  The skin stress prior to the load transfer decreases
from the maximum gross stress σGross to the far field stress σFar Field in about ten fastener
diameters.  The bypass stress increases to the far field stress in the same distance as that of the
gross stress.

Critical Fastener

σ
Far Field

σ
Far Field

σ
Far Field

σ
Bypass σ

Far Field

Crack

a

σ
Bearing

σ
Gross

(a) Critical Fastener (b) Skin Stresses

Figure H4.  Critical Fastener and Skin Stress

Analysis results of (a) bearing factors, (b) bypass factors, and (c) stress scale factors at the critical
fastener location are presented in graphical form in figures H5 through H8.
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Figure H5.  Analysis of Results of Repairs Using 1/8″ Aluminum Fasteners, (a) Bearing
Factors, (b) Bypass Factors, and (c) Stress Scale Factors
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Figure H6.  Analysis of Results of Repairs Using 1/8″ Steel Fasteners, (a) Bearing
Factors, (b) Bypass Factors, and (c) Stress Scale Factors
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Figure H7.  Analysis of Results of Repairs Using 1/4″ Aluminum Fasteners, (a) Bearing
Factors, (b) Bypass Factors, and (c) Stress Scale Factors
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Figure H8.  Analysis of Results of Repairs Using 1/4″ Steel Fasteners, (a) Bearing
Factors, (b) Bypass Factors, and (c) Stress Scale Factors
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To perform the damage tolerance analysis of a circular repair, the stress-intensity factor is
calculated by the equation

K aFar Field= σ π β

where the geometry factor β is calculated as

( )[ ]β β β= + +1

2
SSF BPF BRFFar Field Pin Loads

The factors βFar Field and βPin Loads are the geometry factors of a crack emanating from a hole in a
wide plate subjected to far field stress and a pair of pin loads in the hole, respectively.  Once the
stress-intensity factor has been calculated, RAPID performs the residual strength and crack
growth analysis of the circular repairs described in section 3.0.

H4.  Reference

1. FRANC2D/L: A Crack Propagation Simulator for Plane Layered Structures, Version 1.0
User’s Guide, Kansas State University, Manhattan, Kansas.
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